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CHAPTER I 

DEFINING THE PROBLEM 

I. Introduction 

The study of point defects in crystalline materials has become an 

important branch of solid state physics since the presence of such de

fects frequently directly affects the electronic and physical properties 

of a material. Point defects can be generally divided into two classes: 

(a) impurity defects and {b) radiation-induced defects. This study is 

concerned principally with point defects of'the latter type. 

The term color center refers to a particular type of point defect 

involving electrons or holes which gives rise to optical absorption 

bands in the visible and ultraviolet and near infrared region of the 

spectrum in otherwise transparent crystals. 

Color centers can be introduced into the material by several methods 

(1), including exposure to ionizing radiation, such as x-ray, Y-ray and 

ultraviolet radiation and by fast particle irradiation with electrons, 

protons or neutrons. Some types of defects can also be produced by 

heating the material in an excess of the metallic vapor. This process 

is known as additive coloration (2). 

General review books describing work on color centers in alkali 

halides and other materials include those by Schulmann and Compton (3), 

Fowler (4), and Crawford and Slifkin (5). Comprehensive review articles 

on radiation-induced defects in the alkaline earth oxides include those 
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by Henderson and Wertz (6) and Hughes and Henderson (7). 

Color centers have been a subject of investigation over a consider

able span of years. The darkening of an alkali halide and the charac

teristic color produced by bombardment with cathode rays was noted by 

Goldsteih (8) as early as 1894. The discovery, in 1895, of x-rays by 

Roentgen and natural radioactivity by Becquerel brought increased inter

est. Efforts to control color center properties were made in Pohl's 

laboratory in Gottingen (9) , starting in 1925 as experiments dealing 

with electronic conductivity and luminescence were carried out. Interest 

in radiation damage was further heightened by the advent of the nuclear 

reactor in 1943. Since reactor components could be adversely affected 

by the high energy radiation products, new emphasis was given to the im

portance of understanding how material properties are altered by inad

vertent or deliberate irradiation. It is essential that materials tobe 

used in space or near nuclear reactors be tested to determine how seri

ously the hostile environments will affect important properties. 

Two questions of primary concern in the study of radiation damage 

are: 1) What are the physical and el~ctronic properties of the radia

tion-induced defects? and 2) What are the processes and mechanisms that 

lead to the creation of such defects? This study will be primarily 

concerned with the first of these questions, although there will be 

some discussion of the second question, as related to the oxides, later 

in this chapter. 

A large part of the past research on radiation-induced defects has 

been performed on alkali halide crystals. These crystals have the face

centered-cubic structure and are comparatively easily grown. Various 

types of point defects can be created in the alkali halides quite 
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readily by either ionizing or particle irradiation and additive colora-

tion. The simplest anion vacancy defect is an F-center which in an 

alkali halide consists of a single electron trapped at a halide ion 

vacancy. The F-center therefore holds a central position in the area of 

defects in solids which is similar to that held by the hydrogen atom in 

Atomic Physics. 

II. Alkaline Earth Oxides: Physical Properties 

More recently the alkaline earth oxides, and in particular simple 

defects in these materials, have been the subject of many studies (6,7). 

The alkaline earth oxides are the divalent structural analogues of the 

alkali halides and therefore present a logical extension of the alkali 

halide studies (Figure 1) . They are highly ionic having larger lattice 

energies than the alkali halides. Table I compares the percent ionic 

character of the bonds, the lattice energies (cohesive energies) andthe 

bond strengths for the alkaline earth oxides and some of the alkali 

halides. 

Some of the physical properties of these materials are shown in 

Table II. Band gaps of 4-8 eV and dielectric constants ranging from 10 

to 34 serve to make these materials good insulators. These materials 

0 
also have high melting points ranging between 1900 and nearly 3000 C. 

Consequently, they are comparatively difficult to grow as single crys-

tals. It is only recently that reasonably high quality samples of the 

alkaline earth oxides have become available. The crystals are usually 

grown by the arc fusion method (7) and the most comm.on impurities are 

Fe, Si, Al, Zn and other alkaline earth metals. 



---~--

--~----.-- -- I 

Figure l. Crystal Structure for the Alkaline 
Earth Oxides 
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TABLE I 

COMPARISON OF SOME ALKALI HALIDES AND ALKALINE EARTH OXIDES 

(Lattice Energy) 
25°c 

b 
Cohesive Energy 

Lattice Constanta Ionic for Crystal 
c 

% Character Bond Strength 
0 

Material a (A) for Bond (kcal/mole) (kcal/mole) 
0 

LiF 4.02 79.5 240.lc 137 .5 
NaF 4.62 83.2 213.4c 114 
KF 5.34 87.0 189.7c 118.9 
RbF 87.0 181.6c 116.1 

Li Cl 5.14 46.0 199.2c 111.9 
NaCl 5.62 49.0 183.lc 97.5 
KCl 6.28 52.1 165.4c 101.3 
RbCl 6.1 52.1 160.7c 100. 7 

MgO 4.2112 55.3 905d 914e 96 
cao 4.8105 61.9 815d 814e 88 
SrO 5.1602 61.9 767d 765e 96 
BaO 5.523 65.3 736d 735e 125.9 

aReference 10; bcalculated from: % ionic character= 16(XB - XA) + 3.5 (Xa - XA) 2 , XB the larger elec
tronegativity, reference 11: electronegativity values from reference 12. 

c d e 
Reference 13; Reference 14; Reference 15. 

Lattice energy: The energy required to separate the ions of a crystal to an infinite distance from 
each other. 

Strength of a chemical bond (bond dissociation energy) : the heat of the reaction RX + R + X in kcal/ 
mole. 
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TABLE II 

PHYSICAL PROPERTIES OF ALKALINE EARTH OXIDES 

Lattice 
Band Gap Constant Melting Point 

Materials (eV) 
E: 0 

(oC) 0 ao (A) 

7.8 
a 8.7b e 

4 .2112f 2800e MgO , 9.65 

c 7.7d e f e 
cao 7.0 , 11.8 4.8105 2600 

SrO 6e 13.3 
e 

5.1605 
f 

2415e 

Bao 4.8e 34e 5.523f 1928e 

a b c d 
Reference 16; Reference 17; Reference 18; Reference 19; 

eReference 20; fReference 10 

In order to create vacancies or interstitials in these materials, 

it is necessary to use particle irradiation or additive coloration be-

cause ionizing radiation alone is ineffective. During particle irradi-

ation numerous changes can occur in the lattice and in the impurities 

which are present. These may be categorized as: (1) electronic defects 

involving changes in valence states; (2) ionic defects consisting of 

displaced lattice ions; and (3) gross imperfections or aggregates. 

III. Radiation Damage Processes 

Radiation damage processes in a polar crystal may be classified 

according to the following scheme: (1) electronic processes; (2) elas-

tic collisions; and (3) radiolysis. Processes in which an electronic 

state is changed or charge is moved about, but which do not involve the 

formation of an ionic or atomic defect, are classified as electronic 
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processes. Elastic collisions result in the displacement of an ion or 

atom due to momentum and energy transfer from the irradiating particles. 

Radiolysis processes involve the production of ionic or atomic defects 

by a series of reactions beginning with an electronic excitation. 

The anion vacancy defects with which we will be concerned are pro

duced in the oxides during particle irradiation by knock-on collisions. 

Therefore we will limit our discussion, for the most part, to radiation 

damage produced by elastic collisions. 

An energetic charged particle, such as an electron or proton, is 

scattered by the crystal's electrons and nuclei by means of a Coulomb 

interaction as it traverses the material and passes close to atoms. The 

Coulomb scattering produces two principle effects on the incident parti

cle that are of importance: energy loss by ionization and multiple 

deflections (21). The electrons in the crystal are excited by the 

Coulomb interactions with the incident particle and may occasionally 

gain sufficient energy to escape from the ions to which they were bound. 

The energy gained by the crystal electrons is acquired at the expense 

of the fast-moving incident particle, with the result that the incident 

particle is decelerated and may eventually be brought to rest. Since 

accelerating charged particles radiate energy, the decelerating fast

moving charged particle also loses some energy to the radiation field 

as the creation of electromagnetic waves or bremsstrahlung (22). Most 

of the energy loss of the incident particle results from electronic 

encounters while most of the deflection results from interactions with 

the nuclei. 

The energy loss per centimeter of path for heavy irradiation parti

cles due to the interactions with the crystal electrons is given by the 
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expression 

4 2 
dE 
dx 

( 2TI e z N ZM) 
0 

m E 
e 

2E 
M 

2 
v (1) 

where e and m are the electronic charge and mass, respectively, ze, v, 
e 

E and Mare the charge, velocity, kinetic energy and mass, respectively, 

of the irradiating particle, N is the atomic density of the crystal, Z 
0 

is the number of electrons per atom and I is the average excitation po-

tential of the crystal electrons. Equation (1) is valid for nonrelativ-

istic velocities. For heavy particles moving with velocities approach-

ing the speed of light, the log term in Equation (1) is replaced by 

2 2 
log (4m E/IM) - log (1 - $ ) - $ , where S = v/c 

e 

speed of light. 

1 1f2E . h V=;f , c being t e 
c 

When fast electrons are used as the irradiating particle, the for-

mula for d.E/dx differs slightly from Equation (1) because the incident 

electrons are indistinguishable from the crystal electrons. Further, 

since they have the same e/m as the crystal electrons, they can lose an 

appreciable fraction of their energy during a single collision. However, 

qualitatively the electron gives up energy in a manner similar to that 

of the heavier particles and the initial factor in Equation (1) may also 

be used for electrons if the correction is made for velocities approach-

ing the speed of light. 

The penetration depth of a particle in a crystal is very important 

in radiation damage, in deciding what is the best kind of radiation to 

use for a given solid and in determining the uniformity of radiation 

damage. By considering only the initial factor in Equation (1) it is 
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seen that for a given energy E, the energy absorbed per unit length from 

the irradiating particle is proportional to the mass, M, of the incident 

particle. Consequently, the energy absorbed per unit length from a pro-

ton (z=l) is very much greater than that absorbed from an electron (z=l). 

The distance the particle penetrates into the material depends inversely 

on its average energy loss per unit length. The penetration depth can 

be found from the range-energy relation for a given irradiation particle 

and absorbing material. An approximate form for this function can be 

found by integrating Equation (1) neglecting the slowly varying logarith-

mic term after using the relations N 
0 

p d . N -A and p x = dR where N is 
A A 

Avogadro's number, pis the density and A the atomic weight in cgsunits. 

The range, R, is expressed in units of grams per square centimeter. 

When R is expressed in these units, the range-energy relation is roughly 

independent of the stopping material (21). The penetration depth, x, in 

the absorbing material for an irradiation particle of energy E can, 

therefore, be estimated from the known range-energy relation for another 

material by dividing the known range for the particle with energy E by 

the density of the absorbing material. Table III gives some numbers 

that show how far particles that are often used in radiation damage ex-

periments can be expected to penetrate in the materials dealt with in 

this thesis. It can thus be seen that fast electrons will penetrate 

deep into the crystal producing uniform damage throughout fairly thick 

samples, whereas heavier charged particles, such as protons, are stopped 

near the surface. 

Neutrons, since they are electrically neutral particles and experi-

ence no Coulomb interaction, do not excite the crystal electrons directly 

or experience deflections due to Coulomb interactions with the nuclei. 
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The neutron can, therefore, penetrate deep into the crystal before col-

liding with a nucleus. If the neutron displaces a crystal ion, the 

recoiling ion gives up some of its kinetic energy to the electronic 

structure of the crystal in the manner just described above. Since 

displacement is caused by nuclear collisions and the mass of the neutron 

is quite large, a large amount of structural damage is done by neutrons. 

Particle 

Electron 

Proton 

a 

TABLE III 

PENETRATION OF IRRADIATING PARTICLESa 

Energy 
Mev 

1.5 

1.5 

Approximate Penetration Depth (cm) 

Cao SrO B2 

.212 

2.4 x 10- 3 

.15 

-3 
1.7 x 10 

.94 

3.2 x 10- 3 

Calculated from data assembled in Ref. 13 and 23 using the ranges 
(given in grams/cm2 ) of electrons and protons in aluminum. 

The effectiveness of the incident particle in creating ionic vacancy 

defects depends on the maximum amount of kinetic energy, T , it can 
m 

transfer to the ion. By means of momentum and energy transfer during 

elastic collisions, the irradiating particle must impart sufficient 

energy to the lattice ion to displace it through the energy barrier pre-

sented by its nearest neighbors into an interstitial site. For nonrela-

tivistic head-on collisions, the maximum kinetic energy transferred is 

given by 



T 
m 

or for relativistic particles by 

T 
m 

4M M E 
1 2 

(M + M ) 2 
1 2 
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(2) 

(3) 

where M1 and E are the mass of the incident particle and its correspond-

ing energy at the time of collision, M2 is the mass of the lattice ion 

and c is the speed of light. 

The displacement energy, Td, required to displace a lattice ion 

through the saddle point between its nearest neighbors is about 30 eV. 

If the radiation transfers less energy than the displacement energy, 

T < Td, then no elastic collision radiation damage will result. 

In general, five types of radiation may produce displaced atoms or 

ions by elastic collisions. These include: (1) gamma rays, (2) ener-

getic electrons, (3) thermal neutrons, (4) fast neutrons, and (5) ener-

getic atoms or ions. Gamma rays produce defects in two steps. First, 

they generate fast electrons through the photoelectric or Compton 

effects; then these electrons in turn transfer energy and momentum to 

lattice ions. 

Table IV lists the maximum amount of energy, T , that can be trans
m 

ferred to oxide lattice ions by several types of irradiating particles 

that will be used in the work described in this thesis. T has been de
m 

termined using the initial energy E of the irradiating particle and is 

therefore the very maximum energy that could be transferred to the 

crystal ion provided the incident particle has not undergone previous 



collisions or lost energy through scattering. The amount of energy 

actually transferred is considerably less than the maximum T because 
m 
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the overwhelming majority of collisions are not head-on elastic colli-

sions. Moreover, the particle's energy E is continually decreasing as 

the projectile penetrates deeper into the crystal. The optimum condi-

tion for producing single ionic vacancy defects is that the energy, T, 

transferred to the lattice ion be between Td and 2Td (less than approxi-

mately 100 eV) . 

TABLE IV 

ENERGY TRANSFER BETWEEN VARIOUS IRRADIATING PARTICLES AND LATTICE IONS 

T (eV) 
m 

Particle Energy, MeV ca++ sr++ 0 

Electron 1.5 202 93 507 

Proton 1.5 143,000 67,400 334,000 

Neutron 1.5 143,000 67,400 334,000 

From Table IV it can be seen that heavier particles, such as pro-

tons and neutrons, are much more effective than the lighter electron in 

displacing lattice ions. But recalling the mass dependence of dE/dx as 

well as the results in Tables III and IV, one is reminded that the 

damage done by protons is at or near the surface of the material. Heavy 

particles, such as neutrons, are sometimes so effective in displacing 

crystal ions that they produce "cascades" which result when a large 
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amount of kinetic energy is transferred from the incident radiation to 

one lattice ion and that lattice ion, in moving through the lattice, 

transfers by elastic collisions sufficient kinetic energy to other lat-

tice ions to dislodge them from their normal positions. It can thus be 

seen that proton and electron irradiations have the advantage of more 

controlled energy at collisions due to energy loss from scattering via 

the Coulomb interactions with the electrons and nuclei of the crystal 

lattice. 

IV. F-type Defects in the Alkaline Earth Oxides 

In the alkaline earth oxides, because of the divalent nature of the 

ions, two types of simple anion vacancy defects are found, the F- and 

+ 
F -c·enters. The nomenclature used in this study is that suggested by 

Sonder and Sibley (1). A single electron trapped at an oxygen ion vacan

+ cy is an F -center, whereas the F-center consists of two electrons trapped 

at the oxygen ion vacancy. The F-center is effectively a neutral 

+ defect whereas the F -center is a singly ionized F-center and has a 

positive charge with respect to the rest of the lattice. There are 

several variations of F-type centers found in the alkaline earth oxides. 

+ + 
These include the FA- and FA-centers, F- or F -centers, respectively, in 

which one of the six nearest neighbor ions of the defect has been re-

placed by an impurity cation. These F-type defects have been produced 

in the oxides by electron irradiation (24,25,26,27), proton irradiation 

(26,27,29) and by neutron irradiation (6,29). In proton and neutron 

+ 
irradiated samples, F -centers are more prevalent than F-centers, where-

as in electron irradiated samples for sufficiently high concentrations, 

+ F-centers. are more numerous than F -centers (1) . Further discussion 
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regarding this point will be presented in Chapter IV, Experimental Re-

sults. F-type defects have also been produced in some of these oxides 

by additive coloration (30) with the formation of F-centers being domi-

nant. Additive coloration produces F-type defects by heating in anexcess 

of the metallic vapor. High temperatures, typically 1500°c, are required 

for additive coloration, which makes the technique more difficult than 

in the alkali halides. Arc-fusion growth itself sometimes produces 

"accidentally" colored portions of the melt, particularly in Cao. 

The study of color centers in the alkaline earth oxides has been 

done, for the most part, in the following ordering: MgO, cao, SrO and 

BaO. The order was determined primarily by the availability of good 

samples. Cao, SrO and Bao are also hygroscopic, thereby making handling 

of these materials difficult. 

In the same sense that the F-center in the alkali halides is analo-

+ 
gous to the hydrogen atom, the F -center in the alkaline earth oxides is 

+ 
analogous to the He ion. The ground state and excited states can be 

referred to as "ls-", "2s-" and "2p-" like, respectively, in further 

+ 
analogy to the He ion. The F-center in the oxides is analogous to the 

helium atom and the ground and first excited states are correspondingly 

l 3 1 3 
referred to as S and S, P or P. 

Optical absorption arises because of excitation of these trapped 

electrons. Figure 2 shows, for example, the optical density measuredat 

77 K on proton irradiated samples of SrO and Cao. The main features 

introduced by the irradiation are the asyrmnetric bands centered at 3.1 

. + 
and 3.65 eV which arise from the F -centers in SrO and CaO, respective-

ly. The background absorption increases as the energy of the incident 

photons approaches that of the band gap of the respective materials. 
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V. Survey of Experimental Studies 

+ 
Positive optical identification of the F- and F -centers and their 

corresponding emissions in the alkaline earth oxides has been fairly 

+ 
recent. An optical band, correlating to the F -center ESR (electron 

spin resonance) signal was identified as the F+ absorption band in MgO 

by Wertz et al. (31) and by Henderson and King (32) on neutron irradiated 

samples. Chen et al. (33) observed an absorption band, attributed to 

the F-center, in additively colored and electron irradiated MgO at the 

same energy which did not have an associated ESR signal. Chen et al. 

(34,35) also reported that only the one intense absorption band resulted 

from additive coloration or electron or neutron irradiation of MgO. Con-

+ 
sequently, it has been determined that the F and F optical absorption 

bands in MgO nearly coincide. 

+ 
Magneto-optical studies of F -centers in the alkaline earth oxides 

have been instrumental in identifying the optical bands of the centers. 

In conjunction with ESR, optically detected ESR, Faraday rotation (FR) 

or magnetic circular dichroism (MCD) spectra have substantiated the 

identification of the F+-center optical bands for MgO (36,37), Cao (29, 

37,38,39), sro (29,37) and Bao (29,37). 

The F-center absorption band in Cao was observed in additively 

colored crystals by Ward and Hensley (40) and in crystals colored acci-

dentally during growth by Henderson, Stokowski and Ensign (41). The 

magnetic circular dichroism of the Cao F-band was reported by Modine 

(42) . The absorption band for the F-center in SrO was reported by 

Johnson and Hensley (43) and in Bao by Rose and Hensley (44) . 

+ . 
Luminescence from the F- and F -centers in MgO has been reportedby 

Chen, Kolopus and Sibley (35) and Kappers, Kroes and Hensley (45) and 
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+ 
from the F- and F -centers in cao by Evans, Cheng and Kemp (46), Hender-

son, Stokowski and Ensign (41), Henderson, Chen and Sibley (25), Bates 

and Wood (47) and Feldott and Surmners (26) . 
+ 

Luminescence from the F -

center in SrO has been suggested by Evans and Kemp (48) and Hughes and 

Webb (49) and reported by Feldott et al. (28). 

+ 
The peak absorption and emission energies for the F- and F -centers 

in the alkaline earth oxides are listed in Table V. For both MgO and 

+ Bao, the F and F absorption bands coincide. In CaO and SrO, however, 

the two bands are distinct which enables one to determine more readily 

which center is producing a particular phenomenon. The peak absorption 

energies for both F-type centers in the alkaline earth oxides decrease 

as the size of the cation and as the corresponding lattice constant de-

creases. 

VI. Magnetic and Optical Properties of F-type 

Centers in the Oxides 

+ 
In the oxides the F -center has a single electron in the ground 

state which gives rise to paramagnetism. The structure of the ground 

state can be studied by various techniques such as ESR and ENDOR (elec-

tron-nuclear double resonance) . This "s-like" ground state has spin 

quantum number s = ~- The state of the system depends on the interac-

tions of the electron and the magnetic moments of the neighboring 

nuclei and can be described by quantum numbers which include "spin up 

and spin down" states for the electron. In addition both the electron 

and the neighboring nuclei can interact with an external de-magnetic 

field which further splits the energies of these states. The actual 

number of energy levels depends on the spin state of the neighboring 



TABLE V 

+ 
ABSORPTION AND EMISSION ENERGIES FOR F AND F -CENTERS 

IN THE ALKALINE EARTH OXIDES 

+ F-Center F -Center 
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Material Absorption (eV) Emission (eV) Absorption (eV) Emission (eV) 

MgO 5.0la,b,c 2.4 
i 4.92m,n,o,p 3.13a,i 

cao 3 _1a,e,f 2 e,j,k,l .o 3.650,q,r,s 3 _3e,j,l,t 

SrO 2.499 3.1°'q 2 _5u,v,w 

Bao 2.3h 2.0o,q 

aReference 35; 
b 

Reference 33; cReference 34; 
d 

Reference 40; 

e 
Reference 41; 

f 
Reference 42; 9 Reference 43; 

h 
Reference 44; 

i 
Reference 45; jReference 25; 

k 
Reference 47; 

1 
Reference 26; 

m 
Reference 32; 

n 
Reference 31; 

0 
Reference 37; PReference 36; 

qReference 29; 
r 

Reference 38; sReference 39; 
t 

Reference 46; 

u 
Reference 48; vReference 49; 

w 
Reference 28. 
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nuclei and the probability th.at the electron will be found at these 

neighboring nuclei (i.e., the extent of the electronic wave function). 

Transitions can be induced between various "spin up" and "spin down" 

states by applying a microwave radiation field of appropriate frequency. 

The electron undergoes mutual magnetic interactions with the neighboring 

nuclei which have nonzero spin. The hyperfine structure which may re-

sult on the ESR spectrum can yield information concerning the symmetry 

of the center, the number and identification of nearest neighbor ions 

and the orientation of the center in the crystal. 

In the preceding discussion, attention was focused on the ground 

state of the center. In order to study an excited state of a center, a 

transition from the ground to the excited state must occur. This transi-

tion occurs when the resonance condition, 6E = hv, is met. The energy 

absorbed by the system is provided by radiation of frequency v usually 

in the visible or ultraviolet region of the spectrum. 

ESR-FR (Faraday Rotation) (29,36) and ESR-MCD (Magnetic circular 

Dichroism) (37) Double Resonance experiments have been instrumental in 

+ . 
identifying the optical bands of the F -centers in the oxides. These 

experiments measure properties of the F-type centers in absorption and 

reveal the character of the excited state before lattice relaxation. 

As illustrated in Figure 3, the spin-orbit splitting of the excited 

state is accompanied by further Zemann splitting of the degenerate spin 

states when placed in an external magnetic field. If plane-polarized 

light is then allowed to traverse the sample in the direction of a longi-

tudinal external magnetic field, the left- and right-circularly polar-

ized components of the plane-polarized light wave are absorbed in differ-

ent transitions, as depicted in Figure 3. The absorption coefficient at 
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a given wavelength is therefore slightly different for the two circular-

ly polarized components of the plane-polarized light wave. The differ-

ence between these two slightly shifted absorption curves leads to the 
: 

magnetic circular dichroism (50). 

Faraday rotation (7,50) is closely related to the measurement of 

circular dichroism. Faraday rotation is the rotation of the plane of 

polarization of a plane-polarized light wave upon traversing an optical 

medium in the direction of a longitudinal magnetic field. The amount 

of rotation depends upon the phase difference of the two circularly 

polarized components of the plane-polarized wave after traversing the 

medium. The difference in phase results from different indices of re-

fraction for the left-and right-circularly polarized components. Faraday 

rotation therefore measures the difference in refractive indices rather 

than absorption coefficients measured in MCD. The two are related 

through the Kramers-Kronig relations. 

From such measurements values can be determined for the magnetic 

and spin-orbit splittings (26,29,34,37). The spin-orbit energy is found 

to be negative, essentially because an F-type center is an inside-out 

atom, an electron in a cage of surrounding nuclei rather than an electron 

surrounding a nucleus. Since the optical band width for an F-typecenter 

in the oxides is on the order of several tenths of an eV, the spin-orbit 

-2 
splittings of approximately 10 eV cannot be resolved and must there-

fore be obtained by the techniques just described. 

Again, it should be noted that ESR and FR permit some description 

of the unrelaxed excited state of the center. To gain information about 

the relaxed excited state, one can observe, for example, fluorescence 

and/or photoconductivity. Optical detection of paramagnetic resonance 
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(51,52) in the excited states of F-centers, which is related to fluores-

cence, is also possible. 

VII. Statement of the Problem 

The electron, in the relaxed excited state of the center, is con-

sidered to have predominantly two competing modes of escape: 1) radia-

tive decay to the ground state--luminescence; or 2) thermal release into 

the conduction band across a small energy gap, E --photoconductivity. 
a 

A third possibility is non-radiative decay to a nearby excited state 

with the emission of phonons followed by radiative decay to the ground 

state or non-radiative decay directly to the ground state. The detailed 

study of these two competing processes will be the subject of the 

remainder of this thesis with emphasis on the photoconductivity studies. 

The objective of this study is to investigate the electronic struc-

ture of F-type defects in Cao and SrO by means of dc-photoconductivity 

in association with optical measurements and related techniques such as 

luminescence and fluorescence lifetime measurements. These techniques 

provide a sensitive tool for investigating the electronic structure of 

these defects, particularly the proximity of the relaxed excited state 

to the conduction band. Trapping mechanisms in the crystal will also 

be investigated. 

Configuration coordinate diagrams will be presented in the follow-

ing chapter which will also contain an in-depth discussion of photocon-

ductivity, luminescence and fluorescence lifetime along with the 

probability of the occurrence of these two competing processes. The 

complete experimental procedure, as well as the apparatus employed in 

this study, will be presented in Chapter III. Chapters IV and V will 
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be presentations of experimental results on SrO and CaO, respectively, 

followed by discussion and analysis. Chapter VI will consist of a 

summary of the results contained in this thesis, conclusions resulting 

from the measurements and suggestions for further study. 



CHAPTER II 

THEORY: ELECTRONIC STRUCTURE OF DEFECTS THROUGH 

PHOTOCONDUCTIVITY AND LUMINESCENCE 

I. Introduction 

Before advancing to the experimental techniques used and the results 

obtained in this dissertation, it is first necessary to build a theoreti-

cal framework in which the results of experimentation can be interpreted. 

The review which follows includes a discussion of configuration coordi-

natediagrams, optical properties and transition probabilities, absorption 

band shapes and vibronics, and the study of photoconductivity and lumi-

nescence originating from F-type defects in crystals. 

II. Configuration Coordinate Diagrams 

In finding the stationary states of a crystal, one must solve the 

exact eigenvalue equation 

( 1) 

where H is the Hamiltonian operator describing the kinetic energy of all 

the particles, electrons and nuclei, and their potential energy of inter-
'. i.~ 

action. Since the nuclei are much more massive and, in a sense, would 

move much more slowly than the electrons, the Born-Oppenheimer approxi-

mation allows the nuclei, so to speak, to follow the motion of the elec-

24 
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trans; i.e., the electronic state of motion is responsible for governing 

the motion of the nuclei. Translated into mathematical terms, the Born-

Oppenheimer approximation (4) allows us to write the state function WA 

for the entire crystal as the product ¢. (r,R)X. (R) where ¢(r,R) is the 
l lV 

electronic wave function obtained with the nuclei fixed at position R 

and X(R) is the wavefunction for the nuclei (53). The electronic Hamil-

tonian, Hel' of which ¢(r,R) is an eigenfunction, may be obtained from 

the full Hamiltonian, H, by setting the masses of the nuclei equal to 

infinity in the kinetic energy terms and by fixing the nuclear positions 

(R) in the potential energy terms. We then have for the total electronic 

eigenvalue problem 

H 1¢. e i 
E.¢. 

l l 

where the total electronic Hamiltonian, H , and its resulting total 
el 

(2) 

electronic eigenfunctions, ¢.,and eigenvalues, E., are parameterized by 
l l 

the position of the nuclei, R. In practice one has the option of includ-

ing the nuclear-nuclear (ion core-ion core) repulsion in the electronic 

Hamiltonian or adding on their contribution later as the lattice contri-

bution, EL, to get the total energy of the crystal for a fixed configu-

ration of the nuclei. The total energy of the crystal for a fixed con-

figuration of the nuclei is then given by 

U. (R) 
l 

E. (R) + E (R), 
l L 

(3) 

the sum of the total electronic energy and the lattice energy. The term, 

lattice energy, shall be used here to refer to the energy due to elec-

trostatic interactions among all the charged particles that are not ex-

plicitly considered in the electronic Hamiltonian. In either case Ui(R) 
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serves as the potential energy in finding the subsequent motion of the 

nuclei. 

One then has 

H X. (R) 
n iv 

E. X. (R) iv l\) 
( 4) 

where H is the Hamiltonian for the nuclear motion such that the poten
n 

tial energy operator V(R) is the total energy U(R), (total electronic energy 

E. (R) and lattice energy E (R)). Since each U, (R) depends on the elec-
1 L i 

tronic state i, H will be different for different electronic states and 
n 

the vibrational frequency of the normal modes will thus depend on the 

electronic state of the crystal. The eigenvalues E. of H measure both iv n 

the kinetic energy of the nuclei and the potential energy of interaction 

for these nuclei and thus corresponds to the total energy E for a partic-

ular state of the crystal. 

Even if the approximation of writing the stationary state wavefunc-

tion w = ~. (r,R) X. (R) proves to be insufficient, one can show that A i iv 

the exact stationary states can be written as a linear combination of 

such product wave functions, 

L:L:C. ~.X. 
j V JV J JV 

( 5) 

The Born-Oppenheimer Approximation is a way of recognizing that one term 

in such an expansion usually predominates. Significant contributions 

from two or more terms is an indication of the Jahn-Teller effect (53), 

which will be discussed further in Section IV. 

Even to solve for the total electronic states would involve a many-

body problem of great difficulty. The independent electronic modeL, in 
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which each electron is assigned to its own orbital in keeping with the 

Pauli Exclusion Principle, shall therefore be adopted for the electronic 

states of the crystal. The spatial orbitals are solutions to a single 

electron Hamiltonian eigenvalue problem 

h~ 
µ 

(6) 

where h contains a single electron potential energy operator describing 

the effective potential seen by an electron. For the crystal containing 

a defect, one has a very complicated single electron Hamiltonian, h, 

which describes, in principle, not only the orbitals of the defect elec-

tron but the remaining single particle electronic states of the crystal 

as well. 

Before focusing on the defect, a look at the perfect crystal is in 

order. For simplicity, consider a monatomic linear solid of lattice 

constant, a, with the ion cores (nucleus and inner shell electrons) 

fixed in position. The variation of the electrostatic potential energy 

of a conduction electron in the field of the positive ion cores of the 

monatomic linear lattice can be represented schematically by Figure 4. 

Using the single-electron approximation, we can write 

h~ 
kn 

~2 
[- ~ + V(x)] ~ 

2m kn 
E ~ 
kn kn 

(7) 

where h is the single electron Hamiltonian and ~ and E are the corres-

ponding eigenfunctions (orbitals) andenergy eigenvalues. V(x) denotes 

the potential energy of an electron in the linear lattice. The elec-

tron, in the independent electron model, sees a periodic potential due 

to the ion cores and an average potential due to its interaction with 

the other electrons. In contrast to the free electron gas model, these 
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effects do not cancel. The solution to this problem can be found in any 

solid state text, such as Kittel's (54). The spatial orbitals, <P, can 

be doubly occupied with electrons having spin quantum number m = ± 1/2. 
s 

Typically the single electron energy levels fall into continuous bands 

with gaps between the various bands. This is illustrated in Figure 5 

using the reduced zone scheme in which each value of k in the First 

Brillouin zone corresponds to an infinite but discrete energy eigenvalue 

spectrum, with each energy eigenvalue belonging to a different energy 

band. The concepts of energy bands and gaps carry over to the 3-dimen-

sional lattice. The mathematics becomes more complicated and the symme-

try of the 3-dimensional lattice plays an important role in calculating 

the energy bands. 

The ground electronic state of the crystal is formed by filling in 

the orbitals, beginning with the lowest energy according to the density 

of states for each energy band. The extent to which the valence elec-

trans of the atoms fill in, partially, or completely, the energy bands 

of the crystal, determines whether the material is a metal, insulatoror 

semiconductor. The electronic band scheme for an insulator can be 

represented as indicated in Figure 6. All states in the valence band 

are filled and all states in the conduction band are vacant. The conduc-

tion band is separated by an energy gap E from the filled valence band. 
g 

The band gap is the difference between the lowest energy point of the 

conduction band and the highest energy point of the valence band (see 

Figure 7). 

In ionic crystals, such as the alkali halides and the alkaline earth 

oxides, the metal ions have the closed electronic shells of the noble 

gas structure. The most loosely bound electrons which remain on the 
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metal ions are in such deep energy levels that they generally play no 

part in any phenomena other than x-rays. It is thus the electrons in 

the negative ions which fill the levels of the filled (valence) band 

with which we are concerned (3,55). 

The best values of band gap energies are obtained by optical absorp-

tion. The threshold of continuous optical absorption at frequency wg 

determines the band gap E 
g 

nwg in Figure 7a. In the direct absorption 

process (Figure 7a) a photon is absorbed by the crystal with the creation 

of an electron in the conduction band and a hole in the valence band. 

In the indirect absorption process (Figure 7b) a photon of energy nw is 

absorbed with the creation of three particles: a free electron in the 

conduction band, a hole in the valence band and a phonon such that 

nw = E + n~. Both processes conserve energy and momentum (54). The 
g 

increasing broad background absorption observed in SrO (Chapter IV, 

Figure 22) and CaO (Chapter V, Figure 40) as the energy of the incident 

photons approach the band gap energy can possibly be explained in part 

as a consequence of the indirect absorption process. Both absorption 

processes give rise to intrinsic photoconductivity. 

If the photon absorbed is not sufficiently energetic to separate 

completely the electron and the positive hole, they remain bound to each 

other by Coulomb attraction. The electrically neutral entity thus 

formed is an excited state of the crystal and may be viewed as a "parti-

cle" free to wander through the crystal, transporting energy but no net 

electrical charge. The mobile "particle" consisting of an electron 

bound to a positive hole is often referred to as an "exciton" (3) and 

the energy states corresponding to this entity are called excitonstates. 

Excitons may be considered to arise from excitation of a valence elec-
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tron of the negative ion, such as Cl in KCl by the absorption of light, 

- nw -* -* X ~ X . The excited halogen ion X can transfer its energy to a 

nearby halogen ion X and the energy can thus migrate through the crys-

tal without any of the atoms themselves moving. The motion of the exci-

ton does not give rise to an electric current. 

In solving the energy eigenvalue problem above (Equation 7) , using 

the single electron approximation, the ion cores were fixed in position 

with lattice constant, a. The total electronic energy of the crystal in 

the ground state is given by the sum of the single electron energies for 

that particular configuration, Q, of the ion cores. Q is a single vari-

able used to represent and calculate the positions of the ion cores as 

they vibrate in a particular normal mode. Usually the breathing mode is 

assumed for simplicity. The total energy, U, of the crystal for a given 

configuration of the ion cores is equal to the sum of the total elec-

tronic energy and the electrostatic repulsion of the cores (the lattice 

energy). The energy U is a function of the configuration of the cores 

since the single electron energy eigenvalues, and consequently the total 

electronic energy of the crystal, as well as the electrostatic repulsion 

of the ion cores will take on different values for various configuration 

of the ion cores. This could be represented schematically by Figure 8 

where each point on the curve represents the total energy, U., of the 
l 

crystal correspoinding to the ion cores frozen into a particular config-

uration, Q • There is a configuration, Q, of the ion cores for which U 

is minimum. For the actual vibrating crystal/ this curve then serves as 

the potential energy for the vibratory motion of the ion cores. This 

will be further illustrated below. 

Keeping this background in mind, consider now the crystal containing 
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defects consisting of a single electron trapped at an anion vacancy. 

In describing the electronic state of such a crystal, for a given 

configuration of the nuclei, attention is focused on the possible states 

of the electron trapped in the vacancy. In principle the calculation 

should be done "self-consistently" in that not only the effects of the 

other electrons on the defect electron, but also the effects of the de-

feet electron in changing the orbitals of the other electrons, especial-

ly those on the neighboring ions, should be taken into account. In 

practice, however, one is concerned only with the electronic states of 

the defect electron as it moves in a potential which is constructed by 

knowing the orbitals, and thus the charge distributions, on the ions 

surrounding the defect and by mimicking the effects of the rest of the 

crystal on the defect electron. The resulting effective potential energy 

experienced by the defect electron is very complicated and further ap-

proximations are necessary to solve the Schrodinger equation h'~ = E~ 

for the orbitals ~ of the defect electron. The electronic Hamiltonian 

has the symmetry of the defect and therefore its eigenfunctions, i.e., 

the orbitals of the defect electron, transform as the irreducible 

representations of the symmetry group corresponding to the site in which 

the defect electron finds itself. 

Since the vacancy appears to have a double positive charge withthe 

-2 
removal of an 0 in the alkaline earth oxides, if the crystal anisotropy 

is ignored, the electron can be imagined to be trapped by a spherically 

symmetric Coulomb potential of charge +2. The orbitals would then be 

the He+ orbitals labeled in part by the irreducible representation of 

the rotation symmetry group, i.e., by the angular momentum quantum num-

ber l=O, s; l=l, p). In reality we do not have rotational symmetry 
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because of the anisotropies introduced by the ions surrounding the de-

feet. The point group symmetry for these F-type defects in the alkaline 

earth oxides is Oh. The S states correspond to Alg and the P states 

correspond to Tlu and higher angular momentum states can be reduced into 

two or more irreducible representations of Oh. Since the defect, as 

pictured above, looks like the He+ ion, the atomic notation is often 

used for convenience and the actual symmetry orbitals are referred to 

as s-like and p-like. 

In the case of the 2-electron defects, attention is once again 

focused on the electronic states of the defect for a given configuration 

of the nuclei. Here, in addition to each electron moving in an effec-

tive potential, there is the coulomb interaction between the two elec-

trons. The electronic states of the defect are found by solving for the 

two-electron eigenstates of the two-particle Hamiltonian which includes 

not only the effective interactions experienced by each electron but 

also their mutual electrostatic repulsion. The two-electron state can 

also be classified according to group theory irreducible representations, 

but in addition the Pauli Principle and the fact that the electrons have 

an intrinsic spin must also be taken into account. Thus the electronic 

wave functions are either singlets (antisymmetric spin function multi-

plied by symmetric spatial functions) or triplets (symmetric spin func-

tion multiplied by antisymmetric spatial function) . 

The remainder of the development leading to the configuration co-

ordinate diagram shall be applicable to both the singly or doubly 

electron-occupied anion vacancy defects. The configuration coordinate 

diagram is a simple model used to represent information about the elec-

tronic structure of the defect. The one- or two-electron eigenfunctions 
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obtained for the defect electrons are more localized than are the single 

electron orbitals obtained for the perfect crystal. The ground and ex-

cited states of the defect electron will differ, however, from those of 

an electron in a vacuum in that the wavefunctions usually spread out 

over a larger volume, such as that occupied by the neighboring ions in 

the crystal (55). As regards the single electron orbitals for the re-

maining electrons in the crystal, the energy scheme would be essentially 

the same as that of the perfect crystal since the structure of the two 

crystals is essentially the same except for an oxygen ion vacancy 

occupied by one or two electrons. The energy scheme for the crystal 

containing such defects could be represented by Figure 9, where the 

bound levels below the conduction band are associated with the defect 

electron (3,55) and the levels in the filled valence band are associated 

with the other electrons in the crystal. When the defect electron has 

been raised to its lowest excited state it may require only a small ad-

ditional energy, which can often be supplied by the thermal vibrations 

of the lattice, to be freed into the conduction band (55) . 

Just as for the perfect crystal, the electronic calculations for 

the defect electron are repeated for different fixed positions of the 

nuclei and the total energy of the electronic system along with the 

lattice energy is then taken as the potential energy for the vibratory 

motion of the nuclei. The total energy, U., of the crystal for a partic
l 

ular configuration, Q, of the nuclei is given by the sum of the total 

electronic energy (defect electron and other electrons in the crystal) 

and the lattice energy. In Figure 10 each point on the curves, corre-

spending to the ground state (lower curve) and first excited state, 

represents the total energy, U,, of the crystal corresponding to the 
l 
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nuclei frozen into a particular configuration, Q. These curves, though 

representing the total energy, U., are given the label corresponding to 
J.. 

the state for the defect electron. The energy, u., changes as the con
J.. 

figuration coordinate, Q, changes. As stated above, the energy, u, 

serves as the potential energy for the motion of the nuclei. To the 

extent that these curves are parabolic in the configuration coordinate 

Q the stationary state wave functions for the nuclear vibrations are 

those of a simple harmonic oscillator and the typical energy spectrum 

is given by (n + 1/2) ~w where w is the frequency for a single normal 

mode of vibration, usually assumed to be a "breathing mode" of the de-

feet's nearest neighbors. w is determined by the mass of the vibrating 

ions and the curvature of the potential energy curve. Since the elec-

tronic energy is already includ~d in defining the potential energy 

operator for these vibrations, the eigenvalues (n + 1/2) nw represent 

the total energy of the crystal. The energy of a given state--electronic 

and vibrational--can be represented as a horizontal line on the configu-

ration coordinate diagram. Adjacent states associated with an electronic 

energy curve differ in energy by ~w. The energy difference between two 

states on two different electronic curves is the difference between the 

energy eigenvalues of each represented by the horizontal lines. Since 

the curvature of different electronic states may be quite different, the 

vibrational frequency, and hence the vibrational energy spacings within 

any one electronic energy curve can be quite different than those cor-

responding to another electronic energy state. 

+ + 
In this dissertation the F- and F -center in CaO and the F -center 

in SrO are of particular interest. Calculations of the electronicenergy 

for these centers, as a function of the % distortion of the lattice for 
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various normal modes of vibration have been performed by Mills (56) and 

Wood and Wilson (57,58,59,60). Their model emphasizes the importance of 

1) electronic structure on the ions neighboring the defect, 2) elec-

tronic and ionic polarization of the lattice and 3) lattice distortion 

and its effect on the energy levels and wavefunctions of the defect (59). 

Figure lla and b, show the configuration coordinate diagrams obtainedby 

+ 
Wood and Wilson for the F-center in Cao (59) and the F -center in SrO 

(60). Wood and Wilson (57) have found that different configuration 

coordinate diagrams are necessary for absorption and emission for the 

F-centers in these materials. 
1 

In the Alg ground state of the center, 

the charge density of the two electrons is almost entirely confined to 

the vacancy, but in the 1T1 u excited state, the excited electron is al-

most completely outside of the vacancy. The ions are unable to respond 

to the change in the effective charge of the vacancy during the optical 

transition, but once in the excited state, the ions can adjust to this 

change, and the diffuse excited states are therefore shifted in energy 

relative to the more compact states before absorption. Therefore the 

configuration coordinate diagram for the F-center in CaO in emission is 

shown in Figure lla, since this is the one that will be pertinent later 

for comparison to experimental results. 

III. Optical Properties 

Since electronic excitation of the defect electron takes places 

through the absorption of light and the excited electron may radiatively 

decay back to the ground state, a review of some of the theory pertain

+ . 
ing to optical transitions in color centers (F and F ) is presented 

below. 
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The electronic state of the center can be changed by the absorption 

or emission of photons. If the crystal is initially in the ground state 

at time t=O, then the other states will be occupied with certain proba-

bilities at later times if light of sufficient energy is permitted to 

fall on the sample. Correspondingly the probability that the system 

will be found in the initial state at time t > o, will be less than one. 

If, on the other hand, the system is initially in an excited state it 

will spontaneously radiate photons and decay to a lower energy level. 

The probability that after time t, the initial state is still occupied 

is 

P(t) = -t/T 
e • 

The time constant, T, describing the transition depends on the states 

involved and measures the transition rate from one state to another in 

l 
that-----

'iv-+i'v' 
is the probability per unit time that a transition from 

the state iv to the state i'v' will take place. The change in the prob-

ability that the state is occupied with time is given by 

dP (t) 
dt 

i.e., the transition rate times the probability that the system is still 

in the initial state at time t. 

According to quantum theory, the probability per unit time, 

l/T. . , , is proportional to the absolute square of the matrix element 
J_ \)-+J_ v 

between the states $iv= ~i Xiv and ~i'v' = ~i' Xi'v' of the operator 

which· describes the coupling of the photons (electromagnetic field) with 

the crystal. Many approximations are necessary to evaluate these matrix 
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elements. The fact that we are interested in light with wavelength be-

0 
tween 6000-3000 A permits the use of the so-called electric dipole 

approximation for the transition operator (61). Based on the assumption 

that the wavefunctions for each state can be written as a product of an 

electronic wavefunction times a vibrational wavefunction it turns out 

that the matrix element itself can be approximated by (62,4) 

* * f dQ f dr X . ( Q) </> • ( r , Q) M </> . , ( r , Q ) X . , , ( Q) iv i e i i v 

* * J dQ Xiv(Q) f dr ~i (r,Q) Me <f>i' (r,Q) Xi'v' (Q) 

* J dQ x;"(Q) R (Q) x., , (Q) 
..LV e i V 

(8) 

where M is the electric dipole operator and the electronic transition 
e 

moment 

* R (Q) 
e 

J dr ~. (r,Q) M <f>., (r,Q) 
i e i 

(9) 

is in principle a function of the configuration coordinate Q. 

The Franck-Condon Principle states that during an electronic tran-

sition the electronic state changes so fast that (1) the nuclei do not 

move and (2) the nuclei do not change their momenta (63). The transi-

tion is therefore shown as a vertical line (see Figures 10 and 11) 

indicating that the positions of the neighboring nuclei in the lattice 

do not have time to change appreciably during the nearly instantaneous 

electronic transition. The quantum mechanical formulation of the 

Franck-Condon Principle (62) rests on the assumption that the variation 

of the electronic transition moment with Q is slow, thereby allowing 

it to be replaced by an average value determined for Q = Q 
e 
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R 
e 

f dr ¢~(r,Q ) M ¢! (r,Q) 
(10) 

l e e l e 

Using this result, Equation 8 becomes 

* R. . I I 
l\i,l \) 

R f x. (Q) x. I I (Q) dQ 
e iv i v (11) 

the product of an integral involving only the electronic coordinates 

and wavefunctions and an integral involving the vibrational wavefunc-

tions and coordinates. The latter integral is just an overlap integral 

between two vibrational wave functions. Consequently the most likely 

transitions will be those between vibrational levels for which the over-

lap integral is relatively large, thus giving essentially the same re-

sults as those from the classical Franck-Condon Principle given above. 

The fact that the electronic wave functions can be classified 

according to the irreducible representations of the spatial symmetry 

group gives rise to certain selection rules, i.e., the integrals of the 

transition operator sandwiched between initial and final wave functions 

will be zero except for selected cases. For Oh symmetry, the symmetry 

of the F-type centers in the alkaline earth oxides, the electric dipole 

Since the transition takes place between the ground state Alg and T1u. 

electric dipole transition operator does not contain spin operators, 

there is the additional restriction that the spin quantum number does 

not change, i.e., ~S = 0. Thus for the two electron center only 

singlet + singlet or triplet + triplet transitions are allowed in the 

electric dipole approximation. If for a given transition the matrix 

elements of the electric dipole moment are zero, the matrix elements 

formed with higher order terms in the transition operator (magnetic di-

pole and electric quadrapole moments) may be nonzero. Thus transitions 
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which are disallowed because of the electric dipole transition selection 

rules may take place by these higher order processes but the transition 

rates are generally much smaller than for electric dipole transitions. 

-5 
Magnetic dipole transition probabilities are only 10 and quadrapole 

transition probabilities only 10-S of dipole transition probabilities 

(62). Transitions that cannot occur in the electric dipole approxima-

tion are considered forbidden transitions. 

One particular transition between a given initial and a given final 

state occurs at a very particular wavelength. However, the absorption 

or emission spectrum of a defect center is spread out into a broad band 

due to the proximity of the vibrational levels associated with the 

various electronic states. To illustrate this consider Figure 10. The 

dotted curve represents the probability density for the n=O vibrational 

level, that is the probability of the neighboring nuclei appearing at 

various distances from the center of the defect--the total energy of the 

system remaining the same for these different values of Q. For centers, 

with the neighboring nuclei displaced from the equilibrium position, the 

transition will be to points displaced from B on the excited electronic 

curve. Therefore the lattice vibrations at A lead to a spread in ener-

gies due to the steepness of the curve at B, thereby giving rise to a 

broad absorption band. Immediately after the transition to the excited 

h 1 . 1 (1 -12 -13 ) . . h state t e attice re axes 0 - 10 sec , emitting p onons, as a 

new equilibrium position of the nearest neighbor ions is reached. 

Since one phase of the experimental work included in this disser-

tation is optical absorption measurements, theirelation between absorp-

tion bands, oscillator strengths and the number of centers involved 

should be reviewed briefly. These concepts will be useful later in the 
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interpretation of the experimental results obtained in this disserta-

tion. 

Assuming that the centers giving rise to the absorption band do 

not interact with each other, the area under the absorption curve is 

directly proportional to the concentration of absorbing centers. For 

Lorentzian bands, Smakula's equation (3) is 

Nf 
9mc 

2 
2e 

n 
2 2 amax W 

(n +2) 
1.29 x 1017 ~~n~~ a W 

2 2 max 
(n +2) 

(12) 

where 

N 

f 

n 

a 
max 

w 

m 

e 

c 

3 
the number of F-centers/cm ; 

the oscillator strength for a particular electronic transi
tion; 

the refractive index of the crystal for the wavelength at 
the peak of the absorption; 

the absorption coefficient in cm-l at the peak of the ab
sorption band; 

the half-width of the absorption band in electron volts; 

mass of the electron; 

charge of the electron; 

velocity of light. 

The oscillator strength, f, is a dimensionless quantity which is 

related to the probability per unit time of the optical transition pro-

ducing absorption (3). The oscillator strength can be written (4) as 

fiv,i'v' l'R. • 1 1 1
2 • lV,l V 

(13) 

However, for imperfections in crystals transitions between such discrete 

states are not often observed. Rather a broad band is observed repre-
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senting the sum of many such transitions. The electronic oscillator 

strength of the transition i 7 i', sununed over the final vibrational 

states and averaged over the initial vibrational states is given by (4) 

f' •I 
J., l 

(14) 

The total oscillator strength for a transition from a given state is the 

sum of the oscillator strengths for all possible transitions from that 

state and this sum is the number of electrons associated with the center. 

(For an F center in the alkaline earth oxides, f 1 = 2). The larger 
to ta 

one particular "f .. ,"is the more likely will be that particular transi
J. I J. 

tion relative to the other transitions. So if one measures the optical 

density as a function of wavelength on a crystal containing a given type 

of defect, the optical density will be largest for that electronic tran-

sition having the greatest oscillator strength. Similarly, if the opti-

cal absorption measured on a crystal shows two bands corresponding to 

+ 
two different types of centers (e.g., F and F), one cannot by compari-

son of the bands conclude anything about the relative number of each 

type of defect unless the oscillator strengths are known. 

IV. Absorption Band Shapes and 

Vibronic Properties 

In the configuration coordinate diagram in Figure 10, the defect 

was imagined coupled to a single vibrational mode Q--usually assumed to 

be the "breathing mode" of the defect nearest neighbors, although, in 

+ 
principle, it could be more complex, as indeed is the case for the F -

center in CaO and SrO. At T = O K the probability of a transition from 
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the n = 0 vibrational level of the ground state to the n = m vibrational 

level of the excited state can be given as (7) 

(15) 

where S, the Huang-Rhys factor, is a dimensionless measure of the linear 

coupling. The most probable transition at a temperature of 0 K is from 

the n=O vibrational level of the ground state to the m=S level in the 

excited state. For large values of S, P approximates a Gaussian shape 
Om 

which is consistent with absorption spectra obtained for F-centers in 

alkali halides. 

For Gaussian curves (or P for large S) the half-width W is re
Om 

lated to its second moment M2 by 

where 

Consequently, 

and it follows that 

2 
w (8 ln 2)M2 

2 2 
Sn w coth (nw/2kT), 

(8 ln 2) S coth ('f1w/2kT) 

2 
W (T) 

2 w (0) 
coth (11w/2kT), 

(16) 

(17) 

(18) 

(19) 

W(O) is relatively simple to measure since in practice it is constant up 
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to 30 - 40 K when temperature broadening usually begins (64). By meas-

uring W as a function of T, one can derive the effective frequency w and 

the Huang-Rhys factor s. w tends to lie in the acoustic branches of the 

phonon spectrum. Since the excited electronic state of the F+-center 

interacts with a whole spectrum of normal modes of the defect lattice, w 

is in practice only an effective mean frequency. 

The Stokes shift (the shift between the energy of the absorption 

and emission bands), see Figure 10, can be predicted from values of S 

and the effective frequency w, where the Stoke's shift Eab 

2 s ~w (7). 

+ 

E 
em 

Reference to the F band in SrO (Chapter IV, Figure 23) and Cao 

(Chapter V, Figures 41 and 42) immediately draws attention to the asym-

metric shape of the bands which is in direct contrast to the symmetric 

Gaussian shape bands which have been assumed up to this point. A clearly 

+ resolved zero-phonon line at 355.7 nm is also noted on the Cao F absorp-

tion band indicating that the coupling of the p state to the phonons is 

not very strong. From Equation 15, it is seen that at a temperature of 

0 K the intensity of the zero-phonon transition (P ) is only a fraction 
00 

-s e of the whole band, and is usually undetectable unless S ~ 6. The 

Huang-Rhys factor, S, is crucial in determining the appearance of the 

zero-phonon line. In a~dition to determining S from the temperature de-

pendence of the band half-width, W, one should also, according to the 

ideas presented above, be able to determine S from the separation of the 

band centroid and the zero-phonon line according to o = Snw. However, 

+ 
the value of S for the Cao F -center determined from o = Sfiw (S-4) (46) 

is much smaller than that determined from the half-width (S-13-16) (7). 
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The asymmetric absorption band for the p-1:. center in cao and SrO, as 

well as the discrepancy in values of S determined by the two methods 

+ 
above for the F - center in Cao, are both explained as consequences of 

the dynamic Jahn-Teller effect in these defects. The Jahn-Teller effect 

is the intrinsic instability of an orbitally degenerate state of a crys-

talline defect with respect to asymmetric distortions of its surroundings 

which lowers the energy and removes some of the degeneracy (53,65). The 

Jahn-Teller effect for a Tlu orbital state comes about because of cou-

pling to noncubic vibrational modes of Eg and T2g symmetry. 
+ For the F -

center in Cao, it has been shown (67,68,69) that the Jahn-Teller cou-

2 
plings of the Tlu electronic state to the noncubic Eg and T2g vibration-

al modes are approximately equal in strength, and dominate the coupling 

to the symmetrical Alg (breathing) mode. Similar calculations are cur-

rently being performed by Wood and Wilson (60) for the F+-center in SrO. 

This situation is in contrast to that for F-centers in alkali halides, 

where coupling to Alg modes usually dominates (70). 

The Jahn-Teller effect is a manifestation of the break down of the 

approximation inherent in the Born-Oppenheimer picture. The "vibronic" 

(i.e., combined electronic-vibrational) wavefunction in the Born-Oppen-

heimer approximation is written as a single product 

</>.(r,R)X. (R) 
]_ ]_ \) 

and the electronic and nuclear hamiltonians were considered as if sepa-

rate entities. In considering the Jahn~Teller effect it is seen that 

they are in fact inseparable. Though the conditions for validity for the 

Born-Oppenheimer approximation begin to break down, the vibronic wave-

function can still be written as a linear combination of usually a small 



number of Born-Oppenheimer products, i.e., (53) 

L:L:C. <j>,X, 
j V JV J JV 

With the occurrence of a complicated Jahn-Teller effect, one de-

fines a Huang-Rhys factor and an effective frequency for each type of 

mode, i.e., s , 
Alg 

For the equal coupling case, s 
EG 

S' and the separation of the band centroid and the zero-phonon line is 
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now given by o = S'nw (7). Since a zero-phonon transition by definition 

takes the system to one of the energy minima, it "feels" the Jahn-Teller 

effect. The "effective" Huang-Rhys factor, S, determined from the tern-

perature dependence of the absorption band half-width, W, is now given 

by 

s 3 + - s 
2 T2g 

for the equal coupling case (68) if the assumption is made that the vi-

brational frequencies for the various modes are equal. Thus the Jahn-

Teller effect can be used to explain the discrepancy in the experimental 

determination of S as pointed out above. The discussion which follows 

is concerned with photoconductivity and luminescence--the two phenomena 

of primary interest in this dissertation. 

V. Photoconductivity and Luminescence 

All the considerations above must be brought to bear on our under-

standing of how the crystal, and in particular the defect electron, is 

excited by the absorption of light and also on the various modes of es-

cape open to the defect electron once it is in an excited state. 
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The system, in absorbing light, has undergone an electronic tran-

sition to an optically accessible excited state (A ~ B in Figure 10). 

Since in the excited electronic state the wavefunction (and the charge 

density) are more diffuse (less confined to the vacancy and spread out 

over more surrounding ions) a polarization effect occurs which gives 

rise to lattice relaxation. This is indicated by B ~ C in Figure 10, 

corresponding to a different equilibrium separation of the neighboring 

ions from the center of the defect. Since the lattice relaxes the crys-

tal potential, used to calculate the electronic states before absorption, 

changes. Consequently the electronic wave function for the excited 

state, following lattice relaxation, at c, may be quite different from 

that involved in absorption at B (although they may be labeled by the 

same quantum numbers). In addition, the ordering of the excited elec-

tronic states may have changed. Thus one speaks of two sets of electronic 

wave functions, one set for absorption and one for emission (57,71). The 

excited state after lattice relaxation in this "emission picture" shall 

be referred to as the relaxed excited state of the center. 

The electron, now in the relaxed excited state of the center,, is 

considered to have two possible, competing modes of escape: 

1) radiative decay to the ground state--luminescence--with the 
emission occurring at a lower energy, higher wavelength, than 
that of the absorption, or 

2) thermal release into the conduction band across a small energy 
gap E --photoconductivity. 

a 

It is with the study of these two processes, as they relate to F-type 

centers in CaO and SrO that this dissertation.is concerned. Measurements 

of these processes, together with associated optical measurements, pro-

vide a sensitive tool for investigating the electronic structure of these 

defects. 
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The probability per unit time for spontaneous radiative decay to 

l 
the ground state, with the emission of photons, is given by ~ (the 

TR 

Einstein A coefficient) where TR is the radiative lifetime. The transi-

tion takes place from an excited electronic state, i', to a lower elec-

-1 
tronic state, i, and T is the weighted average of all 

R.' . 
1. +i 

initial states v', summed over all final states v 

T 

l 

R. I • 
1. +1. 

= -1 
<T > = 

Ri'v'+iv 
I: 
v 

-1 -E. I ,/kT 
ET e iv 

V' R. I I • 
i v +iv 

L:, e 
v 

-E. I ,/kT 
1. v 

-1 
T., , . over 

1. v +iv 

( 20) 

Previous experimental investigations (72,73) indicate that TR is, to a 

good approximation, independent of temperature. This can also be shown 

to follow from the Born-Oppenheimer approximation and the slow variation 

of the electronic transition moment R (Equation 9,10) with the configu
e 

ration coordinate. (See DiBartolo and Powell (63), Section 10.10.) For 

our purposes here 
l 

will be assumed to be temperature independent. 
T 
R., . 

1. +]. 

The second mode of escape for the electron in the relaxed excited 

state of the center is governed by a temperature dependent probability 

per unit time for therrnal ionization of the electron across an energy 

gap E into the conduction band 
a 

= l 
T 

0 

e 
-E /kT 

a ( 21) 

The probability per unit time for thermal ionization is given by a fre-

l 
quency factor, ~, times the Boltzmann statistics factor, e 

T 
0 

'·~. '" 

-E /kT 
a which 
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gives the probability that sufficiently energetic phonons are available. 

The frequency factor l/T consists of the probability per unit time that, 
0 

given sufficiently energetic phonons, the electron in the excited state 

will absorb the phonons undergoing a transition to higher vibrational 

levels (1013/sec) times the probability that it will undergo a further 

transition to a state in the conduction band degenerate with the excited 

state vibrational level. The latter may be quite a small quantity and 

consequently 1:_ is considerably less than the frequency of the lattice 
T 

0 

13 
vibrations (10 /sec) (55). 

In terms of a simple model, the lifetime of the excited state may 

be written as 

1 
T 

- E /kT 
1:_+ 1 e a ( 22) 
TR TO 

the sum of the probabilities per unit time for radiative decay, thermal 

ionization and l/TQ the probability per unit time of any other process 

occurring (4). Assuming a simple two level model and neglecting other 

processes such as nonradiative recombination with the ground state (50, 

72,73), the lifetime of the excited state is then given by: 

T 
T - E /kT . 

1 + (_B_) e a 
T 

( 23) 

0 

The fraction of optically excited electrons which are thermally assisted 

into the conduction band is given by 
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1 
T 

1 T ( 24) llT 1 T + E /kT 
1 + (_2..) a 

T e 
T 

R 

where n,r is the quantum efficiency for thermal ionization or the yield 

of free electrons. Similarly the quantum efficiency for radiative decay, 

n I the fluorescence yield, iS given by: 
R 

In this model 

1 
T 

R 

l 
T 

l 
T 

l + (~) e 
T 

0 

l . 

- E /kT 
a 

( 25) 

(26) 

Equations (23) and (25) predict identical temperature dependence for the 

fluorescence yield and the lifetime of the excited state and such results 

were obtained by Swank and Brown (72,73) for the F-center in KCl. (See 

Figure 12a and 12b) . 

Swank and Brown (72,73) likewise found that the excited state life-

times, whether determined from the decay of photoconductivity or the 

decay of luminescence, were identical. This is to be expected since the 

lifetime measured in either case is the effective lifetime of the excited 

state as given in Equation (23). l/T gives the probability per unit 

time~hat the electron will leave the excited state, but gives no indi

cation as. to which process--radiative decay or thermal ionization--will 

occur with the greatest probability. Since the two processes are com-

peting modes of escape for the electron in the relaxed excited state of 



-" G) 
Cl) -

.w 
:E 
I- 107 
w 
u.. -~ 

0 

D a 

° FLUOR. 
• PHOTOCON. 

50 100 150 

TEMPERATURE (K} 
(a) 

Source: R. F. Swank and F. C. Brown (72,73) 

104 

> 
I-

> 
I-

103 0 
::> 
c 
z 
0 
0 
0 
0 102 
J: 
Q. 

w 
> 
I-
ct 

101 ~ 
w 
rx 

I ro-°'o '-o-....._ ·-- _), 
/\ 

D • 

- j \ ---+ 

r-), \ 'CJ 
0 .100 200 

TEMPERATURE (K) 
(b) 

102 

10 

1 

300 

l:J 
m 
r-
> 
~ -< 
m 

.,, 
r 
c 
0 
l:J 
m 

"' 0 
m 
z 
0 
m 

Figure 12. Lifetime of the Excited State From Fluorescence and Photoconductivity Measurements 
(a); the Relative Fluorescence Yield and Photoconductivity Yield for Illumina
tion in the F Band of KCl (b) 



55 

the center, the quantum efficiency for fluorescence should decrease as 

that for photoconductivity increases with changing temperature. Such 

results were likewise obtained by Swank and Brown for F-centers in KCl 

(72,73). (See Figure 12b.) At low temperatures, near OK, T - TR. For 

-8 
allowed (electric dipole) transitions in atoms T is of the order 10 

sec. If no allowed transitions can occur the mean lifetime is much 

-3 
larger; of the order 10 sec if magnetic dipole transitions are possi-

ble and of the order of l sec if only electric quadrapole transitions 

are possible (62) . If the probability for thermal ionization is small 

but the lifetime of the excited state is reasonably long, then the elec-

tron has a better chance of getting to the conduction band. 

Before beginning the discussion of transient dc-photocurrents, such 

as that originating from F-centers in alkali halides, a distinction is 

to be made between primary and secondary photocurrents. An insulator 

placed between metal electrodes has no current flowing in the dark be-

cause the electrons do not have sufficient energy to pass into the con-

duction levels. If such a crystal is illuminated with light of suitable 

wavelength, electrons in the crystal are raised to the conduction level, 

and drawn toward the anode giving rise to a primary photocurrent. In 

some crystals, the continued passage of the primary photocurrent appears 

to break down the resistance of the crystal so that electrons can enter 

the crystal from the cathode and pass through it. The resulting current 

is known as a secondary photocurrent (55). The photocurrents measured 

in this work are of the former type. 

The crystal is mounted between plane parallel electrodes and illu-

minated with i~ght in the F-type band. The current is measured with an 

electrometer. When a "slice" of the crystal is illuminated, the elec-
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trons released into the conduction band are drawn by the field into the 

unilluminated portion where they are trapped after drifting a certain 

distance. In the absence of an electric field the electron will execute 

a kind of Brownian motion before getting trapped. Though the point 

where the electron is trapped may lie, for example, about 10-3 cm from 

the point where it was released, the total length of the Brownian path 

covered by the electron may be more than a centimeter (55). In the 

absence of an electric field, summing over all the random displacements 

would produce no net displacement of charge in any one direction. With 

an applied electric field the number of electrons which are trapped at 

points lying towards the anode from the point where they were released 

is greater than the number of electrons which are trapped at points 

lying toward the cathode from where they were released. Consequently 

an effect is observed on the electrometer. The current detected by the 

electrometer is the same as it would be if all the photoelectrons had 

drifted down the field a certain small distance w, the same for all. 

The distance w is known as the mean range of the photoelectrons in that 

field (55) • 

For the released electron which travels across the crystal, the 

charge measured by the electrometer would be the electronic charge, e. 

If the electron travels only a distance x, the charge measured will be 

q 
x 

e d (27) 

where d is the distance between the electrodes. The electrometer de-

tects a current, even if no charge flows from the crystal to the elec-

trode, i.e., if all the electrons are trapped in the crystal. It is 

not necessary that the electrodes be in contact with the crystal (55). 
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(It shall be seen in the following chapter that, for the experimental 

results reported in this dissertation, sapphire plates were placed be-

tween the crystal and the electrodes to prevent charge from entering or 

leaving the crystal.) 

The mean range w is proportional to the electric field. For weak 

fields the mean distance x traveled by the electron is equal to w and 

the current is proportional to the field. For strong fields, w increases 

and the photocurrent saturates as shown in Figure 13. In strong fields, 

the actual track traveled by an electron is no longer than usual; it is 

just less coiled back on itself. 15 
In a crystal containing 10 F-cen-

3 
ters/cm the length of the actual track before capture is of the order 

of a centimeter, regardless of the field (55). Wild and Brown (74) found 

saturation effects for the photocurrent from F-centers in KCl at a tern-

perature of 10 K when an electric field of about 180 kV/cm was applied 

across a thin crystal (d - 0.06 cm) and determined that w 
0 

cm2;v or w - 0.1 cm for these conditions. 

-7 
= w/E - 6 x 10 

Assuming that the electron remains in the free state for a time T 

before it is captured, and that T is independent of the field E, the 

range w is then given by 

w = µ E T (28) 

whereµ is the mobility (velocity of drift/unit field). If an electron 

is in the free state, the probability that it is captured in time dt is 

dt 
T 

If at a given instant of time, n electrons are freed, the number 
0 

remaining free at time tis given by 

n = n 
0 

-t/T 
e 
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Following an analysis given in Mott and Gurney, (55) consider first 

the situation in which the n electrons are released at a distance x 
0 0 

from the anode (Figure 14) . After traveling a distance x in the direc-

tion of the field there will be n left, where 

n n 
0 

-x/µET 
e 

or, by (28) where w is the mean range 

n 
-x/w 

n e 
0 

The number which end their path in the range dx is 

dn d - x 
dx 

n 
o -x/w 

- e dx . 
w 

(29) 

(30) 

The total distance traveled by the n particles is the sum of two 
0 

terms; the first term giving the distance drifted by the particles which 

do not reach the anode and the second giving the distance drifted by the 

particles which do reach the anode. The total distance drifted by the 

particles which are trapped before reaching the anode is given by 

which reduces to 

x x n 
dn -x/w - f 0 dx J 0 0 

x - x e dx 
0 dx 0 

n 
0 

w 

-x /w 
n {w(l - e 0 ) 

0 

w 

-x/w 
re 

(- l) 2 
(-

- x 
0 

w 

-x /w 
e o } 

x 
w 

x 
0 

1) 

0 

(31) 
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The total distance drifted by the n 
0 

e 
-x /w 

0 (from Equation (29)) parti-

cles which do reach the anode is given by 

x n e 
0 0 

-x /w 
0 (32) 

Taking the sum of (31) and (32) and dividing by n particles, the mean 
0 

distance drifted by an electron is given by 

x = 
-x /w 

w(l - e 0 ) (33) 

If d is the length of the crystal, the ratio ~ of the charge passing 

x 
through the electrometer, n0 e d,to the charge released, 

by 

a formula due to Hecht (75). 

-x /w 
~ (1 - e 0 ) 

n e, 
0 

is given 

(34) 

The above considerations can be used to derive the net charge flow 

in the external circuit for the simple case described above. However, 

in reality the relation between measured charge and the charge released 

is complicated by the penetration of light into the crystal. The dis-

cussion which follows is based on one given by Van Heynington and Brown 

(76). For light pulses of N total photons incident upon the crystal, 
0 

the number actually entering the crystal is N (1-R) where R is the re
o 

flection coefficient. The light intensity at a depth x in terms of the 

incident intensity is given by 

I = I 
0 

-ax 
e 

-ax 
N (1-R)e 

0 



61 

where a is the absorption coefficient for a given wavelength. Using 

this relationship, the number of photons actually absorbed within the 

crystal in the interval x to x + dx is 

dN = -ax 
aN (1-R)e dx. 

0 

We, however, are interested only in those absorptions which produce free 

electrons. The quantum efficiency, n , or the number of free electrons, 
T 

dn, produced per absorbed photon for the interval dx can therefore be 

written as the ratio 

and 

dn = 

dn 
= 

dN 

N (1-R)e-ax dx. nT a o (35) 

Using the result above and integrating from 0 to d over the thickness of 

the crystal, gives 

n (36) 

where n is now the total number of electrons released within the crys-

tal. Since the electrometer records a charge q = ex/d (Equation 27) for 

each electron which drifts a distance x in the crystal, the charge which 

flows in the external circuit is analogously given by 

Q nq (37) 

where ~ is a saturation factor defined as x/d such that x is the average 
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electron displacement, equal to the total displacement X of all the elec-

trons divided by n electrons. The factor ijJ takes into account the mean 

range of the electron and the finite depth of optical absorption. 

To derive ijJ, one proceeds in a manner similar to that used above 

(Equation 29-34) for the simpler case in which n electrons were re
o 

leased a distance x from the anode. The problem encountered here is 
0 

somewhat more complicated since the electrons are, in reality, released 

at all depths throughout the crystal. The total displacement X consists 

of two parts: x1 due to electrons trapped in the crystal volume and x2 

due to electrons collected at the anode. Of the 6n electrons released 

within the interval x to x+dx a number d(6n') will be trapped in the in-

terval x' to x'+dx'. (Figure 15). Following from Equation (30), 

d (6n I) 
6n 
w 

e 

x'-x -(--) 
w dx'; x' >x, 

Integrating the following expression over all values of x' gives 

== 
d f (x' -x) d (6n') 
x 

d 6n f (x'-x) e 
x w 

dx'; x'>x 

w 6n[l _ d-x+w [ (d-x)JJ w exp - w , (38) 

the contribution to x1 coming from electrons released in the interval x 

to x+dx which are subsequently trapped in the' crystal volume. Analogous 

to Equation (32), for the simple case above, the contribution 6x2 to x 2 

which comes from the electrons released between x and xtdx which are 

collected at the anode is 
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Figure 15. A Crystal Exposed to Light. Electrons released 
in the interval from x to x+dx are trapped 
between x' and x'+dx'. Electrons are released 
and trapped throughout the crystal 
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(39) 

Equations 38 and 39 were obtained assuming all the electrons (~n) were 

released in the interval x to x+dx. However, x can take on all values 

between O and d. Replacing the ~·s by differentials, using Equation 

(35) for dn and integrating over O ~ x ~ d gives 

f w[l - d-x+w exp[- (d-x)]]dn 
w w 

N (1-R) fd (e-ax)[l - d-x+w exp[- (d-x)]]dx (40) wnT a o o w w 

Similarly 

d -ax [ (d-x)J n a N (1-R) f e (d-x) exp - dx • 
T o 0 w 

(41) 

Obtaining the total displacement X = x1 + x2 is simplified by taking the 

sum of Equation (40) and (41) before the integration is carried out, 

thereby giving 

-[-(d-x>] 

x N (1-R) fd e-ax d N fd e-ax w dx wnT a 0 0 x - wnT a 0 0 e 

and 

x 
2 -ad 

w ae 
1-aw 

2 -d/w 
+ w ae J 

1-aw 

which upon division by n, the total number of electrons released (Equa-

tion 36) gives 



- x 
x n 

and consequently, 

d = 

-ad 
wae 

1-aw 

-d/w 
+ wae ] 

1-a.w 

-a.a -d/w 
w [l __ e __ + a.we J 
-ad 1-aw 1-aw 

1-e 

-ad -d/w 
1 (~) [l __ e _ + a.we J 
· -ad d 1-aw 1-aw 

1-e 
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(42) 

Taking the limit of ~ as a. + 00 which corresponds to all the light 

being absorbed at x = 0 gives 

w (l-e -d/w) 
d 

(43) 

which is in agreement with Equation (34) obtained for the simpler case 

above. 

Taking the limit as a + 0 corresponds to uniform absorption. Find-

ing a corrunon denominator and factoring the last factor of Equation (42) 

gives 

-ad -d/w) 
1 w [ (1-e ) - aw (1-e J 
-ad d 1-aw 

1-e 

(l-e-d/w) 
1 - a.w -'-~~~-

w [ (1-e-ad) J 
d ~~-1~-~a.-w~~~-

-ad 
which upon expansion of e for small a gives 
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1 - ~ (1 - e-d/w) 
w [ d J 
d 1 - aw 

which in the limit as a + 0 yields 

w [l _ w (l _ e-d/w)] • 
d d 

(44) 

This case is of particular interest in this study since the experimental 

measurements were made on samples having small optical densities andthus 

correspondingly small optical absorption coefficients. In addition, for 

small electric fields, since w << d, the saturation factor * (Equation 

(44)) is further approximated by 

x w = d d 
(45) 

The photocurrent is therefore given by the following expression: 

I (46) 

where N is now the number of photons incident upon the crystal per unit 
0 

time. This can be rearranged to give 

where 

T]W 
0 

I d 2 

N ev 
0 

-ad 
Tl nT(l-R) (1-e ) 

d w w 
0 v 

(47) 
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In this form all of the measurable quantities are on one side of the 

equation and nw , the photoresponse of the crystal for a given wave
o 

length is on the other. It should be noted that the magnitude of the 

photoresponse from a center is expressed as the product nw where n is 
0 

the quantum efficiency per incident photon and w is the mean range of 
0 

the free electron per unit applied electric field. 

It should be emphasized that the above analysis was based on 

several assumptions. It was assumed that only electrons contribute to 

the photocurrent (76) and that these electrons originated from one type 

of defect and that a single trapping mechanism was involved. In addi-

tion all the photoelectrons were considered to have drifted down the 

field a certain small distance, w, the same for all (SS). This picture, 

though an over-simplication, nonetheless does the job of providing a 

picture in terms of which the photoconductivity observed from F-centers 

in alkali halides (SS,73) and related materials (76) can be understood. 

Rather than being concerned with an in-depth study of photoconductivity 

for its own sake, this study is interested principally in the study of 

the photoconductivity originating from F-type centers as a meaningful 

way to investigate the electronic structure of such defects. For these 

purposes the above development (Equation 28-47) proves quite satisfac-

tory, especially for low concentrations of defects and low light inten-

sities. However, for high concentrations of centers, more complex 

trapping mechanisms are involved as evidenced in Appendixes A and B of 

this work, and some modifications may be required in our simple develop-

ment. 

One would like to measure w separately but the Hall effect is diffi-

cult because of low mobilities and the small number of charge carriers. 
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From Equation (28), w is inversely proportional to the concentration of 

trapping centers since as the density of traps increases, the time T be-

fore the free electron is captured decreases. The range depends on the 

temperature through the mobility and the density of deep traps (76). In 

general, the mobility is low in the vicinity of room temperature. Brown 

and Inchauspe (77), working with additively colored KCl, found the mobil-

2 
ity at room temperature to be in the vicinity of 5-10 cm /volt-sec. They 

also found that the mobility increased steeply by about three orders of 

magnitude as the temperature was lowered below 80 K due to freezing out 

of the optical modes of lattice vibrations (77). A residual mobility 

2 
near 4000 cm /volt-sec was found below 30 K. The photoconductivity 

measurements in this same temperature range (74) did not reflect the 

rise in mobility apparently because of the existence of shallow traps in 

the crystals. Swank and Brown (73) have shown that for additively 

colored KCl the mobility, and hence w , may decrease slightly but does 
0 

not vary much or rapidly with temperature increases in the region be-

tween 80 K and 300 K. Noticeable increases in the photoresponse with 

changing temperature are usually attributed to a change in the quantum 

efficiency, n. 

If an alkali halide crystal is illuminated in its F-band, every 

wavelength in this band shows equal quantum efficiency for providing 

photoconductivity (55) . The spectral dependence of the photocurrent, 

and hence nw , should follow the optical absorption for the same center, 
0 

measured on the same crystal, since both then are proportional to 

(1-e-ad) (see Equations (46-47) .) For small absorption coefficients the 

spectral dependence o~ the photoresponse has the same shape as that of 

the optical density since for small a, 
-ad 

(1-e ) ~ ad and 0.D. = log10 
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Measuring the temperature dependence of the photoresponse can yield 

+ information about the electronic structure of the relaxed F- and F -

center and the proximity of the relaxed excited state to the bottom of 

the conduction band. A sharp increase in the photoresponse for a given 

center (see Figure 12b) as the temperature is varied, is characteristic 

of a thermally assisted ionization. Using this temperature dependent 

data and by rearranging Equation (24) to give 

1 
(- - 1) 
llT 

T 
0 - exp (E /kT) 

TR a 
( 48) 

the thermal activation energy, E , can be determined. In the approxima
a 

tion that w and the oscillator strength, f, of the particular F-type 
0 

band under study remains independent of temperature over the interval 

corresponding to the sharp increase in the photoresponse, it is thus 

assumed that the temperature dependence of nw is due to the change in 
0 

11. Assuming that the centers are fully ionized at the temperature 

corresponding to 

temperature. By 

the maximum photoresponse, llT is 

plotting ln(_!_ - 1) vs. l/T over 
llT 

taken as unity at that 

the temperature inter-

val corresponding to the sharp increase in photoresponse, one can deter-

mine the activation energy E and the ratio T /T • For further details 
a o R 

and applications to our study, see Chapters IV and v. 

Keeping the theoretical background provided above in mind, a 

description of the experimental techniques and apparatus used in this 
\, 

study to investigate the electronic structure of the F-type defects in 

SrO and CaO will be given in the following chapter before moving into 

a discussion of the actual experimental results. 



CHAPTER III 

EXPERIMENTAL APPARATUS AND PROCEDURE 

I. Introduction 

In this study we are concerned primarily with CaO and SrO and, 

+ . 
more specifically, with the study of F-and F -centers in these materials. 

The techniques used in this study, namely photoconductivity, luminescence 

and fluorescence lifetime measurements used in conjunction with optical 

absorption measurements, provide a sensitive method of investigating the 

electronic structure of defects in solids. 

Most of the experiments performed in this study involved electron 

or proton irradiated samples. Electron irradiated samples, having a 

small density of single defects distributed throughout the bulk of the 

crystal were the most satisfactory for photoconductivity measurements. 

Proton and neutron irradiated samples, containing a large concentration 

of centers near the surface or throughout the sample, respectively, 

were more effective for the luminescence and fluorescence lifetime 

measurements. 

In this chapter, the preparation of samples will be treated first. 

The various experimental techniques used in this study will then be 

described ~horoughly. 
··. 

II. Sample Preparation 

Crystals of nominally 99.5% pure SrO and CaO were obtained from W. 

70 
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and c. Spicer, Ltd., and were approximately 10 x 5 x 2 mm in dimensions. 

CaO crystals, which had been grown in a reducing atmosphere, containing 

a high concentration of F-centers were also obtained from W. and c. 

Spicer, Ltd. Dr. Y. Chen of Oak Ridge National Laboratory provided a 

boule (S/N 120-021172) of CaO from which samples about 10 x 5 x 2 mm in 

dimensions were cleaved. Samples of Cao grown with color centers were 

also provided by Dr. Chen. CaO samples, doped with Mg to 1% concentra-

tion, were obtained from A. E. Hughes of the Atomic Energy Research 

Establishment at Harwell (78). 

Since CaO and SrO are hygroscopic, the samples were usually stored 

in paraffin oil at room temperature. Just prior to irradiation or 

making optical, photoconductivity, or fluorescence measurements the 

crystals were polished on alumina impregnated lapping discs, which re-

moved surface contamination and gave the surfaces a good optical polish. 

In some cases the crystals were cleaved, but our measurements were not 

noticeably changed by cleaving. 

60 
The samples could be irradiated with gamma rays from a Co gamma 

source, 1.5 MeV electrons or 1.5 MeV protons using a Van de Graaff 

accelerator. The electron and proton irradiations were performed at 

77, 195 or 300 K. 

Electron and proton irradiations (79) were performed with the 

sample attached to the copper cold finger of a small cryostat located 

in the Van de Graaff extension tube. Irradiations were carried out at 

+ 77 K m::...195 K. Irradiations at 77 K seemed to introduce the F band at 

about twice the rate of irradiations at 195 K. The sample was secured 

to the copper tail with silicon high vacuum grease and then covered with 

aluminum foil to prevent bombardment by heavier particles. The align-
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ment of the beam was checked at this position in a separate experiment 

prior to irradiation of the samples and was necessary to insure that the 

electrons or protons were hitting the sample. Blue print paper, placed 

at the sample position, was developed in ammonia fumes following a very 

short irradiation at low beam current to determine the position and size 

of the beam at this position. 

The current striking the crystal was monitored during irradiation. 

Low incident current densities were always used to prevent the samples 

being overheated during irradiation. The samples were irradiated for 

several hours, with currents of 2-3 µamp being used for SrO and average 

currents of about 5 µamp being used for Cao. Irradiations of several 

hours were performed in 3-4 minute intervals to further prevent over-

heating of the samples and to permit refilling of the small cryostat 

cold reservoir. Because of the hygroscopic nature of the samples, it 

was necessary to warm them to room temperatures before removing them 

from the Van de Graaff extension tube and transferring them to the opti-

cal cryostat. This method was also used because it was necessary to 

transfer the irradiated sample to the photoconductivity cryostat at room 

temperature. 

Electron irradiated samples were used for most photoconductivity 

measurements since, as explained in Chapter I, the incident electrons 

produce mainly individual vacancies throughout the bulk of the crystal, 

whereas incident protons produce a high density of damage near the sur-

face. 

TJ::_e samples could also be irradiated at room temperature with a 

60 4 
Co gamma source with a strength of about 5 x 10 R/hr. This ionizing 

+ 
irradiation used alone was found to be ineffective in producing F-and F-
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centers in our samples. Gamma irradiation was used, however, on samples 

containing F-and F+·centers produced by previous electron or proton ir-

radiations to re-populate the centers between successive experiments 

(see Chapters IV and V for further details) . 

+ 
Samples of SrO and CaO which contained a high concentration of F -

centers produced by neutron irradiation at room temperature were pro-

vided by Y. Chen of ORNL. 

III. Optical Absorption Measurements 

Optical absorption measurements over a photon energy range from 1.8 

0 
eV to 6.2 eV (7000 - 2000A) were made with a Cary 14 Spectrophotometer. 

The Cary 14 records optical density as a function of wavelength. The 

optical density is given by: 
I 

0 O.D. = log ~I where I and I are the 
10 0 

intensity of the light transmitted through the sample and the intensity 

of the reference beam, respectively. The intensity of the light trans-

-ad 
mitted through the sample is given by I = I e where I is the inten-

o 0 

sity of the incident beam (reference beam), a is the absorption coeffi-

cient and d, the thickness of the sample. The optical density, O.D., 

is related to the absorption coefficient by a = 2.303 (OdD.) 
-1 

cm 

Optical absorption measurements were usually performed at 77 K. 

IV. Photoconductivity Measurements 

A block diagram of the apparatus used in photoconductivity measure-

ments is shown in Figure 16. Photoconductivity measurements were made 

with incident photon energies ranging from 2-6 eV and at temperatures 

ranging from 77 K to about 350 K. Light from a source such as a xenon 

or deuterium lamp is dispersed by a monochromator. After emerging from 
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Figure 16. Apparatus for Photoconductivity Measurements 
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the monochromator the light is focused on the crystal through a beam 

splitter which reflects a small fraction of the light onto a photomulti-

plier tube. The photomultiplier can be used during each measurement to 

monitor the light falling on the crystal. The incident light falls on 

the crystal, of thickness d, between plane parallel electrodes. The 

crystal is located in a cryostat and an electric field, E = V/d, is es-

tablished across the crystal in a direction parallel to that of the 

incident light. This field is set up by a battery in the external cir-

cuit in series with the electrometer, used in the "rate of charge" mode. 

The output of the electrometer was fed to a potentiometric recorder. 

With this overall picture of the apparatus in mind, we now proceed to a 

more detailed discussion of the individual components. 

The light source was a 75 watt xenon lamp or, for ultraviolet meas-

urements, a 60 watt deuterium lamp. The light was dispersed by a 

McPherson 218 monochromator which had a linear dispersion of 2.65 nm/nun. 

0 
The reflection grating used was blazed at 3000A and had 1200 grooves/mm. 

With both slits set 2 mm wide, the bandwidth was a constant 5.3 nm. 

After emerging from the monochromator, a front silvered mirror focused 

the light on the crystal. A magnesium fluoride beam splitter reflected 

a small fraction of the incident light onto a 6256S EMI photomultiplier 

tube having a maximum and fairly constant quantum efficiency from about 

0 
2000-5000A. Corning glass filters with sharp optical cut off were used 

following the light source to eliminate higher orders from the incident 

light striking the sample. 

The light source was calibrated in a separate experiment by placing 

a Molectron 100 pyroelectric radiometer at the sample position in Figure 

16. The radiometer was used to determine the power, in µ watts, of the 
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incident light falling on the front surface of the sample holder as a 

function of wavelength. The radiometer had a calibration traceable to 

the N.B.S. For a given wavelength, A, of the incident light, the number 

of photons/sec, nA , striking the front surface of the sample assembly 
0 

is given by nA 0 = PA/hc where P is power in µwatts, h is Planck's con-

stant, and c is the speed of light. The number of photons/sec, NA· , 
0 

incident on the crystal at a given wavelength is given by (nA ) (% opti
o 

cal transmission of the front electrode) where the second factor is 
'· 

necessary to insure that only the photons actually incident on the crys-

tal are considered. Figure 17 illustrates in curve a) a typical graph 

for the power falling on the radiometer, and therefore on the front 

electrode of the sample holder, and in curve b) the number of photons/ 

sec ·incident on the sample, NA , both as functions of wavelength. The 
0 

number of photons falling on the sample varied from about 1013/sec at 

11 
2 eV to about 10 /sec at 6 eV. Simultaneous measurements, during the 

calibration experiment, of the photomultiplier current and the power on 

the radiometer corresponding to a given wavelength made it possible to 

determine NA in subsequent experiments by use of a simple correction 

factor. By determining the photomultiplier current at a standard wave-

0 
length As' such as 3000A, in each experiment, the values of NA as a 

function of wavelength, in any subsequent experiment are given by N =N, A /\o 

(PMIA )/(PMI, ) where NA is the number of photons/sec incident on the 
s /\Q 0 

sample in the calibration experiment, PMIA is the photomultiplier cur
o 

rent at the reference wavelength in the calibration experiment and PMIA 
s 

is th.e photomultiplier current at the reference wavelength in subsequent 

experiments. It is estimated that the absolute measurement of light in-

tensity falling on a sample could be made to within about 8%. 
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The photoconductivity measurements were made with the sample holder 

shown in Figure 18. The sensitive electrode, g, made of copper foil 

0.05 mm thick, 3 mm wide and 8 mm long, was connected to the electro-

meter. This electrode was electrically insulated from the copper tail 

of the cryostat, a, by a sapphire plate, h, 0.25 mm thick. The incident 

light passes into the crystal, e, through the front electrode, d, a 

phosphor-bronze screen of 0.55 mm diameter wire and 100 mesh. The screen 

was held against the crystal by a quartz plate, c, which was supported 

by phosphor-bronze springs. Sapphire plates, f, 0.25 mm thick were 

placed on either side of the crystal between the crystal and the corre-

spending electrode to prevent charge from entering or leaving the sample. 

The screen electrode assembly transmitted about 35% of the incident 

light. The sample was located in a copper chamber bolted to the tail of 

the cryostat. Dry helium exchange gas could be admitted to the chamber 

to produce good thermal contact. The cryostat could be used at liquid 

nitrogen or liquid helium temperatures. 

A shielded lead connected the phosphor-bronze screen electrode to a 

battery in the external circuit which produced an electric field, typi-

cally about 500 V/cm, in a direction parallel to that of the incident 

light. The direction of the applied electric field could be easily re-

versed after individual measurements to prevent polarization effects in 

the sample. 

The sensitive electrode was connected, by a shielded lead, to the 

input of a Cary 401 vibrating reed electrometer which could be used in 

either the "rate of charge" or current mode. However, the small photo-

-14 
currents of interest here (- 10 amp) necessitated the use of the 

"rate of charge" mode. The output of the electrometer was fed to an 



Figure 18. Sample Holder. a, cryostat tail; b, mask; c, quartz 
plate; d, phosphor-bronze screen; e, sample; f, 
sapphire plates; g, copper electrode; h, sapphire 
plate 
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Omnigraphic 2000 t-y potentiometric recorder. During a typical measure-

ment a pulse of light of about 5 seconds duration fell on the crystal, 

with the monochromator set at a specific wavelength. Under these con-

ditions, the photocurrent corresponding to incident light of a given 

wavelength was given by the following expression: I,= dQ/dt ~ c'~E /~t, 
A C r 

where Q is the charge in coulombs, C is the charge collecting capaci
c 

-11 
tance (2 x 10 farad) of the electrometer, ~E is the change in the 

r 

recorder reading as a fraction of the full scale times the electrometer 

range in volts, ~t is the time interval in seconds. The photocurrents 

-14 
measured were typically on the order of 10 amps. 

With liquid nitrogen in the cryostat, the background noise was be-

-16 -17 
low 10 amps. The minimum current detectable was - 5 x 10 amps. 

The sensitivity of the apparatus fell off, however, as the incident 

. 0 
light approached 2000A due to the fact that the output of the light 

source fell off rapidly in this region of the spectrum. The resolution 

of the apparatus at 6.0 eV was about 0.1 eV. 

V. Photoluminescence 

The apparatus used for photoluminescence measurements is illus-

trated in Figure 19. Exciting light from either a 75 watt xenon pr a 

100 watt mercury lamp was dispersed by a Jarrell-Ash 82-410 25 cm mono-

0 
chromator with a linear dispersion of 1.65 nm/mm and blazed at 5000A or 

0 0 
3000A. The grating blazed at 5000A was used in our measurements. The 

exciting light was chopped at a frequency of 169 Hz with a PAR 125A 

Mechanical light chopper. The sample, located in the optical cryostat, 

0 
was rotated slightly off of a 45 angle to minimize reflection of the 

exciting light into the detector and to maximize the emitted light into 
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Figure 19. Apparatus for Fluorescence Measurements 
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the detection system. Appropriate sharp cut off and interference fil-

ters were used to define a narrow band for the exciting light. To elim-

inate the exciting light reflected by the crystal, as well as higher 

orders, from reaching the detection system, a sharp cut off filter was 

placed between the sample and detector as the emitted light left the 

sample. The emitted light was dispersed by the McPherson monochromator 

described above. After dispersion, the emitted light was detected with 

a thermoelectrically cooled RCA C31034 photomultiplier which was usually 

operated at about 1000 v. The output from the photomultiplier was con-

nected to the input of a PAR 181 current sensitive preamplifier and the 

output of this to a PAR 128A lock-in amplifier. The frequency of the 

light chopper was used as the reference signal for the lock-in amplifier 

which converts only that part of the input signal which is synchronous 

with the reference signal into a de level which is proportional to the 

input signal. The detected luminescence intensity was plotted as a 

function of wavelength with a Heath SR-205 chart recorder. Photolumines-

cence was measured over the temperature range from about 10 K to 350 K. 

The response of the various components in the detection syst~m 

varies as a function of wavelength. For instance, the grating used in 

the McPherson monochromator was blazed at 30ooR and the response of the 

photomultiplier, which is nearly constant between 3000-8000~, begins to 

fall off rapidly on either side of this range. Therefore, the response 

of the luminescence detection system, as a unit, must be determined to 

see.if it is fairly constant in the wavelength range of interest or if 

' 
the emission curves must be corrected for the varying response of the 

detection system. 

The response of the detection system was determined using the same 
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arrangement as in Figure 19, but with the sample by-passed. After dis-

0 
persion by the Jarrell-Ash monochromator, blazed at 5000A, the light 

from the xenon lamp was immediately dispersed by the McPherson mono-

chromator. The appropriate sharp cut off filter was used after the 

light source to eliminate higher orders. Both monochromators were set 

at the same wavelength reading. The response of the detection system, 

proportional to the intensity of the light of a known wavelength falling 

on the photomultiplier, was then determined using conventional lock-in 

techniques. The power of the light emerging from the Jarrell-Ash mono-

chromator, as a function of wavelength, was determined in a separate 

experiment. The number of photons/sec, for a known wavelength of light 

entering the McPherson monochromator (and hence the detection system) 

could then be determined as described in the previous section. The re-

sponse of the detection system/(photons/sec) as a function of wavelength 

was determined and the results normalized to unity. One such response 

curve is shown in Figure 20. The response of the luminescence detection 

system thus obtained was corrected by multiplying the emission intensity 

at a given wavelength by the corresponding reciprocal of the nUinb~rs 

just obtained. 

The excitation spectrum for a corresponding luminescence band was 

determined using the apparatus described in Figure 19. The McPherson 

monochromator was set at A , corresponding to the peak of the emission 
em 

band, and the exciting wavelength was automatically scanned with the 

Jarrell-Ash monochromator. The intensity of the emission at A was 
em 

then obtained as the wavelength of the exciting light was varied. 

Since the intensity of the emission was measured at a set wave-

length, A , the only changing factor was the power and the correspond
em 
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ing number of photons/sec incident upon the sample for a given wave-

length, A , of exciting light. The exciting light from the xenon lamp 
ex 

was dispersed by the Jarrell-Ash monochromator. The power of the dis-

persed light was determined as a function of wavelength, with the 

radiometer at the sample position. The corresponding number of photons/ 

sec incident on the sample was determined and normalized to unity atthe 

wavelength corresponding to the peak of the excitation spectrum. The 

corrected excitation spectrum was then obtained by multiplying excita-

tion intensities by the corresponding reciprocal of the above numbers. 

VI. Radiative Lifetime Measurements 

Fluorescence lifetime measurements were made with an optical 

arrangement similar to that used for photoluminescence measurements 

(Figure 21). Pulses of exciting light with a half-width of about 25 

nsec were produced by a Xenon Corporation air spark discharge lamp. 

The pulses were repeated at a frequency of about 10/sec. The emitted 

fluorescence decay was photographed from the screen of a Tektronics 

535~ oscilloscope. The resolution of the apparatus was about 30 nsec. 

Fluorescence lifetime measurements were made in the temperature range 

of 10-300 K. 

VII. Temperature Measurement 

Standard potentiometric techniques were employed for monitoring 

temperatures. The optical and photoconductivity cryostats were equipped 

with copper vs. constantum thermocouples attached to the tail piece 

near the sample. The reference junction was maintained at o0 c. 

Temperatures higher than 10 K or 77 K, ranging to room temperature, 
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were achieved by slowly blowing air into the bottom of the liquid nitro

gen reservoir after removing the liquid nitrogen. Temperatures above 

300 K were achieved by a constantum heating coil wound around the copper 

cold finger of the cryostat above and below the sample. The temperatures 

were maintained for a few minutes to allow the system to come to thermal 

equilibrium before the various measurements were recorded when tempera

ture dependent data was collected. 



CHAPTER IV 

EXPERIMENTAL RESULTS AND DISCUSSION: 

STRONTIUM OXIDE 

I. Introduction 

The alkaline earth oxides, characterized by the face-centered cubic 

crystalline structure, have large band gaps (4-8 eV) which give rise to 

a wide transparent spectral region in which the effects of impurities, 

vacancies and other defects can be studied (4). + 
The F -center in the 

alkaline earth oxides consists of a single electron trapped at an oxygen 

ion vacancy whereas the F-center consists of a pair of electrons trapped 

at the anion vacancy. Experimental studies of F-type centers, particu-

larly in MgO and CaO have recently been done in some detail (7). How-

ever, less work has been done on F-type defects in SrO. 

The doubly charged oxygen vacancies which are produced when current-

ly available SrO is irradiated with either protons or neutrons each trap, 

+ 
in general, only a single electron to £arm F, -centers (29). Thevibronic 

. + 
properties of the non-gaussian and asymmetric F absorption band, which 

is located at 3.1 eV, have been investigated by Hughes and Webb (49). 

Hughes and Webb (49) reported three luminescence bands at 77 K in neu-

tron or proton irradiated SrO peaking at approximately 458, 500, and 

554 nm. Of these three emission bands which were excited by light, in 

+ 
the F absorption band or at shorter wavelengths, only the 500 nm band 

88 
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was significantly temperature dependent between 77 K and 300 K, and it 

+ 
was tentatively assigned to the F -center. An emission band near 510 

nm was also reported in neutron irradiated SrO by Evans and Kemp (48). 

The two electron center, the F-center, has been produced by additive 

coloration of SrO with excess strontium (43). The F absorption band is 

reported near 2.5 eV. 

On the basis of charge consideration alone it might be expected 

that F-centers in alkaline earth oxides would produce photoconductivity 

+ 
in a manner similar to F-centers in alkali halides but that F -centers, 

being positively charged, would not produce photoconductivity at ordi-

nary temperatures. The experimental results reported in this study in-

dicate, however, that the situation is not as straight forward as this 

viewpoint suggests. + In MgO the F and F band overlap at 5.0 eV. 

Roberts and Crawford (80) reported that gamma-irradiation just prior to 

mounting a sample in the cryostat was necessary to detect photoconduc-

tivity in MgO which had been irradiated with electrons or neutrons. It 

was tentatively concluded from these,measurements and others made on 

additively colored samples that the photocurrent originated from F-

centers. The experimental results reported in this study indicate, how-

+ ever, that photocurrent originating from F -centers in MgO cannot yet be 

ruled out al though it is likely that the photocurrent observed by Roberts 

and Crawford did originate mainly from F-centers. A similar uncertainty 

exists for Bao. Rose and Hensley (44) have shown recently that the F 

+ 
band and F band overlap in this material also, so that the origin of a 

photoconductivity band observed by Dash (81) at 2.0 eV in x-irradiated 

BaO is still uncertain. On the other hand in both Cao and SrO the F 

+ 
bandrand the F band are separated in energy and it is possible to in-
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vestigate each band separately. Electron irradiation, even at liquid 

nitrogen temperature, has so far been ineffective in producing F-type 

centers in SrO (27,82). In fact, the two electron center, the F-center, 

cannot be introduced into currently available SrO by particle irradia

+ 
tion so that the F absorption band is not overlapped by the F band as 

it is in the other alkaline earth oxides. Consequently, we can focus 

+ . 
our attention on the band associated with the F-center in SrO. The 

results of photoconductivity measurements made on F-type centers in 

electron irradiated CaO (26,83), which will be presented in the follow

+ ing'chapter, show that both F-centers and F -centers produce photocon-

ductivity in this material. 

II. Irradiation and Optical Absorption 

The optical density of a typical unirradiated SrO crystal at 77 K 

was similar to that previously reported by Bessent et al. (29). ~he 

optical density, shown in Figure 22, increased from about 0.1 at 2 eV 

to over 3 at 5.5 ev. There were no obvious absorption peaks in the 

spectrum except for a small band which could be sometimes detected at 

about 5.7 eV and which seemed to correspond to an exciton band (84). As 

the energy of the incident photons approaches the band gap energy the 

absorption of these photons gives rise to intrinsic photoconductivity 

(4) • 

Gamma-irradiation alone, for up to 75 hours, was ineffective in 

producing F-type defects in SrO and the optical density measured on 

these samples was the same as that of the unirradiated crystal. 

Figure 23 shows the absorption spectrum at 77 K of a crystal which 

had been irradiated at about 195 K with 1.5 MeV protons to a dose of 



>-
1-
(/) 
z 
w 
c 
-I 
<( 

0 
I
Q. 
0 

91 

WAVELENGTH (nm) 

500 400 300 

3 

2 

1 

0'--~~~....1-~~~--'-~~~--'--~~~--~~~_..~~~___....._~~~---

2 3 4 5 

ENERGY ( eV) 

Figure 22. Optical Absorption Spectrum at 77 K of SrO WhichHas 
Received No Irradiation 



> 
t-
(/) 
z 
w 
c 
...J 
<( 
(.) -t-

600 500 

2.0 

~ 1.0 

WAVELENGTH (nm) 
400 300 

4 
ENERGY (eV) 

92 

5 6 

Figure 23. Optical Absorption Spectrum at 77 K of SrO Which Has Been 
Irradiated at 195 K With 1.5 MeV Protons to a Dose of Ap
proximately 2 x 1017 Protons/cm2 . The main feature intro
duced by irradiation is the asymmetric F+ band located 
near 3.1 eV 



93 

17 2 + 
about 2 x 10 protons/cm . The irradiation produced the asymmetric F 

band with a peak at 3.1 eV, which has been seen previously (29,49). It 

+ 
can be seen that although the optical density at the peak of the F band 

is about 0.7 there is no evidence of the F band at 2.5 eV. This behav-

ior is in contrast to that observed in CaO (see Chapter V) where the F 

band would be easily observed at this stage of irradiation. Proton ir

+ 
radiation at 77 K seemed to introduce the F band at about twice the 

rate of irradiation at 195 K, although detailed studies of the defect 

production rate as a function of temperature were not made. 

+ 
It was not found possible, however, to produce a measurable F ab-

sorption band in samples irradiated with 1.5 MeV electrons at 77 K even 

17 2 
up to doses of 5 x 10 electrons/cm . Low incident current densities 

were always used to prevent the samples being heated during irradiation. 

. . . + 
Nevertheless, we shall see in the following section that F -centers 

introduced by electron irradiation, though too few to produce a measur-

able optical absorption band using a Cary 14 spectrophotometer, did 

produce an easily measurable photocurrent because of the sensitivity of 

the,photoconductivity technique. The reason for using electron irradi-

ated samples in our photoconductivity experiments was that incident 

electrons produce mainly individual vacancies throughout the bulk.of the 

crystal, whereas incident protons produce a high density of damage near 

the surface. For this reason, it was not found possible to make com-

pletely satisfactory photoconductivity measurements on proton irradiated 

samples. Proton and neutron irradiated samples were, however, used for 

fluorescence lifetime and luminescence experiments. The optical density 

measured at 77 K for a SrO sample grown at Oak Ridge National Laboratory 

and,neutron irradiated at room temperature is shown in Figure 24. It 
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is readily seen that neutron irradiation has done massive damage to the 

crystal as indicated by the broader than normal absorption at 3.1 eV 

and by the high background optical density for higher incident photon 

energies. Neutron irradiation (Chapter I), especially at high specimen 

temperatures, can give rise to the formation of F-aggregate or small 

cluster defects. + These may have optical transitions underlying the F 

+ band, thus contributing an additional apparent width to the true F band 

( 7) . 

III. Photoconductivity 

In this section a brief description of the spectral dependence of 

the photoresponse obtained from Y-irradiated, proton irradiated, or 

electron irradiated samples will be followed by a thorough presentation 

of the photoresponse results obtained from electron irradiated samples. 

The temperature dependence of the luminescence intensity and the life

+ 
time of the fluorescence from the F- center, as they relate to the photo-

conductivity, will be presented in the following section . 

. In Figure 25, curve a, we show the photoresponse of an untreated 

SrO sample at 77 Kover the spectral range from 2 ev to 6 eV. It can be 

seen that the photoresponse was immeasurably small until the incident 

photon energy was at least 4 eV. Then as the photon energy increased 

further the photoresponse increased sharply by more than three orders of 

magnitu9e until the photon energy was about 5.4 eV. The photoresponse 
i 
I 

then decreased abruptly by two orders of magnitude and became immeasur-

ably small again at 5.8 eV. Although the apparatus could detect photo-

conductivity for photon energies out to about 6.2 eV no photoconductiv-

ity could be detected in SrO above 5.8 eV. Since the photoresponse nw , 
0 
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IA d2 
given by nw = (~) is inversely proportional to N,, the quanta/sec 

o NA ev ' A 

incident on the sample, the minimum detectable photoresponse was com-

paratively large at 6.0 eV because the output of the light source and 

monochromator fell rapidly at energies above 5.0 eV. The photocurrent 

at 5.4 eV was the same for either direction of the applied electric 

field and was constant in time for constant illumination. The photo-

current was directly proportional to the applied electric field up to 

1500 V/cm and also to the incident light intensity to within an experi-

mental error of a few per cent. The abrupt increase in photoresponse 

observed at about 5.3 eV indicated that the incident photon energy was 

approaching the band gap of the sample thus giving rise to intrinsic 

photoconductivity. These results will be discussed in more detail in 

Section V. 

In Figure 25, curves b and c, the photoresponse is shown over the 

spectral range from 2 eV to 6 eV for a sample of SrO which had been ir-

radiated at 195 K with 1.5 MeV electrons to a dose of approximately 

1 x 1017 electrons/cm2 • Curve b shows the photoresponse at 77 Kand 

curve c at 105 K. The most prominent feature introduced by electron 

irradiation was the temperature dependent asynunetric band located at 3.1 

eV. According to the model described in Chapter II the photoconductivity 

+ 
from the F -center involves a two step process, namely optical absorp-

tion for the optical transition from the ground to an optically accessi-

ble excited state of the center followed by thermal ionization of the 

charge carrier. Therefore the photoresponse band centered at 3.1 eV in 

+ 
curves b and c of Figure 25 can be shown to be due to F -centers by com-

+ 
paring it to the spectral dependence of the F optical absorption band, 

as is demonstrated in Figure 26. Iµ Figure 26, curve a, is shown the 
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Figure 26. Comparison of the Spectral Dependence of the Photocurrentin 
Electron Irradiated SrO, Curve a, and the Optical Absorp
tion of the F+ Band in Proton Irradiated SrO, Curve b. 
Both sets of measurements were made at 110 K 



photoresponse of an electron irradiated sample in the vicinity of 3.1 

+ 

99 

eV. In Figure 26, curve b, is shown the F absorption band measured on 

a proton irradiated sample. Curve bis proportional to [l - exp(-ad)] 

where a is the absorption coefficient of the F+ band. For small optical 

density, the absorbed light is proportional to a and therefore to the 

optical density. Both curves, which were measured at 110 K, were 

normalized at 3.1 eV. It can be seen that these curves coincide over 

+ 
the whole F band except near the high energy tail, where the photore-

sponse from a band located at 3.9 eV, which can be seen in Figure 25, 

+ 
overlaps the F band. We conclude, therefore, that the photoresponse 

band centered at 3.1 eV is indeed due to F+-centers in SrO. 

We show in Figure 27, curve a, the photoresponse at 77 Kofa crys-

tal which was garruna-irradiated at room temperature for about 30 minutes 

and measured with no further treatment. Ganuna-irradiation increased the 

photoresponse generally between 2 eV and 5 eV and introduced a band at 

2.65 eV, which is also observed in electron irradiated crystals (see 

Figure 25). The inflection in the photoresponse at about 4.8 eV which 

is observed in unirradiated crystals is further enhanced by the ganuna-

irradiation. Gamma-irradiation alone was ineffective in producing any 

+ 
F photoresponse. 

Figure 27, curve b, shows the photoresponse at 77 Kofa crystal 

which was proton irradiated at 77 K to a dose of about 2 x 1016 protons/ 

2 
cm • It can be seen that the most prominent feature introduced by the 

irradiation is again the asymmetric F+ band located at 3.1 eV. The ir-

radiation also introduced photoresponse bands centered at 2.65 eV and 

3.9 eV as well as an inflection at 2.5 eV. The 2.65 eV band was intro-

duced by electron irradiation as well as by gamma-irradiation and is 
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presumably due to an impurity in the crystal. The band at 3.9 eV, which 

was also produced by electron irradiation, may be associated with the 

same type of center which is produced when SrO is plastically deformed 

( 85) . 

The photocurrent at 3.1 eV was directly proportional to the applied 

electric field up to 1500 V/cm within an experimental error of a few 

percent (Figure 28). Typically an applied electric field of 500 V/cm 

was used during the measurements. In addition the photocurrent at 3.1 

eV was also directly proportional to the incident light intensity, with-

in a few percent, as the intensity varied by a factor of about fifty 

(Figure 28) . 

It can be seen in Figure 25 that as the temperature increased from 

+ 
77 K to 105 K the photoresponse of the F band grew by over an order of 

. + 
magnitude, whereas the photoresponse away from the F band was almost 

independent of temperature over the same range. The detailed tempera

+ 
ture dependence of the F photoresponse over the range from 63 K to 180 

+ 
At 63 K the F band was almost indistinguish-K is shown in Figure 29. 

able from the background photoconductivity and above 180 K the dark 

current became so large that accurate photocurrent measurements could 

not be made. The insert in Figure 29 shows how the thermally stimulated 

current, or dark current, increased with temperature. The thermally 

stimulated current was obtained by first filling available traps by 

illuminating the sample for about 90 minutes at 77 K with ultraviolet 

light in the absence of an externally applied electric field. With an 

electric field across the crystal, the dark current was then measured as 

the traps emptied due to the gradual warming of the sample from 77 K to 

200 K. It can be seen that none of these traps empties in the region of 
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the abrupt increase in F+ photoresponse at about 80 K. The sharp in-

crease in photoresponse between 63 K and 100 K is characteristic of a 

thermally assisted ionization such as occurs, for example, for the F-

center in KCl at about 120 K (55) . 
+ . 

Above 110 K an F -center in SrO 

which has absorbed a photon, frees a charge carrier with essentially 

unit probability and the temperature dependence of the photoresponse is 

due mainly to the temperature dependence of the mean range of the 

carriers. The significance of the data in Figure 29 will be discussed 

more fully in Section V. 

+ It was found that prolonged illumination in the F band region at 

temperatures above about 90 K partially destroyed the photoresponse. It 

took about a minute to reduce the photoresponse to half its initial 

value. However, the photoresponse could be restored by illuminating the 

sample with light of energy greater than 3.7 eV. Low energy photons 

were not effective in restoring the photoresponse. Consequently photo-

conductivity measurements above 90 K, such as those presented in Figures 

25, 26 and 29, were made by illuminating the crystal for several seconds 

with ultraviolet light following each measurement made in the region of 

+ 
the F band. This bleaching effect is similar to experimental results 

found by Dash (81) in Bao. He found that the photoresponse of the 2.0 

eV band could be enhanced if the crystal was simultaneously irradiated 

with ultraviolet light. One possible explanation of these results is 

that the ultraviolet light released charge carriers from comparatively 

deep traps and that these carriers repopulated bleached F+-centers. 

2 
Kemp and Neeley (86) have suggested that the Alg ground state of 

+ 
the F -center lies several eV below the top of the valence band of the 

+ 
host crystal. Following from this suggestion, once the F -center ab-
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sorbed a photon it might, then, be energetically possible for an elec

tron on one of the surrounding oxygen ions to jump into the vacancy. 

This sort of charge transfer process, would leave a hole on the oxygen 

ion and photoconductivity could occur if this hole were released and 

sufficiently mobile. This explanation, therefore, requires that the 

charge carriers be positive. However, using a technique suggested by 

Peria (87) , we determined the sign of the charge carriers to be nega

tive, as we now describe. A sample was supported such that the electric 

field was parallel to the 5 mm dimension and perpendicular to the direc

tion of the incident light. A section at the center of the sample, 1 mm 

wide and the height of the sample, was illuminated, while the right hand 

electrode was held positive with respect to the left hand electrode by 

an external battery. Although the mean range of the charge carriers in 

the direction of the applied electric field is much less than the thick

ness of the crystal, the net result of illuminating the crystal is that 

a space charge electric field is established inthecrystal going from 

left to right across the illuminated region if we assume at this point 

that the charge carriers are electrons for purposes of explanation. An 

important fact here is that the electron excess lies outside the illumi

nated region while the electron deficiency lies within this region. The 

external electric field was then removed and the photocurrent was meas

ured as a function of the position of a thin band of light as the band 

scanned the crystal. The data shown in Figure 30, curve a, was obtained. 

Notice that the photocurrent was a maximum when the light was falling 

on the region of the crystal which had been illuminated with 3.1 eVlight 

and which is delineated by the vertical arrows, and that the photocur

rent fell rapidly to zero outside this region. 
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The central region of the crystal, the same volume as previously 

illuminated, was then illuminated with 3.1 eV light again, with no ex

ternally applied electric field. During the first illumination period 

the charge carriers (assumed to be electrons in this explanation) ·move 

just beyond the right hand edge of the illuminated region. During the 

second illumination period these carriers remain trapped but electrons 

originating from centers just inside the right hand edge of the illumin

ated region move towards the left under the influence of the polariza

tion field, with the result that a dipolar space charge region is 

established at the right hand edge of the illuminated region of the 

crystal. 

The sign of the charge carriers can be determined if this dipole 

layer can be located. This can be done experimentally by moving a nar

row beam of light across the crystal and measuring the photocurrent as 

a function of the beam position. According to the above explanation, if 

the charge carriers are electrons, the space-charge distribution and its 

corresponding electric field would have an appreciable value only at the 

right hand edge of the illuminated region. The photocurrent was thus 

determined as the crystal was scanned again with a narrow band of light 

and the charge carriers moved under the influence of the electric field 

set up by the dipolar space-charge which had been established at the 

edge of the illuminated section of the crystal, and Figure 30, curve b, 

was obtained. The photocurrent data of curve a has been reduced by a 

factor of ten to accorrunodate it on the figure. The maximum in the 

photocurrent, curve b, can be seen to have occurred at the right hand 

edge of the region which had been illuminated with 3.1 eV light. This 

measurement located the dipole layer and indicated that the charge 
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carriers were negative, i.e., electrons. If the carriers had been posi-

tive holes an analysis similar to that above shows that the dipole layer 

would have been located at the left hand edge of the region which had 

been illuminated with 3.1 eV light (87). The experiment was repeated 

with the initial externally applied electric field in the opposite di-

rection, in order to determine whether any geometrical effects in the 

apparatus were affecting the result. The sign of the carriers was again 

determined to be negative. 

The performance and interpretation of the type of experiments de-

scribed above are somewhat difficult and more direct confirmation of the 

result will be required, such as would come, for example, from Hall 

effect measurements. It is worth noting, however, that similar experi-

ments performed, in this study, on the 400 nm F band in cao indicated 

that the charge carriers were electrons in this case too, as expected. 

The photocurrent originating from F+-centers in SrO was found to 

go to zero within a fraction of a second of the incident light being 

removed. There was no evidence of the long lived dark current found by 

Roberts and Crawford (80) after illuminating the 5.0 eV band in MgO. 

+ We also found that the F absorption band in proton irradiated SrO could 

not be optically bleached at 120 K, although from the temperature de-

+ . 
pendence of the photoresponse, Figure 29, F -centers which have absorbed 

a photon are expected to be thermally ionized with almost unit probabil

ity at this temperature. + 
If we assume that F -centers produced in pro-

ton irradiated SrO are mutually independent, these results suggest that 

in high concentrations the oxygen vacancy is an efficient trap in SrO. 

Furthermore, the fact that there is no sign of F-centers being formed in 

SrO which has been heavily irradiated and which contains a comparatively 
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+ + 
large concentration of F -centers, Figure 23, suggests that F -centers, 

on the other hand, are not effective electron traps in our material, 

since an F+-center which traps a second electron becomes an F-center. 

When an electron irradiated sample was subsequently Y-irradiated 

for 30 minutes at room temperature just prior to being mounted in the 

cryostat, the photoresponse was found to have increased uniformly by a 

factor of about two across the spectral range from 2 eV to 4 eV. The 

+ 
F photoresponse was unchanged relative to the background and ei-o band 

was introduced in the region of 2.5 eV, where the F absorption has been 

reported (43) . 
+ . 

This result again suggests that the F -center is not an 

efficient electron trap compared to other traps in the crystal. 

Additional experimental results pertaining to photoconductivity 

measurements on proton irradiated and neutron irradiated SrO can be 

found in Appendix A. 

Having described in detail the results from our photoconductivity 

measurements, we now turn our attention to the second competing mode of 

+ 
escape for the optically excited F -center electron, that is, radiative 

decay to the ground state. 

IV. Luminescence and Fluorescence Lifetime 

Measurements 

Luminescence and fluorescence lifetime measurements were made on 

samples which were obtained from two sources. Samples from W. and C. 

Spicer, Ltd. were irradiated at 77 K with 1.5 MeV protons. Another 

sample, grown at Oak Ridge National Laboratory (ORNL), which had been 

neutron irradiated at room temperature, was given to us by Dr. Y. Chen. 

The luminescence and fluorescence lifetime measurements were made 



as described in Chapter III. The luminescence spectra were obtained 

+ 
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using 402 nm light from a xenon lamp as the exciting source for F -center 

emission. The luminescence spectrum emitted at 10 K by a Spicer sample 

which had been irradiated at 77 K to a dose of approximately 1 x 1017 

I 2 . h . . 31 protons cm is s own in Figure , curve a. The sample had an optical 

density of about 0.3 and was 2 nun thick. The peak of the emission 

spectrum occurs at 2.5 eV and the emission spectrum has a half-width of 

0.34 eV. Similar results were obtained for the luminescence spectrum 

of the ORNL-neutron irradiated sample at 10 K, as illustrated in Figure 

34. 

The excitation spectrum for the 2.5 eV emission band, measured at 

10 K, is shown in curve a of Figure 32. The excitation spectrum was ob-

tained by measuring the intensity of the emission at 500 nm as the wave-

length of the exciting light was varied. That is, with the detection 

system set at 500 nm, the peak of the emission band, the intensity of 

the emission at 500 nm was measured as the wavelength of the exciting 

light which pumps the emission was varied. The excitation spectrum was 

obtained on the same sample as that used in Figure 31, curve a. The ex-

citation spectrum can be compared to the spectral dependence of the in

+ 
tensity of the light absorbed into the F band measured on the same 

crystal. The absorption spectrum measured on the same sample, at 77 K, 

is shown in Figure 32, curve b. It has been displaced vertically to 

+ 
avoid overlap. Hughes and Webb (49) have reported that the F optical 

absorption does not change significantly between 10 K and 77 K. Inspec-

tion shows a close similarity between the two bands. The near coinci-

dence of the two curves in Figure 32 leads us to conclude that the 2.5 

eV emission results from absorption of light by the F+-center, with the 
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photoluminescence occurring as the optically excited F+-center electron 

radiatively decays from an excited state to the ground state of the 

center. 

The samples also show a weak, but easily detectable, luminescence 

band, which peaks near 2.7 eV, in the unirradiated Spicer samples. This 

emission is indicated in Figure 31 as the broken curve. The emission 

intensity axes for the two curves in Figure 31 are approximately the 

same but an absolute comparison should not be made since the two curves 

were obtained in separate experiments with different samples. The ex-

citation spectrum obtained for the 2.7 eV emission was quite complicated, 

+ 
extending out to at least 4 eV and showed no resemblance to the F ab-

sorption band. The 2.7 eV emission band is, therefore, thought to be 

associated with an unidentified impurity in the crystals. 

+ 
Figure 33 illustrates the F emission spectrum, measured as a func-

tion of temperature. These measurements were made on the sample used 

for Figures 31 and 32. One readily observes that the intensity of the 

+ 
F emission band, which peaks at 2.5 eV, decreases with increasing tern-

perature. Similar measurements are shown in Figure 34 for the lumines-

cence spectrum emitted by the ORNL-neutron irradiated sample at 10 K, 

73 K and 117 K. The intensity of the F+ emission in the neutron irra-

diated sample, likewise, decreased with increasing temperature. For 

these measurements the luminescence was excited with 402 nm light. The 

zeroth moment, M , is proportional to the area under the emission curve 
0 

and measures directly the number of centers involved in absorption and 

emission. M is expected to be temperature insensitive provided the 
0 

quantum efficiency for fluorescence remains constant. Upon inspection 

+ 
of Figures 33 and 34, it is obvious that the F emission intensity and 
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the corresponding zeroth moment are decreasing with increasing tempera-

ture. The zeroth moment is decreasing in the temperature region where 

we expect the quantum efficiency for fluorescence to decrease since the 

quantum efficiency for photoconductivity is increasing in this same 

temperature region. 
+ 

In Section III we reported an increase in the F 

photoresponse of nearly two orders of magnitude between 60 K and 100 K. 

If we assume that w and the oscillator strength, f, remain independent 
0 

of temperature over the interval of interest, the increase in the photo-

response betw~en 63 K and 100 K is then due to an increasing quantum 

efficiency for thermal ionization. According to the two level model 

described in Chapter II, the electron in the relaxed excited state of 

the center has two competing modes of escape: radiative decay to the 

ground state (luminescence) and thermal release of the charge carrier 

(photoconductivity). Since these phenomena are competing modes of es-

+ 
cape for the optically excited F -center electron, one would expect one 

process to occur at the expense of the other. As shown for the simple 

model developed in Chapter II, the fraction of excited centers which 

decay by luminescence is given by nR (Equation II-25) and the fraction 

which decay by thermal ionization is given by nT (Equation II-24) I such 

that n + n = 1, where only one excited state is considered and other 
R T 

modes of escape are neglected. When taken in conjunction with Figure 

29 which represents an increase in the quantum efficiency for thermal 

ionization, we see that the decrease in the emission intensity, illus-

trated in Figures 33 and 34, and the corresponding decrease in the 

zeroth moment, M , represent a decrease in the quantum efficiency for 
0 

+ 
the F fluorescence. The second emission band which peaks at 2.7 eV 

and which becomes more apparent with increasing temperature is thought 
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to be due to the impurity discussed in the preceding paragraph. 

+ 
The F -center fluorescence lifetime was measured as described in 

Chapter III. The fluorescence, excited by the air spark filtered with 

a Corning CS7-51 filter in combination with an interference filter with 

peak transmission at 402 nm, was detected over the spectral range from 

490 nm to 550 nm using a combination of Corning filters CS3-70 and 

CS4-96. The fluorescence decay curves were photographed from the screen 

of an oscilloscope. Figure 35 shows the semilogarithmic plot of the 

emission decay curves measured at 10 K, 77 K and 106 K on the same pro-

ton irradiated sample used to obtain the results in Figures 31, 32, and 

33. The decay of the excitation is also shown for comparison. The in-

tensity of the emission at time t, for a simple exponential decay, is 

given by: 

I I exp(-t/T) 
0 

where T is the fluorescence lifetime, the time it takes for the emission 

intensity to decay to l/e of the initial value. T can also be determined 

from the slope of the semilogarithmic plot of the exponential decay. T 

is expected to be temperature dependent (73) . We see that at very low 

+ 
temperatures, such as 10 K, the F emission decays exponentially with a 

lifetime T - T of about 0.46 µsec, where T is the radiative lifetime. 
R R 

+ 
This value is considerably longer than would be expected for the F -

center in the alkaline earth oxides and suggests that the fluorescence 

is partially forbidden. This will be discussed further in Section V. 

The radiative lifetime measured on the neutron irradiated sample was 

slightly shorter as may be expected considering the massive damage done 

by neutron irradiation. The electron would, in general, leave the ex-
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cited state by the fastest mode of escape resulting in il slightly short-

+ 
er lifetime for the excited state of the F -center. 

As the temperature increases it is apparent that the lifetime con-

tinues to show the 0.4 µsec component. It is also apparent that there 

is a faster component which becomes more dominant with increasing tern-

perature. In order to determine the faster component, the emission 

decay curve obtained at 106 K (Figure 35) has been redrawn in Figure 36. 

If we assume that the emission intensity decay curve measured is the 

sum of two exponential decay curves, one (C) which decays rapidly and a 

second (B) which decays with a much longer lifetime, we can determine 

the shorter lifetime component. The fast component would make no sig-

nificant contribution in the region of A for t > 0.5 µsec, and the 

lifetime measured would essentially be that of the exponential decay 

shown in B, i.e., the 0.4 µsec component which was dominant at low tern-

peratures. However, in the region of A for 0.1 µsec < t < 0.2 µsec, 

the measured exponential decay would have significant contributions from 

both the short-lived component (C) and the longer-lived component (B) . 

Therefore, the rapidly decaying exponential, C, can be found by subtract-

ing the exponential decay, B, from the measured decay curve, A. The 

time needed for C to decay to l/e of its initial value is T 2 - 35 nsec 

which is as fast as could be measured. The values for the two lifetime 

components remained nearly constant with changing temperature. 

Possible explanations of these two lifetime components will be dis-

cussed in the following section a1ong with other results obtained from 

photoconductivity and luminescence measurements. 
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V. Analysis and Discussion 

The temperature dependence of the photoresponse between 70 K and 

110 K, shown in Figure 29, can be explained quite well by a two level 

model (55). As described in Chapter II, an electron in the relaxed ex-

cited state of the center has a temperature dependent probability 

l 
T 

0 

e 
-E /kT 

a 
of being thermally ionized across an energy gap E . 

a 

There is also a temperature independent probability, l/T , of radiative 
R 

decay to a lower energy level. The yield of free carriers per absorbed 

photon, nT, from Equation II-48 is given by 

l T E /kT 
(-2.) a (- - 1) e 

nT 'R 

In order to compare this equation with our experimental results, 

Figure 29, which give directly the product nw as a function of tempera
o 

ture, we make the approximations that w and the oscillator strength of 
0 

+ . . 
the F band remain independent of temperature between 70 K and 110 K. 

The temperature dependence of nw is thus assumed to be due entirely to 
0 

the change in n over this temperature interval. Since it appears that 
T 

+ 
F -centers are effectively fully ionized at 115 K, nT is taken as unity 

1 
at this temperature and we can plot ln(~ - 1) against l/T using the 

nT 

data of Figure 29. The resulting curve is shown in Figure 37, where it 

can be seen that over several orders of magnitude a straight line is 

obtained. The thermal activation energy, E , and the ratio T /T were 
a R o 

determined from the slope of the line and values for E of 0.12 ± .01 
a 

eV and T /T of 5 x 106 were obtained. Since photoconductivity origi
R o 

+ 
nating from F -centers was unexpected due to the net positive charge on 
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the center which would lead one to believe it would be harder to free 

+ 
the F electron, it is interesting that these values are close to those 

found for F-centers in alkali halides (88). In the alkali halides (73) 

-12 
T was found to be within an order of magnitude of 10 sec. If T 

0 0 

has a similar value in the alkaline earth oxides, and the results of 

Henderson et al. (25) suggest that this is probably the case, our value 

6 
of T /T = 5 x 10 suggests a value for TR of the order of a microsecond. 

R o 

This value is in good agreement with the longer lifetime component (0.46 

µsec) reported in Section IV determined by fluorescence lifetime meas-

urements. As suggested in Section IV, if this were the radiative life-

time for an allowed decay from the 
2 2 

T excited state to the A ground 
lu lg 

+ 
state, it is considerably longer than would be expected for the F -

center. As mentioned in Chapter II, Section V, the mean lifetime, T, 

for allowed (electric dipole) transitions in atoms is of the order of 

-8 
10 sec. For strong allowed transitions of F-type centers in absorp-

tion, it would be expected that the emission would be similarly allowed, 

-8 
with a lifetime of about 10 sec and a low temperature quantum effi-

ciency near unity (64) . The oscillator strengths for the alkali halides 

(fKCl = 0.9; fKBr = 0.8; fNaCl = 0.81) (3) indicate strong allowed 

transitions in absorptions and the quantum efficiency for luminescence 

of the F-center at low temperatures has been found to be nearly unity 

as expected. The lifetime for F-center luminescence in KCl (73) has, 

-6 
however, been found to be on the order of 10 sec at low temperature, 

much longer than would be expected. Similarly, Wood and Wilson have 

2 
calculated an oscillator strength of about 0.82 (60) for the Alg ~ 

+ 
absorption in the SrO F -center. Since a decrease in free electron 

yield (Figure 29) with decreasing temperature is expected to be accom-
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panied by an increase in the fluorescence yield (73) (Equation II-26) , 

it appears that the quantum efficiency for radiative decay is nearly 

unity at low temperature. But, analogous to the alkali halides above, 

+ 
the radiative lifetime for the SrO F -center, reported above, 

2 
µsec is likewise larger than would be expected for the Tlu + 

TR - 0.46 

2 
Alg tran-

sition and suggests that the fluorescence is partially forbidden. We 

will first consider some proposed explanations as to how these long 

lifetimes may arise in the alkali halides and then consider the possi-

bility of these same effects increasing the radiative lifetime for the 

+ 
F -center in SrO. 

One such possibility, studied by Fowler (71) for alkali halides, 

is that the F-center excited state wavefunction is very diffuse in emis-

sion in comparison with the ground-state wavefunction. As mentioned in 

Chapter II, Section V, the excited-state wavefunction for emission is 

more diffuse than that for absorption, while the ground-state wavefunc-

tion changes only slightly. The squared dipole matrix element (propor-

tional to the transition probability) for emission is considerably 

smaller than that for absorption (Fowler (71) calculated J<z>l 2 /J<z>J 2 
em abs 

- 0.13) because of the relatively small configuration space overlap be-

tween the excited- and ground-state wavefunctions for emission as com-

pared with that for absorption. This would lead to a reduced transition 

probability and a longer lifetime. 

We now consider a second proposed explanation for the relatively 

long lifetime of the excited state of the F-center in alkali halides. 

Absorption in the F-center arises from the ls + 2p-like electronic tran-

sition. Absorption measurements give information about the F-center in 

its unrelaxed excited state. For the F-center in KCl in absorption the 
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2s-state lies about 0.11 eV about the 2p-state (89). However, the ex-

cited state involved in emission is the relaxed excited state of the 

center. Bogan and Fitchen (90) concluded that the two excited states 

are actually admixtures of s and p states and that these two mixed 

states are about 0.017 eV apart with the lower state having a predomi-

nantly s-character wave function. At low temperature, the emission tran-

sition would be from the lower excited state of predominantly s-like 

character to the ls-ground state, giving rise to a smaller transition 

probability than that for the pure 2p + ls transition and consequently 

a longer lifetime. 

Both of these proposed explanations of the long lifetime of the 

excited state for the F-center seem plausible and in KCl it appears that 

both make significant contributions (64) . 

According to calculations presently being performed by Wood and 

+ . 
Wilson for the F -center in SrO (60,91) the excited state wavefunction 

for emission has been found only slightly more diffuse than that for 

absorption, but not nearly so much as for the F-center in alkali halides 

(71) or the F-center in alkaline earth oxides (57,58,59). The relaxed 

+ 
excited state of the F -center in SrO is more localizedandcompact than 

that for the F-center in the alkali halides or alkaline earth oxides. 

This fact is further evidenced by the strong Jahn-Teller effect for the 

+ 
F -center in SrO. The calculated transition probability for emission 

(- 0.5-0.6 for 

. 1 
sorption, A 

1g 

2 T + 
lu 
2 

+ Tlu 0 

2A ) (91) is only slightly smaller than for ab
lg 

It would thus ~ppear that this effect does not 

have as significant a role in increasing the length of the lifetime of 

+ . the excited state of the F -center in SrO as it perhaps does in the 

alkali halides. 
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2 2 * + 
In absorption the Tlu and Alg excited states of the F -center in 

SrO are well separated in energy, as indicated in the configuration co-

ordinate diagram for absorption in Figure 38. Although present theory 

2 
(60) predicts that the T state minimum is slightly lower than the 

lu 

2 * Alg state minimum in emission (Figure 38), the results are only semi-

quantitative and are not reliable enough to make definite claims about 

the ordering (91). If spin orbit interactions are taken into account 

2 * there may well be a mixing of the Alg and 

2 * 2 states being admixtures of A1 and T 
g lu 

2 
T states with the excited 
lu 

This coupled with the small 

2 * 2 energy separation at the minimum for the A and T states as shown 
lg lu 

may result in the lower state having a predominantly A (s-like) char
lg 

acter wavefunction. The transition from such an: excited state to the 

2 . 
ground A state is a "spin orbit allowed electric dipole transition". 

lg 

The transition from the predominantly s-like excited state to the s-like 

ground state is only "partially allowed" due to the small admixture of 

p-like character in the excited state. Consequently, the excited state 

lifetime would be longer than expected for an allowed electric dipole 

transition. Such an ordering of the excited states in emission could 

possibly also explain the presence of the approximately 35 nsec lifetime 

component observed in emission (Section IV) which becomes more dominant 

with increasing temperature. In fact our interpretation of the appear-

ance of the shorter lifetime component in the luminescence at higher 

temperatures suggests that the state of predominantly A character 
lg 

. 2 * ) . (which we subsequently refer to as the A state is indeed the lower 
lg 

of the two states. According to this interpretation, at low temperatures 

2 * the transition would be predominantly Alg ~ 
2 . . 
Alg' partially forbidden 

and correspond to the 0.46 µsec lifetime component. The slightly higher 
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2 
state of predominantly Tlu character (which we call the 

2 
~ state) 
-lu 

becomes increasingly populated at somewhat higher temperatures, thus 

128 

giving rise to the 2T + 
lu 

2 
A allowed electric dipole transition which 
lg 

would then be associated with the nanosecond lifetime component observed. 

Since 
2 

and 
2 * relaxed excited close in the T Alg states are so 

lu 

2 2 2 * 2 
transitions for all energy, the Tlu + Alg and Alg + Alg would, 

practical purposes, give rise to a single emission band which is also 

in agreement with the experimental results reported in Section IV. 

The fast lifetime component (T < 35 nsec) may alternatively be 

associated with the impurity that is responsible for the 2.7 eV emission 

band (Figure 31) since the tail of the 2.7 eV band would also be detect-

0 
ed at 5000 A. 

As discussed in Section IV, the zeroth moment, M , for emission 
0 

generally decreased with increasing temperature. The actual plot of M 
0 

as a function of temperature is shown in Figure 39 for the proton irra-

diated sample. M here, is proportional to the total area under the 
0 

emission band excited by 402 nm light. As such it includes the 2.5 eV 

F+ emission band as well as the 2.7 eV impurity band which was always 

present. Using this data, in conjunction with Figure 29, it was con-

eluded in Section IV that the decrease in the zeroth moment represented 

a decrease in the quantum efficiency for F+ fluorescence. The fluores-

cence lifetime of an F-type center is expected to decrease withincreas-

ing temperature if the free carrier yield is increasing and the fluores-

cence yield is decreasing (73) baseq on the similar temperature 

dependence for the lifetime of the excited state (Equation II-23) and 

the fluorescence yield (Equation II-25) . Reference to the lifetime data 

in Section IV shows, however that as the temperature increased up to 
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77 K, the quantum efficiency for the 2.5 eV F+ emission decreases with-

out an apparent change in the lifetime although there was some evidence 

that above 77 K the lifetime decreases. At present we have no explana-

tion for this except that the above prediction is based on a simple 

two-level model, which from these anomalies may be too restrictive an 

+ 
assumption for the F -center in SrO. 

Since the 2.7 eV impurity band was noticeably visible above 77 K 

and, though hidden beneath the broad emission band below this tempera-

ture nevertheless contributed to the width of the observed emissionband, 

it was not possible to determine the half-width of the emission band 

originating from the F+-center alone. In spite of this, an attempt was 

made to determine the effective frequency, w, and the Huang-Rhys factor, 

+ S, for the F -center by choosing to ignore the presence of the 2.7 eV 

impurity band below 77 K and assuming the entire emission band observed 

+ in this temperature range to be due to the F -center. The plot of 

-1 W(T) 2 
coth [W(O)J as a function of l/T (see Equation II-19), however, did 

not yield a straight line for either the proton or the neutron irradi-

ated sample, and thus the attempt was abandoned. 

+ 
Even if it were possible to determine the half-width of the F emis-

sion band as a function of temperature, additional problems may be en-

countered in efforts to determine the effective frequency, w, and the 

Huang-Rhys factor for this defect. The relationships described in 

Chapter II-Section IV were developed, in general, for Gaussian absorp-

tion bands and systems for which the Jahn-Teller effect was not signif i-

+ 
cant. These again are not valid assumptions for the SrO F -center. 

+ 
The F -center in SrO is a Jahn-Teller coupled system in absorption 

(49,60) with the Jahn-Teller effect contributing significantly to the 
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asynunetric shape of the absorption band. 

The main feature of the photoresponse of SrO at high photon 

energies, Figures 25 and 27, is the relatively abrupt increase in the 

vicinity of 5.3 eV. A steep rise in the photoresponse is expected when 

the incident photon has an energy equal to the band gap of the crystal 

(92). A threshold for intrinsic photoconductivity then occurs. Photons 

of higher energy do not penetrate far into the surface because of the 

strong absorption of the crystal and the photoresponse usually decreases 

(55). Our results indicate, therefore, a value for the photoconducting 

band gap of SrO of 5.3 eV, which is somewhat lower than has been given 

previously (20). It appears that the exciton bands at 5.7 eV and 5.8 

eV (84) are about 0.5 eV above the bottom of the conduction band. 

+ In conclusion, we see that the F -center in SrO produces photocon-

ductivity in a manner very similar to that of the F-center in the alkali 

halides, which in light of the net positive charge on the defect is in 

some ways surprising. It also appears that the theoretical model being 

used by Wood and Wilson to calculate the electronic structure of this 

defect is a good approximation of the system since their results are in 

substantial agreement with our experimental results. We now move on. to 

+ 
the experimental results obtained for the F- and F -centers in CaO which 

will be presented in the following chapter. 



CHAPTER V 

EXPERIMENTAL RESULTS AND DISCUSSION: CALCIUM OXIDE 

I. Introduction 

+ In the preceding chapter, it was shown that F -centers in electron 

irradiated SrO (27,82) produce photoconductivity in a way reminiscent of 

F-centers in alkali halides (55). In this chapter the results of ex-

+ 
perimental investigations of the electronic structure of both F and F -

centers in CaO (26,83) will be presented. CaO is the most convenient 

alkaline earth oxide to use for this type of investigation because it 

+ 
can be obtained comparatively pure and because the F and F optical bands 

are well separated in energy (7). Photoconductivity measurements onMgO 

(80,87) and Bao (81) containing F-type centers are more difficult to 

+ 
interpret because the F and F bands overlap in these materials. The 

+ 
F band in CaO has been observed in samples which had been neutron irra-

diated (29,38,93),proton irradiated (83), electron irradiated (25,26,83) 

or additively colored (38,93). . + 
In CaO the asymmetric F absorption band 

is located at 3.65 eV (340 nm) with a corresponding luminescence band 

centered at 3.35 eV (370 nm) (25). The F band has been observed in addi-

tively colored crystals (40) and in crystals colored accidentally during 

growth (41) as well as in electron or proton irradiated samples (26,83). 

The F absorption band is located at 3.1 eV (400 nm) with luminescence 

bands at about 2.05 eV (605 nm) (41,47). 

132 
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Detailed measurements which yield information about the vibronic 

+ 
properties of the F -center have been made on MgO and CaO (7) . Similar 

+ . + 
absorption studies have been made on the F -center in SrO (49) . The F 

band in CaO shows a clearly resolved zero-phonon line at 355.7 nm and 

associated vibronic structure (46,48,68). None of the other oxide 

F-type bands have yet been found to show vibronic details. 

Detailed calculations of the electronic structure of the F-center 

in alkaline earth oxides have been presented recently (57,58,59) in-

eluding an account of lattice relaxation effects. These results can be 

compared satisfactorily with the results presented here. No such de

+ 
tailed calculations for F -centers are currently in the literature. It 

shall be seen below, however, that F+-centers in cao appear to behave, 

+ 
so far as our experiments were concerned, similarly to F -centers in SrO 

and F-centers in alkali halides. 

II. Irradiation and Optical Absorption 

Samples of CaO about 10 x 5 x 2 mm in dimensions were cleaved from 

a boule (S/N 120-021172) which was supplied to us by Dr. Y. Chen of Oak 

Ridge National Laboratory. Crystals of nominally 99.5% pure CaO about 

10 x 5 x 2 mm in dimensions were also obtained from W. & C. Spicer, Ltd. 

For reasons which will be explained in Section III, the Spicer samples 

did not prove satisfactory for our work. Unless specifically indicated 

otherwise, all experiments described in this chapter were performed on 

CaO samples from ORNL .. 

The optical density of the unirradiated CaO crystals at 77 K, 

illustrated in Figure 40, increased from approximately 0.1 at 2.0 eV to 

nearly 2 at 6.0 eV with no obvious absorption peaks in the spectrum. 



> 
I-
(/) 
z 
w 
c 
....J 
<( 
() 

la. 
0 

600 500 400 

WAVELENGTH (nm) 

300 

134 

2 .----.~---...--~---.---~or---~~~~~-~~~~--. 

1 

0 .__ __ __._ __ 

2 

__ .-/" 

3 4 

ENERGY (eV) 

5 

Figure 40. Optical Density of Unirradiated ORNL-CaO at 77 K 

6 



135 

This is similar to results reported by Bessent et al. (29) and the opti-

cal density of the unirradiated sample shows the familiar increase as 

the incident photon energy approaches the band gap energy of Cao (-7 eV) 

( 18) . 

The optical density of CaO which had been irradiated at room tern-

. h 60 . h d perature wit a Co gamma source showed no differences w en compare 

to that of the untreated crystal. As was the case for SrO in the pre-

ceding chapter, gamma-irradiation alone proved ineffective in producing 

F-type defects in CaO. 

The absorption spectrum measured at 77 K of an electron irradiated 

sample is shown in Figure 41. The crystal was irradiated at 77 K with 

17 2 
1.5 MeV electrons to a dose of approximately 5 x 10 electrons/cm . 

+ 
The irradiation produced the asymmetric F band located at 3.65 eV and 

a small F band at 3.1 eV. 
+ The F band has an optical density of about 

0.26 compared to an optical density of about 0.02 for the F band. Note 

+ 
also the presence of a resolved zero-phonon line at 355.7 nm on the F 

band. As mentioned above, Cao stands alone among the oxides in showing 

+ 
such vibronic structure although the F band in SrO does have the 

asymmetric shape. 

In Chapter IV we showed that electron irradiation of SrO, although 

generally ineffective in producing enough F-type defects to give rise to 

+ + 
an F or F absorption band, actually did yield F -centers as evidenced 

by our photoconductivity measurements. This infor~ation, in conjunction 

with the above absorption spectrum for electron irradiated CaO, seems to 

indicate that, for at least some initial period, electron irradiation of 

+ 
the alkaline earth oxides produces predominantly F -centers rather than 

F-centers. After sufficient electron irradiation, F-centers are expected 
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+ to be more numerous than F -centers (1). Apparently, even though the 

+ . 
F -center is a deep trap, and should therefore attract a second electron, 

there must be other deep traps in the crystal which compete for the elec-

tron. As these traps are filled, the second electron begins to occupy 

+ . + 
the F -center. The formation of F -centers should then saturate accom-

panied by a corresponding increase in the formation of F-centers with 

+ 
the final result that F-centers would be more numerous than F -centers. 

In our electron irradiations, however, we were never able to reach or 

+ 
even approach the point at which F-centers were more prevalent than F -

+ 
centers. A study of F- and F -center concentration versus irradiation 

dose could bear further investigation. 

+ 
Figure 42 illustrates the optical density of the F band in an 

electron irradiated sample of Cao measured at four different tempera-

tures. Note the zero-phonon line at 355.7 nm and the asymmetric shape 

of the band. 
+ 

The integrated absorption of the F band is nearly inde-

pendent of temperature and the peak of the F+ band shifts to slightly 

lower energies with increasing temperature. The thermal expansion of 

the lattice contributes in part to this shift. 

Figure 43 shows the optical density measured at 77 K for a cao 

1 · d. d 77 1 16 / samp e irra iate at K to a dose of approximately 5.6 x O protons 

2 
cm • The main features introduced by the irradiation are the asymmetric 

+ 
F band located at 3.65 eV having an optical density of about 1.7 and 

the F band, locatedat3.l eV with an optical density of about 0.5. This 

behavior is in contrast to that described in the previous chapter for 

+ 17 
SrO in which only the F band was measurable following a dose of 2 x 10 

2 
protons/cm at 195 K. Proton irradiation at 77 K seemed to introduce 

the F-type bands in Cao at about 2-3 times the rate of irradiation at 
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195 K. 

Although proton irradiation is more efficient than electron irradi-

ation in producing F-type defects in CaO, the electron irradiated samples 

gave more satisfactory photoconductivity results since these samples 

have principally single defects throughout the bulk of the crystal. 

Electron irradiated samples were therefore used in the photoconductivity 

+ 
measurements reported here. Fluorescence measurements on the F -centers 

in CaO were made on electron irradiated samples and on the F-centers 

using additively colored samples from Oak Ridge National Laboratory. 

III. Photoconductivity 

The main part of the experimental results which remain to be de-

scribed in this chapter concern the photoresponse of F-type centers in 

CaO. The temperature dependence of the luminescence intensity and the 

lifetime of the fluorescence from these centers as they relate to the 

photoconductivity were also investigated. The spectral dependence of 

the photoresponse will be described in this sectionandthe temperature 

dependence of the photoresponse and fluorescence will be presented in 

the following section. The effects of gamma-irradiation and optical 

bleaching of the samples will be discussed in Section V. 

Figure 44, curve a, illustrates the photoresponse, nw , of an un
o 

treated sample of Cao at 77 Kover the spectral range from 2.5 to 4.5eV. 

It can be seen that the photoresponse was immeasurably small until the 

incident photon energy was at least 3.4 eV and that there was, then, a 

photoresponse band located near 3.8 eV. Subsequent Y-irradiation of the 

sample at room temperature for several hours had little effect, except 

that the photoresponse below 3.0 eV was enhanced, although Y-irradiation 
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alone did not introduce any prominent photoresponse bands into the. 

sample. 

Figure 44, curves b and c, shows the photoresponse of a sample of 

CaO following irradiation at 77 K with 1.5 MeV electrons to a dose of 

17 2 
approximately 5 x 10 electrons/cm , and subsequent Y-irradiation at 

room temperature for about thirty minutes just prior to being mounted in 

the cryostat. The effect of Y-irradiation was to enhance the F-center 

+ 
photoresponse relative to the F -center photoresponse as shall be dis-

cussed in Section V. Curves b and c show the photoresponse of the same 

sample measured at 77 Kand 300 K, respectively. The main features in 

the photoresponse were the nearly temperature independent band centered 

at 3.1 eV and the temperature dependent band near 3.65 eV. Electron 

irradiation is known to introduce both F-+:_and F-centers in CaO (1) and 

by comparing the spectral dependence of the photoresponse to the optical 

absorption we shall show below that the photoresponse bands at 3.1 and 

3.65 eV originate from F-and F+-centers, respectively. 

The photoresponse at 77 K of a Cao sample irradiated at 77 K to a 

16 I 2 . dose of about 5 x 10 electrons cm is shown in Figure 45, curve a. 

Figure 45, curve b, shows the photoresponse at 77 K of a sample which 

16 2 
was irradiated at 77 K to a dose of about 3 x 10 protons/cm . The 

samples used for the measurements shown in Figure 45 were Y-irradiated 

at room temperature just prior to mounting in the photoconductivity cryo-

stat. It can be seen that the spectral dependence of the photoresponse 

is similar for both the electron and proton irradiated samples and that 

both exhibit bands located at 3.1 and 3.65 eV. Upon inspection of Figure 

45, curves a and b, and Figure 44, curves b and c, in conjunction with 

Figure 41 or 43, one is irrunediately drawn to the tentative conclusion 
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that the photoresponse bands at 3.1 eV and 3.65 eV originate from F- and 

+ . f F -centers, respectively. However, because of some overlap o the ab-

sorption bands, a.correlation between the photoresponse and absorption 

+ + 
bands is more difficult for the F•and F -centers in CaO than for the F -

center in SrO. In addition to these bands the absorption spectrum has 

a band at 4.8 eV which is also apparent in the photoresponse. This band 

may be associated with anion-cation vacancy pairs which have been ob-

served optically in deformed Cao (85,94). 

It can be seen in Figure 44, curve c, that the asymmetric and tern-

perature dependent band located at 3.65 eV is by far the most prominent 

feature in the photoresponse of the electron irradiated sample at 300 K. 

+ 
This band can be shown to be due to F -centers by comparing it to the 

+ 
intensity of the light absorbed into the F band by the same crystal. 

The continuous curve at the top of Figure 46 shows the photoresponse at 

300 K of an electron irradiated sample in which the 3.1 eV band (F band) 

was further diminished by optical bleaching (see Section V). The broken 

curve at the top of Figure 46 shows the spectral dependence of the light 

absorbed in the same sample. The broken curve is, therefore, propor-

tional to [1-exp(-ad)] where a is the absorption coefficient of the F+ 

band at 300 K. Assuming that the reflectivity of the sample and nT re

+ 
mained constant over the F band, the close agreement between the two 

curves, which were normalized at 3.7 eV, shows that the photoconductiv-

+ 
ity at 300 K originated from F -centers. However, the photorespcnse of 

+ 
the sample and the spectral dependence of the absorption in the F band 

at 77 K are not similar, as can be seen at the bottom of Figure 46. 

Since there is no reason to suppose that the temperature dependence of 

+ nT was a function of wavelength across the F band, we conclude that the 
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Figure 46. Comparison of the Spectral Dependence of the Photore
sponse, nw 0 , in Electron Irradiated Cao (Continuous 
Curves) and the Optical Absorption of the F+ Band in 
the Same Crystal (Broken Curves) at 77 K and 300 K 
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photoconductivity of the sample at 77 Kin the region of 3.7 eV origi-

nates mainly from an unidentified impurity. 

A similar comparison cannot, however, be done for the F-center in 

CaO because although the photoresponse band centered at 3.1 eV in Figure 

44, curve b, appears similar to the F band, it is partially masked by 

the presence of the 3.7 eV band and the background photoresponse. A 

more indirect method must therefore be used to verify that the photore-

sponse band located at 3.1 eV is due to the F-center in CaO. Using the 

fact that the F band photoresponse could be optically bleached at 77 K 

(see Section V), the photoresponse of the F band was obtained over a 

comparatively wide spectral range. In Figure 47, curve a, is shown the 

photoresponse at 77 K of a sample which had been irradiated to a dose 

f . 3 17 I 2 o approximately x 10 electrons cm • Figure 47, curve b, shows the 

photoresponse of the same sample after being bleached for 2 hours at 77K 

with 3.1 eV light from a xenon lamp. As well as destroying the F band 

photoresponse, bleaching also reduced the photoresponse generally be-

tween 2.5 eV and 4.5 eV. In order to obtain the F band photoresponse, 

curves a and b were normalized at 4.5 eV and then subtracted to obtain 

the broken curve in Figure 47. The broken curve, which represents the 

spectral dependence of the F-center photoresponse, has a peak at 3.1 eV 

and a half-width of about 0.5 eV. This band was compared to and was 

found to be similar to the F band in additively colored cao as reported 

by Modine (42). 

The Spicer Cao crystals. gave results which were basically similar 

to those obtained with the ORNL samples. A comparison of the photore-

sponse optained on electron irradiated samples from W. & c. Spicer and 

Oak Ridge National Laboratory is illustrated in Figure 48. Curve a 
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Figure 47. Comparison of the Spectral Dependence of the Photore
sponse, nw 0 , in Electron Irradiated CaO Before and 
After Illumination in the F Band for Two Hours at 
77 K With 400 nm Light, Curves a and b, Respective
ly. All measurements were made at 77 K. The 
broken curve, obtained as described in the text, 
represents the spectral dependence of the F band 
photoresponse 



148 

,... 
I 

> 
C'll 

E 
0 

0 

3 
1x1612 

C" 

2 3 4 5 

ENERGY (eV) 

Figure 48. Spectral Dependence of the Photoresponse of Cao at 77 K 
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simple Irradiated at 195 K to a Dose of About 1 x 1018 
Electrons/cm2 ; Curve b) ORNL-sample Irradiated at 77 K 
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shows the photoresponse measured at 77 K on a Spicer Cao sample which 

18 2 
had been irradiated at 195 K to a dose of about l x 10 electrons/cm 

and had an optical density of about 0.04. (This irradiation was per-

formed with the sample in the optical cryostat in front of the Van de 

Graaff extension tube) . Curve b is the photoresponse at 77 K on an ORNL 

17 
sample which had been irradiated at 77 K to a dose of about 3 x 10 

2 
electrons/cm and had an optical density of about 0.1. Both crystals 

received an additional 30 minute Y-irradiation at room temperature im-

mediately prior to photoconductivity measurements. One can readily see 
I 

that the results for the Spicer and ORNL samples are similar but the 

background photoresponse produced by irradiation of the Spicer samples 

+ 
was relatively larger and tended to mask the F and F bands which were 

more easily observed in the ORNL samples. Consequently, since this 

"masking" further complicated the analysis of data, the experiments re-

ported here were performed on cao samples from ORNL. 

The photocurrent o~iginating from the 3.1 eV and 3.65 eV bands 

reached its maximum value within a fraction of a second (the response 

time of the detection system) and was constant with constant illumina-

tion. The photocurrent from these bands also fell to zero equally fast 

upon removal of the incident light. The photocurrent at 3.1 eV and 3.65 

eV was directly proportional to the applied electric field up to 1500 

V/cm and also to the incident light intensity as the intensity was varied 

by a factor of 70. These measurements, accurate to within an experi-

mental error of a few percent, are illustrated in Figure 49. An applied 

electric field of about 500 V/cm was usually used during the photocon-

ductivity experiments. 

Using the technique described in the previous chapter, due to Peria 
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(87), our results indicate the sign of the charge carrier to be neg~tive 

for the 400 nm F-band in CaO, as expected. We were unable, however, to 

determine satisfactorily the sign of the charge carrier for the 340 nm 

+ F band in Cao using this technique. As will be seen in Section IV, the 

+ 
F -centers are not effectively fully ionized until a temperature of about 

300 K is reached. At this temperature, however, the dark current is 

also large and accurate photocurrent measurements are comparatively dif-

ficult to make. 

IV. Temperature Dependence of Photoconductivity 

and Fluorescence 

It was seen in Figure 44 that the F band photoresponse was nearly 

+ 
independent of temperature between 77 K and 300 K, whereas the F band 

photoresponse increased significantly over the same temperature range. 

+ The detailed temperature dependence of the F and F band photoresponse 

between 65 Kand 350 K is shown in Figure 50. The different symbols in 

Figure 50 indicate measurements made during different experiments, which 

were made necessary in part by the sensitivity of the F band photore-

sponse to bleaching. Between individual experiments the sample was Y-

irradiated at room temperature for about thirty minutes in order to 

restore the F band photoresponse as we discuss below in Section V. 

In a separate experiment, the thermally stimulated or dark current 

was also measured over the temperature range from 77 K to 250 K. Avail-

able traps had been filled by ultraviolet illumination of the sample at 

77 K in the absence of an electric field. With an electric field across 

the crystal, the dark current was measured as the sample warmed. The 

small dark current rose sharply in the region of 230 K. In spite of 
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+ 
this large dark current, the increasing photocurrent from the F -center 

was markedly noticeable and was easily obtained as a function of in-

creasing temperature. 

Below about 210 K the photoresponse in the region of 3.7 eV origi-

nated mainly from an impurity band which was discussed in Section III, 

+ 
and it was only above 230 K that the F band was recognizable. The 

sharp increase in F+ band photoresponse with increasing temperature be-

ginning at 210 K is indicative of a thermally assisted ionization. The 

possibility that this increase was due to a thermally extended range of 

the charge carriers (55) was ruled out because the photocurrent reached 

its maximum value within a fraction of a second (the response time of 

the detection system) and fell to zero equally fast upon removal of the 

incident light. If we assume that w and the oscillator strength, f, . 0 

remain independent of temperature over the interval of interest, the 

increase in the photoresponse between 230 K and 300 K is then due to an 

increasing quantum efficiency for thermal ionization. 

+ 
In addition, the increase in F photoresponse with increasing tern-

perature was accompanied by a corresponding decrease in the fluorescence 

yield of the F+ emission, as we will now show. 
+ 

The F emission band 

shape was measured at various temperatures between 77 K and 350 K using 

the same sample that was used for the photoresponse measurements in 

Figure 50. 
+ 

The F emission band measured at 77, 175, 243 and 346 K is 

illustrated in Figure 51. For these measurements the luminescence was 

+ 
excited with the 334.2 nm line from a mercury lamp. The F emission 

band is centered at 3.35 eV (25) and M , which is proportional to the 
0 

area under the emission curve, measures directly the number of centers 

involved in absorption and emission. M is expected to be temperature 
0 
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The F -emission Band in Electron Irradiated Cao Meas-
ured at Various Temperatures. The luminescence was 
excited with the 334.2 nm line from a mercury lamp 
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insensitive provided the quantum efficiency for fluorescence remains 

constant. The temperature dependence of the normalized zeroth moment, 

M , of the F+ emission is shown in Figure 52. It can be seen that M 
0 0 

remained constant at temperatures between 77 K and 120 K and then de-

creased continuously with increasing temperature up to 350 K, which was 

the maximum temperature obtained. The electron in the relaxed excited 

state of the center has two principle competing modes of escape: 1) 

radiative decay to the ground state (fluorescence) and 2) thermal ioni-

zation of the charge carrier (photoconductivity). For the simple two 

level model developed in Chapter II, the fraction of excited centers 

which decay by luminescence is given by n (Equation II-25) and the 
R 

fraction which decay by thermal ionization is given by nT (Equation II-

24), such that nR + nT = 1. Only one excited state is considered and 

other modes of escape are neglected. When taken in conjunction with the 

photoresponse data, Figure 50, which represents an increase in the 

quantum efficiency for then:nal ionization, we see that the decrease in 

+ M then represents a decrease in the quantum efficiency for the F fluo
o 

+ 
rescence. Notice that the increase in free electron yield from F -

centers which should be apparent in Figure 50 between 120 K and 200 K 

was masked by the temperature independent photoresponse from the 3.7 eV 

impurity band. The results presented in Figure 52 are in substantial 

agreement with those of Evans et.al. (46) which were obtained from 

+ 
neutron irradiated CaO. These samples contained a preponderance of F -

centers. However, our results are somewhat different from those obtain-

ed by Henderson et al. (25) on heavily electron irradiated Cao. Hender-

son et al. found an increase in M of about 20% between 100 K and 230 K, 
0 

followed at temperatures above 230 K by a decrease in M similar to that 
0 
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Temperature Dependence of the Zeroth Moment, M0 , of theF + 

Luminescence Band in Electron Irradiated CaO. The meas
urements were made on the same sample used in obtaining 
Figure 50 
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+ 
temperature occurred because of conversion of F-centers to F -centers by 

the exciting light (25,95). A conversion of this kind has been observed 

by Kemp et al. (93) in additively colored Cao and by Chen et al. (35) in 

electron irradiated MgO. In our samples, however, the concentration of 

+ 
F-centers was small (see Section V) and any F to F conversion which 

+ 
occurred would not significantly increase the concentration of F -

centers. 

Considering the results shown in Figure 50 for the F-center photo-

response, we see that as the temperature increases from 65 K to 300 K 

the photoresponse remains fairly insensitive to this temperature change 

except for a gradual decrease, due in part to bleaching of the F-centers. 

There is no indication of thermal ionization occurring in this tempera-

ture range. We may infer that if a sharp increase characteristic of 

thermally assisted ionization does occur, it does so at temperatures be-

low 65 K which suggests that the relaxed excited state of the F-center 

lies very close to the bottom of the conduction band. These experimental 

results are consistent with the calculations of Wood and Wilson (58,59). 

The F-center emission spectra was also measured over the tempera-

ture range from 77 K to 350 K. Several such curves are shown in Figure 

53. The F-center luminescence was excited with the 365 nm line from a 

mercury lamp and the peak of the emisson occurred at about 2.05 eV (25, 

41,47). The peak at about 2.15 eV which was also measured in our sample 

is thought to be associated with an impurity. These measurements, which 

were made on additively colored samples supplied to us by Dr. Y. Chen, 

were in close agreement with those obtained by Henderson et al. (25). M , 
0 

for the F-emission, decreased from 1.0 at 77 K to about 0.1 at 250 K. 
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Figure 53. The F-emission Band in Additively Colored Cao Measured at 
Various Temperatures. The luminescence was excited 
with the 365 nm line from a mercury lamp 
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This decrease in M with increasing temperature was not matched by an 
0 

increase in free electron yield (Figure 50) since the photoresponse re-

mains essentially insensitive to temperature over the range reported 

here. This suggests that the luminescence from the F-band is quenched 

by a more indirect process. The data in Figure 50 will be further dis-

cussed in Section VI. 

The fluorescence lifetime of the F+ emission was measured on the 

same sample that was used for the photoresponse measurements, Figure 50, 

and the luminescence results, Figure 52. The emission decay curves were 

obtained in the temperature range from 77 K to 300 K. It was found that 

the fluorescence lifetime was at least as fast as the resolution of the 

apparatus, i.e., 30 nsec, over the whole temperature range from 77 K to 

300 K, in a region where we have seen the fluorescence yield was de-

creasing and the free electron yield was increasing. A possible explana-

tion of these results will be discussed in Section VI. 

V. Irradiation Effects 

We have described above how illumination into the F band tended to 

bleach the F-center photoresponse. The bleaching occurred with high 

efficiency at temperatures down to at least 77 K. It was also found that 

the spectral dependence of the photoresponse of a sample which had been 

electron irradiated several days before measurements were made, was 

similar to that of a bleached sample, which can be seen in Figure 47, 

curve b. The F-band photoresponse could be restored by Y-irradiating 

the sample at room temperature for about thirty minutes just before 

mounting it in the cryostat. The restoration of the F-center photore-

sponse by Y-irradiation was quite dramatic. For example the photore-
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sponse curve, Figure 47, curve a, could be reproduced from the bleached 

or aged sample by Y-irradiation for only a few minutes. Results similar 

to ours on aged samples were obtained by Roberts and Crawford (80) in 

electron irradiated MgO, in which Y-irradiation was necessary prior to 

measurement in order to observe the F-center photoresponse. 

+ 
In the preceding chapter it was shown that the F photoresponse for 

SrO could be restored by illuminating the sample for a few seconds with 

light of energy greater than 3.7 eV. In contrast to this, it was found 

that illumination with light of energy greater than 4 eV did not restore 

the F or F+ photoresponse in Cao. Neither did illumination at 77 K of 

the sample with light of energy greater than 2.5 eV enhance the photo-

response of the 3.7 eV band at the expense of the F band or bleaching 

with light of energy less than 2.5 eV have the opposite effect as was 

suggested by Kemp et al. (93). Kemp et al. showed that this intercon-

version process did occur in additively colored Cao crystals by comparing 

+ 
the optical absorption bands for the F-and F -centers. 

In our samples the increase in F-center photoresponse was not ac-

companied by an increase in F-center concentration, as measured by the 

optical absorption of the sample. In Figure 54 the broken curve shows 

+ 
the optical absorption of a sample containing F-and F -centers produced 

by a previous electron irradiation. The sample had then been stored 

several days at room temperature before measurement. It can be seen 

+ 
that the sample contained mostly F -centers but that there is a small 

number of F-centers also present. After the sample had been Y-irradi-

ated at room temperature for thirty minutes the absorption spectrum, 

shown as the continuous curve in Figure 54, was measured. It can be 

+ seen that the F band was increased slightly by the irradiation while 
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the F-band was diminished. The effect of Y-irradiation on our electron 

irradiated samples was, therefore, similar to the effect of ultraviolet 

light on the additively colored Cao samples used by Kemp et al. (93). 

The increase in F-center photoresponse following Y-irradiation of 

our sample was, therefore, not due to an increase in the number of cen-

ters. Recall that the photoresponse of the crystal for a given wave-

length of incident light is expressed as the product, nw , where n is 
0 

the free carrier yield and w is the mean range of the carriers in the 
0 

direction of a unit applied electric field. Frequently an increase in 

the photoresponse is attributed to the quantum efficiency, which in 

this case would imply an increase in the number of centers producing 

this photoresponse. But as has already been pointed out, the optical 

absorption measurements (Figure 54) show that this is not the case. 

Rather the increase in F-center photoresponse following Y-irradiation 

is due to an increase in the mean range, w0 , of the electrons released 

by the incident light. We estimate that the mean range was increased 

in this way by a factor of at least thirty. The fact that the photore-

sponse in the spectral region of 3.7 eV was not increased by an equally 

large factor (see Figure 47) may suggest that the charge carriers re-

leased at 3.7 eV are positive holes rather than electrons. A variation 

in the sign of the charge carriers released by incident light of differ-

ent wavelengths has been observed previously in MgO, for example (87). 

The changes in photoresponse and optical absorption of our samples 

described above were only temporary. After several days the sample re-

verted to its equilibrium state. It is apparent that the trapping 

mechanisms operative in CaO samples containing F-type centers are quite 

complicated. However, one possible line of further investigation is 
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+ the dependence of the photoresponse of F - and F-centers on the absolute 

and relative number of centers present. 

+ 
The F band photoresponse could not be optically bleached even at 

+ 
room temperature. It is already well known that the F absorption band 

cannot be bleached optically (7). Figure 50 shows that at 77 K illumi

+ 
nation of the F band does not produce free charge carriers so that no 

optical bleaching would be expected. Illumination at room temperature, 

which does produce free charge carriers, must produce a metastable state 

. + 
of the crystal which then returns to the initial state, i.e., F -centers, 

upon removal of the incident light. An alternative consideration is 

that the samples contain a significant concentration of oxygen vacancies, 

. 2+ 
i.e., F -centers. These would be expected to be strong electron traps 

d . + 
an once having trapped an electron would become F -centers. 

VI. Analysis and Discussion 

The electronic structure of the F-center in CaO calculated by Wood 

and Wilson (57,59) is in substantial agreement with experimental results, 

including those reported here. The F band corresponds to an allowed 

l 1 
transition from the A ground state to the T excited state. Accord-

lg lu 

ing to present theory (59) (Figure 55) absorption occurs into two 1T 
lu 

. h l l . excited states, t e second level, T ying roughly two tenths of an 
lu,2 

eV above the first in absorption. According to calculations the two 

absorption transitions contribute a1most equally to the strength and 

half-width of the absorption band. 
1 

The charge density in the Alg 

ground state is localized in the vacancy whereas in the 1Tlu,l and higher 

states it is well outside of the vacancy. In emission the relaxed ex-

cited 1 T state (not shown on the configuration coordinate diagram 
lu,2 
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for emission} was found within about 0.05 eV of the conduction band. It 

is highly probable that the release of electrons for photoconductivity 

l occurs from the T state. Thermal ionization across such a small 
lu,2 

energy gap would be expected to occur below 65 K which explains why no 

significant temperature dependence in the F band photoresponse is ob-

served above 65 K and also why the F-center could be optically bleached 

at 77 K. 

Let us recall similar experimental measurements on the F-center in 

+ 
KCl (73) and the F -center in SrO (Chapter IV of this dissertation) for 

which a sharp increase in the free electron yield was accompanied by a 

corresponding decrease in the fluorescence yield over a given tempera-

ture range. In light of this, we might then expect that since there 

was no such increase in the free electron yield for the F-center in Cao 

with increasing temperature, the fluorescence yield (as measured by the 

Zeroth Moment) should also remain nearly constant over the same temper-

ature range. This, however, is contrary to the results reported in 

Section IV. There is no simple explanation for this apparent conflict. 

Theoretical calculations suggest that there are many excited states and, 

in fact, curve crossing. The luminescence may be quenched by radiation-

less transitions between a given excited state and the other nearby ex-

cited states. This suggestion is further supported by experimental 

results for the emission from the Cao F-center (47). At temperatures 

0 3 
below 25 C, Bates and Wood (47) report that the T level is predomin

lu 
3 1 

antly populated, and therefore the T + A transition is dominant. 
lu lg 

h . l l 
As t e temperature increases, the T level ( T 1 according to Wilson 

lu lu, 
3 l 

(91)) becomes populated at the expense of the T level and the T + 
lu lu 

l .. 
Alg transition becomes dominant. The two transitions lie within about 
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0.05 eV of one another. These emission results are consistent with ours 

reported in Section V, which were obtained at temperatures less than 

300 K. 

At this point it is also worth reporting that the photoconductivity 

produced by illuminating additively colored samples (see Appendix B) 

18 -3 
containing a large number of F-centers (- 10 cm ) had some unusual 

features. The photocurrent decreased as the illumination continued and, 

in addition, a transient dark current was produced which took several 

minutes to decay at 77 K. The fluorescence of these samples also con-

tained a component with a lifetime of the order of minutes which appears 

related to the transient dark current described above. A similar tran-

sient dark current is produced by illumination of the F-band in additive-

ly colored MgO (80) • 

It was shown in Chapter IV, Section V, that the temperature depend-

+ 
ence of the F band photoresponse in SrO could be analyzed quite well in 

terms of a two level model. A similar analysis for the temperature 

+ 
dependence of the F band in Cao, though possible, is more difficult 

+ 
because the impurity photoresponse at 3.7 eV masks the F band photore-

sponse below 210 K. 

In order to make use of the relationship 

1 
(- - 1) 
nT 

T E /kT 
(_..Q.) e a 
TR 

where n is the free carrier yield; E , the activation energy for thermal 
T a 

ionization; T , the radiative lifetime; l/T , the pre-exponential fre-
R o 

quency factor for thermal ionization; k, Boltzmann's constant; and T, the 

temperature, we assume that at 300 K (see Figure 50) an F+-center which 
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had absorbed a photon was thermally ionized with unit probability, i.e., 

at this temperature 11 was equal to 1. In addition, we assume that the 
T 

range, w , did not change over the temperature range from 230 K to 280 K. 
0 

This is not an unreasonable assumption over a small temperature 

range and has indeed been found to be the case in some alkali halides 

(73). With these approximations we can use the data in Figure 50 to 

obtain values for nT as a function of temperature. The results are pre-

sented in Figure 56, from which we obtain a value for E of 0.24 eV and 
a 

4 
a value for T /T of 2 x 10 . Within the model our estimate of E is 

R o a 

to an accuracy of about 20% and the estimate of T /T is within a factor 
R o 

of about 5. In the alkali halides (73) T was found to be within an 
0 

order of magnitude of 
-12 

Assuming similar value in 10 sec. T has a 
0 

alkaline earth oxides, our value of T /T suggests a value for T of 
R o R 

about 20 nsec. This is in good agreement with the radiative lifetime 

T of at least 30 nsec obtained by fluorescence lifetime measurements 
R 

and reported in Section IV. 

In the two-level model a decrease in the quantum efficiency for 

the 

fluorescence with increasing temperature (see Figure 52) is expected to 

be accompanied by a decrease in the effective lifetime of the excited 

state (Equations II-23, II-25). However, any change which occurred in 

the lifetime could not be detected by our apparatus because the radia-

tive lifetime, TR, was apparently shorter than 30 nsec, the resolution 

of the apparatus. 

One would like to be able to 1ook at a curve such as that in Figure 

41 or Figure 43 and be able to make some kind of quantitative statement 

+ . 
as to the relative number of F- and F -centers contained in the sample. 

However, such a comparison cannot be made directly from the curves be-
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cause as we saw from Smakula's equation (Equation II-12) the intensity 

of the absorption depends on the product of two unknown quantities, the 

number of centers, N, and the oscillator strength, f, for the transition. 

The oscillator strength is generally not known and attempts to calculate 

it theoretically are highly suspect. Kemp et al. (96) have reported, as 

a result of ESR measurements, a value, f = 0.8, for the oscillator 

strength for the F+ absorption in Cao. The oscillator strength for the 

CaO F-center lA 1 
T and 

1 lT absorption transitions have + Alg + 
lg lu,l lu,2 

been calculated by Wood and Wilson (59) as 0.1 and 0.08, respectively. 

(They also report that these values appear to be too small.) 

If we assume that these values are correct for the oscillator 

+ . 
strengths of the F- and F -center absorption in CaO, we can determine 

+ 
the approximate ratio NF+/NF of F -centers to F-centers in a sample. 

. + 
For example, consider the data in Figure 43 in which the F band has an 

optical density of about 1.7 and a half-width, W +• of about 0.41 eV 
F 

and the F band has an optical density of about 0.5 and a half-width, WF, 

of about 0.4 eV. From Equation II-12 we have 

nl 
w + 2 2)2 

a 
N + fF+ (nl + 1 F 

F 
N f n2 F F w 

(n2 
2 2 a2 F 

+ 2) 

where n 1 , n 2 are the indices of refraction for the sample and a 1 , a 2 
0 0 

the absorption coefficients measured at 3400 A and 4000 A, respectively. 

In the approximation that n - n and using the relation a= 2.303(00)/d 
1 2 

with the data in Figure 43 and f = 0.8 and f = 0.18 (f 
F+ F lA 

lg 

+ 
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f 1 1 ) we have N /N - 0.8. In other words, if we assume that 
F+ F 

Alg + T lu,2 

the oscillator strength for the F-center is about 0.18, as calculated 

+ 
by Wood and Wilson, there are approximately equal numbers of F-and F -

centers present. This is not what one would tend to think at a first 

glance of Figure 43. However, 0.18 is very likely too small for the 

F-center oscillator strength. Using the data in Figure 43, there is a 

whole range of values that the ratio NF+/NF can take on, depending on 

the value of the oscillator strength of the F-center. For example, 

fF = 2 the maximum value possible. Without knowing fF, we cannot make 

+ 
a definite quantitative statement about the ratio of N /N of F - to 

F+ F 

F-centers in the sample. It is likely that these two excited states, 

1T and 1T , are the two most important ones and therefore contain 
lu,l lu,2 

most of the oscillator strength which sums to two. Consequently, it is 

probably correct that the sum of the oscillator strengths for these two 

transitions is much greater than 0.24, and probably even greater than 1 

and the ratio NF+/NF > 4. Such an analysis is the basis for statements 

made earlier in this dissertation to this effect. 

The temperature dependence of the emission band half-width can be 

used to determine the effective frequency, w, of phonons interacting 

with the electronic states of the defect and the Huang-Rhys factor, S, 

+ 
for the CaO F -center as described in Chapter II, Section IV. Though 

the determination of the effective frequency and the Huang-Rhys factor 

was not among the original major objectives of, this dissertation, it is 

instructive to use our data to compµte this and compare it with other 

values. Figure 57 shows the temperature dependence of the emission half-

width measured over the temperature range from 77 K to 350 K. The ex-
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trapolation is based on similar measurements reported by Escribe and 

Hughes (68), for absorption, and Henderson et al. (25,41) for emission, 

in which there is very little change in the half-width between 4 K and 

77 K. Using the temperature dependent relationship for half-widths 

given in Equation II-19, we obtain the relation 

-1 
co th 

2 
[W (T)J 

w2 (0) 

nw (.!..) 
2k T 

which, when using the data in Figure 57 and assuming W(O) - W(77), yields 

the curve in Figure 58. From the slope of the straight line we obtain 

-1 
an effective frequency v = 307 cm The Huang-Rhys factor can then be 

determined by several methods, including: 1) the band half-width rela-

2 2 2 
tion from Equation II-16, 17, [w(o)] = 8 ln 2 Sfl w and 2) the separa-

tion of the band centroid and the zero-phonon line (o = Silw, see Chapter 

II, Section IV). Our results are shown in Table VI along with other re-

ported results obtained by similar measurements. Our results are more 

or less in agreement with those reported earlier. The value, S', of the 

Huang-Rhys factor obtained above is that associated with either of the 

two non-cubic Eg or T2g vibrational modes which are thought to couple 

+ 
equally (67,68) to the excited electronic state of the F -center in Cao. 

The effective Huang-Rhys factor (68) can then be approximated by 

S' , gives S 

+ 3/2 S which for the equal coupling case, SE 
T2g g 

SS' 10 "f . h ~2- - i coupling to t e A1 breathing modes is ignored. 
g 

This result is in agreement with values reported by other authors (25, 

68) . 

In conclusion we see that besides being in substantial agreement 
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Method 

Emission 

Zero-phonon-line 
centroid separation, o 
8 = S-riw 

Band half-width 
w2 (o) = (8 ln 2) s~2w 2 

Absorption 

Band half-width 

w2 (o) = (8 ln 2) Sf12w2 

TABLE VI 

+ 
MEASURED VALUES OF s,v FOR THE Cao F -CENTER 

Our Results Previous Results 

S' = 3.6; v = 307/cm S' = 3.5; v = 250/cm (Ref. 46) 

S' 3.2 ± 0.7; v = 297/cm (Ref. 25) 

s' 4.18; v = 307/cm s' 4; v 210/cm (Ref. 41) 

s - 13-16 (R. G. Bessent in Ref. 7) . 

S' 3.3; v = 302/cm } s 1.6; v = 205/cm (Ref. 68) 
A 

s :;:: 9.84 ± 1.4 



with previous experimental and theoretical studies our results give 

+ 
further information about the electronic structure of the F- and F -

centers in calcium oxide. 
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CHAPTER VI 

SUMMARY AND PROBLEMS FOR FURTHER STUDY 

I. Summary and Conclusions 

We have reported here an experimental investigation of the elec-

. f + . + . tronic structure o the F -center in SrO and the F- and F -centers in 

cao using the spectral response and temperature dependence of photocon-

ductivity, with associated optical absorption, luminescence and fluores-

cence lifetime measurements. Measurements were made primarily on 

electron and proton irradiated samples with some measurements also being 

made on neutron irradiated and additively colored samples. 

+ 
F -centers can be introduced into Cao by electron, proton, or neu-

tron irradiation, as can also F-centers in Cao, but to a lesser extent. 

. + 
Additive coloration of Cao gives rise to both F- and F -centers with 

+ 
The F -center can be intro-the formation of F-centers being dominant. 

duced into SrO by proton or neutron irradiation. Electron irradiation, 

even at liquid nitrogen temperature, has so far been ineffective in 

+ 
producing F -centers in SrO, at least in so far as being able to produce 

a measurable optical absorption band is concerned. The two electron 

center, the F-center, cannot be introduced into currently available SrO 

by particle irradiation. 

On the basis of charge consideration alone it might be expected 

that the F-centers in the alkaline earth oxides would produce pnotocon-

ductivity in a manner similar to F-centers in the alkali halides, but 

176 
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+ 
that F -centers, being positively charged, would not produce photocon-

ductivity at ordinary room temperatures. The experimental results re-

ported here indicate that the situation is not as straightforward as 

this viewpoint would predict. It was surprising that the results from 

+ . 
the F -center in SrO and CaO most nearly resembled the F-center in the 

+ 
alkali halides. It was thus the F -center which proved to be the most 

interesting and from which we were able to gain the most new informa-

tion. The F-center in CaO was less interesting due to, as our results 

indicated, the very close proximity of the excited electronic state to 

the bottom of the conduction band. SrO proved to be especially inter-

esting and informative since we were able to focus our attention on the 

+ 
single band associated with the F -center, owing to the fact that the 

F-center could not be introduced into currently available SrO by parti-

cle irradiation. This is in contrast to the situation encountered with 

+ 
the other alkaline earth oxides where the presence of both an F and F 

band usually complicate an analysis of the data. 

+ 
The F -centers in SrO and CaO were shown to produce photoconductiv-

ity in a manner very similar to that of F-centers in alkali halides. 

+ 
Since photoconductivity originating from F -centers was unexpected, it 

+ 
is of interest to compare the magnitude of the photoresponse of the F -

center in cao and SrO to that measured from single electron F-centers 

in another material, such as MgF2 (97). For a useful comparison it is 

necessary to compute the value n w for the two centers, where n is the 
T o T 

free electron yield or quantum efficiency per absorbed photon. The 

ratio of incident to absorbed photons striking the sample is given by 

-ad -ad 
I /(I -I e ) , and hence nTwo = nw /(1-e ) . If we estimate.a maxi-

o 0 0 0 

+ 
mum value of 0.002 for the optical density of the F -band for the SrO 
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sample used for Figure 29, we obtain a lower limit of 4 x 10-lO cm2;v 

for n w at 120 K. The F and F+ optical densities of the CaO sample 
T o 

used in Figure 44, curves b and c, are 0.02 and 0.26, respectively. For 

the sample used in Figure 44 we then obtain nTwo 
-10 2 

0.67 x 10 cm /V 

+ . 
for the F -center in CaO at room temperature and n w 

T o 
= 1.1 x 10-lO cm2/V 

for the F-center in cao at 77 K. For low concentration (a=9) F-centers 

in MgF , n w is about 4 x 10-lO cm2;v at room temperature. Therefore, 
2 T o 

the photoresponse per absorbed photon, n w , for all of these centers 
T o 

is the same order of magnitude. 

+ 
The photoresponse of the F -center in SrO increased sharply as the 

temperature increased from 60 K to 110 K (Figure 29) . Similarly the 

+ 
photoresponse of the F -center in cao increased sharply as the tempera-

ture was varied from about 210 K to 300 K (Figure 50) • The zeroth 

+ 
moment, M , of the F emission in both SrO (Figure 39) and Cao (Figure 

0 

52) rapidly decreased as the temperature increased over these respective 

+ 
ranges. The temperature dependence of the F photoresponse can be ex-

plained quite well in terms of a two level model (55). Using this 

+ 
model the thermal activation energy for the F -center photoconductivity 

in SrO was determined as 0.12 eV and in CaO as 0.24 eV. It is interest-

ing that these values are close to those found for F-centers in alkali 

halides (73). For example, for KC!, E = 0.16 eV and for NaCl, E 
a a 

0.07 eV. If we take it that there is a trend in E for the alkaline 
a 

+ 
earth oxides, we would expect the F photoresponse in MgO to become ob-

+ . 
servable only above room temperature and the F photoresponse in BaO to 

be observable at or below liquid nitrogen temperature. The radiative 

lifetime, 'R' could also be predicted from the temperature dependence of 

+ 
the photoresponse for the F -center in SrO and Cao. The radiative life-
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+ 
time, LR' for the F -center in SrO was predicted to be on the order of 

+ 
a microsecond and for the F -center in Cao, L was predicted to be about 

R 

20 nsec. Fluorescence lifetime measurements supported these predictions, 

yielding LR = 0.46 µsec and LR < 30 nsec for the radiative lifetime of 

the excited electronic state of the F+-center in SrO and Cao, respec-

tively. These values can be compared to the radiative lifetime of the 

excited state for the F-center in KCl which was determined to be on the 

order of 0.5 µsec (73). 

The temperature dependence of the photoresponse originating from 

the F-center in Cao (Figure 50) showed no sharp increase in the photo-

response between 60 K and 300 K which would be characteristic of thermal-

ly assisted ionization. This implies that the relaxed excited state of 

the F-center lies very close to the bottom of the conduction band which 

is consistent with the theoretical calculations (0.05 eV) of Wood and 

Wilson (59). Since the F band is photoconducting throughout this tern-

perature range, the curve shows principally the change of mobility and 

hence the mean range, w, of the charge carriers (Equation II-28). 

Although photoconductivity from F-centers in alkaline earth oxides 

is generally expected in analogy to F-centers in alkali halides, there 

is presently no satisfactory explanation of photoconductivity originating 

+ 
from F -centers. One possible explanation derives from a suggestion by 

+ Kemp and Neeley (86) that the Alg ground state of the F -center might be 

several eV below the top of the valence band of the host crystal. If 

+ this suggestion is correct, once the F -center absorbed a photon it 

might, then, be energetically possible for an electron on one of the 

2-
surrounding O ions to jump into the vacancy. This process, which is 

a sort of charge transfer process, would leave a hole on the oxygen ion 
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and if this hole were released and sufficiently mobile, photoconductivity 

could occur. This explanation requires that the charge carriers be 

positive. From a somewhat involved experimental technique it appears, 

+ 
however, that the photocurrent excited by F -centers in SrO and by F-

centers in Cao is carried by electrons. We were unable, however, to 

+ 
determine satisfactorily the sign of the charge carrier for the F -

center in cao. 

The above results concerning the sign of the charge carriers in 

conjunction with the temperature dependence of the photoresponse can be 

interpreted as E , the thermal ionization energy, giving the relative 
a 

separation in energy between the relaxed excited state of the center 

and the bottom of the conduction band. Thus according to this interpre-

tation the relaxed excited electronic state from which photoconductivity 

originates is 0.12 eV below the bottom of the conduction band for the 

+ . 
F -center in SrO, 0.24 eV below the bottom of the conduction band for 

+ 
the F -center in CaO and only about 0.05 eV below the bottom of the 

conduction band for the F-center in CaO. 

+ It was found that prolonged illumination in the F band of SrO at 

temperatures above about 90 K partially destroyed the photoresponse. 

However, the photoresponse could be restored by illuminating the sample 

with light of energy greater than 3.7 eV. The F-center photoresponse 

in cao could also be optically bleached at all temperatures between 

77 K and 300 K, but could then be fully restored by Y-irradiation at 

room temperature. The photoresponse of the F-center in Cao could also 

be "bleached" by storing the sample at room temperature for several 

days. The trapping mechanisms involved for either of these processes 

is not known. However, we determined that the increase in the F-center 
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photoresponse following Y-irradiation was due to an increase in the mean 

range, w, of the electrons released by the incident light, rather than 

an increase in the number of F-centers. 

. + For neither CaO or SrO did the F -center appear to be an efficient 

electron trap. This is supported by two observations: 
+ 

1) the F -center 

in CaO or SrO cannot be optically bleached; and 2) there is no sign of 

F-centers being formed in SrO which has been heavily irradiated and 

+ 
which contains a comparatively large concentration of F -centers (Figure 

+ 
23) and there are more F• than F-centers in similarly irradiated samples 

of cao (Figures 41 and 43). 

In addition we also recall the apparent conflict in Chapter V, 

Section VI, for the F-center in CaO in which a sharp decrease in M , and 
0 

hence the quantum efficiency for luminescence, with increasing tempera-

ture was not accompanied by a corresponding increase in the photoresponse 

over the same temperature range (Figure 50) . It was thus assumed that 

the luminescence was quenched by a more indirect process. This, in con-

junction with the above information concerning the restoration of the 

+ F-center photoresponse and the F -center not being an efficient electron 

trap, indicates that the trapping mechanisms operative in Cao samples 

containing F-type centers are quite complicated. 

+ 
The F -center in SrO and CaO are Jahn-Teller coupled systems in 

absorption (49,68) with the Jahn-Teller effect contributing significantly 

to the asymmetric shape of the absorption band. 

centers in SrO and CaO are two different systems. 

+ 
It appears that the F -

. d 2 The excite T 
lu 

electronic state of the F+-center in CaO is nearly equally coupled to the 

T and E non-cubic vibrational modes (67,68). It is not yet clear 
2g g 

which vibrational modes are coupled to the excited 2T electronic state 
lu 
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+ of the F -center in SrO, though there are indications that nearly equal 

coupling to different vibrational modes than those above may be involved 

(60,91). 

We have also seen that though certain aspects of the phenomena ob

+ served for these defects, such as the temperature dependence of the F -

centers, can be explained quite well in terms of the two level model, 

there are also certain aspects in which the model is deficient. For 

example, the apparent sharp decrease in quantum efficiency for fluores-

cence from the F-center in Cao with increasing temperature without an 

accompanied increase in the free electron yield, the different components 

+ of the lifetime of the excited state of the F -center in SrO observedin 

fluorescence lifetime measurements, and trapping mechanisms involved in 

F-type centers in Cao, are but a few of the observed phenomena that 

cannot be explained in terms of a simple two-level model. It is thus 

apparent that there is a need for a more sophisticated model in terms 

of which the data may be analyzed and explained. One such model is that 

currently proposed by Wood and Wilson. Nevertheless, we have been able 

to gain significant insight and understanding concerning the electronic 

structure of these defects with the aid of this simple model. However, 

where it appears necessary for a more detailed model, the theoretical 

model being used by Wood and Wilson to calculate the electronic struc-

ture of these defects is a reasonable description of the system since 

their results are in basic agreement with our experimental results, as 

well as with the results of previous experimental studies. Besides 

being in substantial agreement with previous experimental and theoreti-

cal studies our results give further information about the electronic 

+ . + structure of the F-and F -centers in CaO and the F -center in SrO. With 
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the further development of theoretical models, such as that of Wood and 

Wilson, and collaboration with needed additional experimentation, hope-

fully the questions still unresolved at this point can be definitively 

answered. 

II. Problems for Further Study 

Several suggested future projects are listed below. 

1. A study of the growth curves, as measured by opLical absorp-

+ + 
tion, for the F -center in SrO and the F- and F -centers in Cao as a 

function of irradiation dose using electron and proton irradiations at 

77 K. Because of the necessity to prevent overheating of the sample, 

low current densities must be used during irradiation and consequently 

this study would be very time consuming. It would be interesting to 

+ see if the F concentration saturates in either CaO or SrO and, if so, 

at what point the F-center concentration becomes more dominant than 

+ . 
F -centers in Cao. 

2. An isochronal anneal study for samples of CaO and SrO contain

+ 
ing F and F -centers. Temperatures below, as well as above, room tern-

perature should be considered. The purpose would be to determine at 

which temperature these defects become unstable. We know that the opti

+ 
cal absorption of the F -center in Cao decreased over a period of several 

days while being stored at room temperature (Chapter V, Section V). 

Since these samples are hygroscopic, our irradiations, though done at 

77 K, were done in the Van de Graaff extension tube, and consequently 

the sample had to be warmed to room temperature for removal and trans-

ferral to another cryostat. It is known that the thermal energy re-

quired to remove an electron from a trap is less than the energy hv ofa 
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photon which is just sufficient to eject the electron (55) • Is it possi-

ble that F-centers produced by electron irradiation of CaO are unstable 

at or below room temperature thus making it appear that the creation of 

+ 
F -centers is more prevalent than that of F-centers during initial 

irradiations? 

3. Investigate the dependence of the photoresponse, luminescence 

+ 
and F+-+F interconversion on the absolute and relative numbers of 

centers present, especially in Cao. 

4. A more definitive determination of the sign of the charge 

+ 
carriers excited by F -centers in both SrO and CaO is needed, such as 

the more direct confirmation that would be provided by, for example, 

Hall effect experiments. 

5. An investigation of the trapping mechanisms involved in SrO 

containing F+-centers and in Cao containing F- and F+-centers, especial-

ly as concerns the following: a) partial optical bleaching of the 

+ 
photoresponse from F -centers in SrO at temperatures greater than about 

90 K which can be restored by short illumination of the sample with 

light of energy greater than 3.7 eV (one explanation could be that ul-

traviolet light releases charge carriers from comparatively deep traps 

+ 
and they repopulate F -centers) ; b) optical bleaching of Cao F-center 

photoresponse at temperatures greater than 77 K which can be restored 

by Y-irradiation at room temperature; c) a sharp decrease in the quantum 

efficiency for Cao F-center luminescence with increasing temperature 

while the photoresponse shows no temperature dependence over the same 

range. 

6. Further experimentation is needed concerning luminescence from 

+ . 
the F -center in SrO. One would like to be able to measure the 2.5 eV 



18~ 

+ emission band originating from the F -center alone, without thepresence 

of and significant contribution from the overlapping 2.7 eV impurity 

band which was also obtained in our measurements. This would also per-

mit a more accurate determination of the lifetime of the excited state 

+ 
of the F -center and determination of the role of the 0.46 µsec and 35 

. + 
nsec lifetime components which we measured with regard to the F -center 

in SrO. + If the emission from the F -center could be separated from that 

of the 2.7 ev impurity band, one would then also be able to study the 

temperature dependence of the emission band half-widths and gain infor-

mation about the Huang-Rhys factor and the coupling of the electronic 

states to the lattice vibrations. 

7. Determine the temperature dependence of the photoresponse from 

the F-center in Cao below 65 K to see if the photoresponse drops off 

sharply and obtain a value for E , the thermal activation energy. 
a 

+ 
8. Determine the radiative lifetime, TR, for the F -center in CaO 

by fluorescence lifetime measurements. Our measurements, TR < 30 nsec, 

indicated that the fluorescence lifetime was at least as fast as the 

resolution of the apparatus, i.e., 30 nsec. Also investigate the life-

time component, which is on the order of minutes, which is associated 

with the F-center luminescence in CaO. 
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APPENDIX A 

ADDITIONAL EXPERIMENTAL RESULTS: SrO 

We present here the results of experimental photoconductivity 

measurements on SrO which provided additional information. This infor-

mation, though noteworthy, was not pursued in this study since it did 

not contribute directly to the other material presented in the body of 

this dissertation. 

I. Proton Irradiated SrO 

It is worth reporting that the photoconductivity produced by 

illuminating a proton irradiated sample of SrO had some unusual features. 

The Spicer sample had been proton irradiated at 77 K to a dose of about 

8 x 1016 protons/cm2 and had an optical density of about 0.2 at 3.1 eV. 

The photocurrent, measured at 77 K or 105 K, was the same for either 

direction of the applied electric field over the spectral region from 

2 eV. The photocurrent, measured at 105 K, decreased as the illumina-

tion at a fixed wavelength continued in time (see Figure 59a) in the 

spectral region from 2.5 eV to 3.5 eV. The same effect was noted at 77 

+ 
K although it was most pronounced in the region of the F band (2.9 eV 

to 3.5 eV). In addition there was also a small transient dark current 

produced at 105 Kand 77 K which took a couple of seconds to decay after 

removal of the incident light (2 eV to 3.5 eV) from the sample. Figure 

59a shows the graph, proportional to the current, obtained with the 
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electrometer used in the "rate of charge" mode. This measurement was 

0 
taken at 105 K for incident light of 4000 A (3.1 eV). Figure 59b shows 

-13 
the semilogarithmic plot of the photocurrent, I (- 10 amps), as a 

function of time. Using the relationship I = I exp(-t/t ) , we obtain 
0 0 

a value oft - 3.7 seconds for the time required for the photocurrent 
0 

to fall to l/e of the initial value. Similar results were obtained at 

77 K. 

II. Neutron Irradiated SrO 

The photoresponse measured at 77 K, 110 K and 145 K over the 

spectral range from 2 eV to 5 eV for an ORNL sample of SrO which had 

been neutron irradiated at room temperature is shown in Figure 60, curves 

b d . 1 h d . 60 a, an c, respective y. T e sample was place in a Co gamma source 

at room temperature for 30 minutes immediately prior to being cooled 

down in the photoconductivity cryostat. The photocurrent at 77 K and 

110 K was constant in time with constant illumination. In comparing the 

two curves it can be seen that the temperature dependent band at 3.1 eV, 

+ 
corresponding to the F -center in SrO, is present, though hidden beneath 

the otherwise broad band. This indicates that the results obtained here 

are at least compatible with the results obtained on the electron irra-

diated samples. The other broad, unresolved photoresponse band is an 

indication of the massive damage done to the sample by neutron irradia-

tion. It should also be noted that the photocurrent at temperatures 

above 200 K was negative, i.e., in the opposite direction to the applied 

field. We have pr,esently no explanation for this effect. 
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APPENDIX B 

ADDITIONAL EXPERIMENTAL RESULTS: CaO 

We present here the results of additional experimental photocon

ductivity measurements on CaO. Though the information presented here is 

noteworthy, an analysis of these results was not pursued in this study 

since it did not contribute directly to the material in Chapter V. 

I. Additively Colored Cao 

Photoconductivity measurements were made on a Spicer sample of Cao 

grown with color centers. The sample contained a large number of 

F-centers and had an optical density greater than 6 at 430 nm. (The 

.optical density was too large to be measured with the Cary 14 Spectro

photometer.) The photoconductivity produced by illuminating these 

s~mples had some unusual features. The photocurrent, rather than being 

constant in time with constant illumination, increased with continuing 

illumination with this effect being most pronounced in the spectral 

region between 2 eV and 3.1 eV. In addition a transient dark current 

·was produced at 77 K which took several minutes to decay after the re

moval of the incident light. The dark current is an indication that 

shallow traps are being emptied. A similar transient dark current is 

·obtained by illumination of the F-band in additively colored MgO (80). 

Figure 61, curve a, shows the photoresponse measured at 77 K on a 

Spicer sample "as received" and curve b shows the photoresponse on the 
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same sample at 77 K following gamma-irradiation for 1 hour at room tern-

perature. Both sets of measurements were made by reversing the direc-

tion of the applied electric field between individual measurements to 

prevent polarization effects in the sample. The applied electric field 

was about 50 V/cm. In addition both curves were obtained by alternating 

a measurement for 400 nm incident light between otherwise consecutive 

measurements throughout the spectral range from 2 eV to 6 eV. Gamma-

irradiation enhanced the photoresponse in the spectral region between 

3.5 eV and 5 eV. 

The F band, 3.1 eV, photoresponse could be optically bleached at 

77 K in a manner similar to the bleaching of the F band photoresponse 

discussed in Chapter V for electron irradiated cao. There was also some 

+ evidence of F+-+F interconversion. The photoresponse at 3.1 eV (peak 

of F band) generally decreased as individual consecutive measurements 

were made for incident light of energy ranging from about 3.6 eV to 5.2 

eV and generally increased for incident light of energy less than about 

3 eV. A conversion of this kind has been observed by Kemp et al (93) 

in additively colored Cao. 

Fluorescence lifetime measurements on Spicer samples of CaO grown 

with F-centers and ORNL additively colored samples of CaO showed that 

the fluorescence contained a component with a lifetime of the order of 

minutes which appears related to the transient dark current described 

above. 

Based on the results reported here for photoconductivity and fluo-

rescence measurements on additively colored Cao, it is obvious that com-

plicated trapping mechanisms and energy transfer processes are involved. 
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II. Neutron Irradiated Cao 

The optical density, measured at 77 K, on an ORNL-sample of CaO 

which had been neutron irradiated at room temperature is shown in Figure 

62. The width of the F+ absorption band is somewhat larger than that of 

+ 
the F absorption band in the proton irradiated Cao sample shown in 

Chapter V, Figure 43. Similar results were noted in the comparison of 

+ 
the F absorption band in neutron and proton irradiated SrO shown in 

Chapter IV, Figures 23 and 24, and is attributed to the massive damage 

done by neutron irradiation. 

The photoresponse at 77 K, measured over the spectral range from 

2 eV to 5 eV, is shown in Figure 63 for this same sample. The sample 

l d . 60 f . d' was p ace in a Co gamma source or 1 hour at room temperature imme i-

ately prior to mounting in the photoconductivity cryostat. The photo-

current was constant in time with constant illumination. The photocur-

rent reached its maximum value within a fraction of a second (the 

response time of the detection system) and fell to zero equally fast 

upon removal of the incident light. The photoresponse results are 

compatible with the results presented in Chapter V for electron and 

proton irradiated Cao, with the 3.1 eV and 3.65 eV bands being hidden 

in the broad unresolved photoresponse band between 2.5 eV and 4.3 eV, 

which is characteristic of the massive damage done to the sample by 

neutron irradiation. 

The photocurrent at room temperature was masked by a large dark 

current and consequently accurate measurements could not be made. When 

detectable, at room temperature, the photocurrent was negative, i.e., in 

the opposite direction to the applied field. This result is similar to 

that reported in Appendix A for neutron irradiated SrO. At the present 
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time we have no explanation for this effect. 

III. Magnesium-doped Cao 

Samples of CaO doped with 1% Magnesium were received from A. E. 

Hughes of the Atomic Energy Research Establishment, Harwell. Just be-

low a highly colored layer (region 1) at the surface of the melt is a 

+ + region (region 2) in which new F -, F- and F -centers can be produced 
A 

by ionizing radiation to a total concentration of about io17/cm3 . Ex

+ + 
periment (98) shows that, in this second region, a ratio of FA:F cen-

ters of about 2:1 can be produced by low energy electron, gamma or x-ray 

irradiation. These oxygen vacancy centers in magnesium-doped Cao have 

been studied by Hughes, et al. (78,99). It is thought that in this 

region of the melt, the F-type centers are produced by trapping elec-

trans at pre-existing oxygen vacancies formed during cooling from the 

melting point rather than by knock-on particle collisions as in undoped 

cao. 

Some preliminary photoconductivity and associated optical absorp-

tion measurements were made on several samples of magnesium-doped CaO. 

These samples were chosen from region 2 of the melt which was described 

above. 

Figure 64 shows the optical density on one such sample following 

17 2 
electron irradiation at 77 K to a dose of about 2 x 10 electrons/cm 

(solid curve) • The optical density measured on the untreated sample is 

indicated by the broken curve. Both curves were obtained at 77 K. The 

various color centers and the respective wavelength and incident photon 

energy at which peak absorption occurs are: F(400 nm, 3.1 eV); 

+ + 
F (340 nm, 3.65 eV); FA (450 nm, 2.76 eV) (78); FA! (374 nm, 3.32 eV) 
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+ (98); FA2 (340 nm, 3.65 eV) (98). The band at 260 nm, 4.8 eV, is due 

to anion-cation vacancy pairs which have been observed optically in de-

formed CaO (85,94). 

The photoresponse measured on the same sample at 77 K is shown in 

Figure 65, curve a. The photocurrent was constant with constant illumi-

nation and rose to its maximum value within a fraction of a second and 

fell to zero equally fast upon removal of the incident light. The broad 

photoresponse band in the spectral region between 2.5 eV and 4.5 eV, a 

composite of the photoresponse from the various F- and FA-type centers, 

hides the details of the structure of the individual bands. The photo-

response also bleached nearly uniformly throughout the spectral region 

between 2.5 eV and 4.5 eV as the energy of the incident photons scanned 

this same region. Figure 65, curve b, shows the photoresponse at 77 K 

on a similar sample of magnesium-doped cao which had been subjected to 

nearly 60 hours of gamma-irradiation at room temperature. Again, the 

individual F- and FA-type photoresponse bands are hidden beneath the 

broader unresolved band. 

Complicated trapping mechanisms and energy transfer processes are 

involved in the absorption-emission-photoconductivity processes observed 

in these samples. An indication of this is given by an examinaton of 

the excitation spectrum for the 398 nm emission resulting from the 374 

+ 
nm (FA) band (99) which shows three bands peaking at 260 nm, 340 nm and 

374 run. Absorption at 260 run excites luminescence at 347 nm, which will 

+ + . be strongly absorbed by the F band. The F -center emits in a band 

peaking at 370 nm, which overlaps the 374 nm absorption band of the 

+ 
F -center. 

A 

+ . 
The FA-center in turn emits in a band peaking at 398 run 

(99). Excitation at 260 run thus results in emission at 398 nm. 
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