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This work establishes an innovative electrochemical approach to the template-free growth of
conducting polypyrrole and polythiophene wires along predictable interelectrode paths up to 30 �m
in length. These wires have knobby structures with diameters as small as 98 nm. The conductivity
of the polypyrrole wires is 0.5�0.3 S cm−1; that of the polythiophene wires is 7.6�0.8 S cm−1.
Controlling the growth path enables fabrication of electrode-wire-target assemblies where the target
is a biological cell in the interelectrode gap. Such assemblies are of potential use in cell stimulation
studies. © 2009 American Institute of Physics. �DOI: 10.1063/1.3072611�

Conducting polymer nanowires are a burgeoning sub-
field of the polymeric electronics arena.1 On a fundamental
level, these wires serve as a testing ground for one-
dimensional transport theories that describe the Luttinger
liquid2 and Wigner crystal phases of electronic materials.3 In
sensor applications, where analyte binding to porous wires
modulates the resistance of electrode-wire-electrode assem-
blies, impressive sensitivities have been attained: submi-
crobar pressures of ammonia, nanomolar concentrations
of DNA,4 and �10 fM concentrations of micro-RNA
�Ref. 5� have been detected with these devices. Polymeric
wires are also promising electrophysiological materials. A
recent study has demonstrated the electropolymerization of
poly 3,4-ethylenedioxy-thiophene �PEDOT� filaments in
neural tissue without compromising the viability of the sur-
rounding neurons—a preliminary step toward remotely
stimulating cells and tissue.6,7 A general requirement for all
of these applications is the reproducible fabrication of
electrode-wire-target assemblies, where the wire connects a
user-selected electrode to a second electrode or a biological
cell, enabling diagnostic instrumentation to be interfaced
with the wire or target. Therefore, methodologies for the di-
rectional growth of polymeric wires are of significant inter-
est.

Templated growth techniques are in wide use as they
yield reproducible wire shapes and wire growth along pre-
dictable paths. To fabricate electrode-wire-electrode assem-
blies, the polymer may be electrodeposited in prefabricated
channels that connect user-selected electrodes.8,9 Thus, direc-
tional growth is realized by engineering growth channels be-
fore electrochemically depositing the wire. Template-free ap-
proaches have been developed where the growth of
polyaniline4 and PEDOT �Ref. 10� nanowires occurs be-
tween the tips of two electrodes; the maximum wire length
that was attained by these techniques was limited to
�10 �m. Dip-pen lithography relaxes the wire length
constraint11 but is restricted to applications where the use of
a scanning probe is feasible. To broaden the range of situa-

tions in which directional wire growth is possible, the
present work establishes a simple approach to growing con-
ducting polymer wires across distances as large as 30 �m in
on-chip circuitry to produce electrode-wire-target assem-
blies, where the target is either a second electrode or a bio-
logical cell.

To attain this goal, we have extended the directed elec-
trochemical nanowire assembly �DENA� technique to the
growth of polypyrrole �PPy� and PEDOT wires. This tech-
nique was previously used to grow metallic nanowires,12–14

where alternating voltages reduced and deposited metallic
cations onto biased electrodes immersed in aqueous salt
solutions.12 A similar approach is used here to electrochemi-
cally polymerize conducting polymer onto biased electrodes
immersed in aqueous monomer solutions, enabling the
growth of polymeric electrode-wire-target assemblies.

Figure 1�a� depicts the simple apparatus used to grow
wires from aqueous pyrrole solution. The gap between the
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FIG. 1. �a� DENA apparatus for growing polymeric wires. FG designates a
function generator. The optical micrograph shows a wire grown from aque-
ous pyrrole/SDS solution. Inset: a transmission electron micrograph of a
PPy wire. �b� An optical micrograph of a wire grown from aqueous EDOT/
PSS solution. Inset: a scanning electron micrograph of a PEDOT nanowire.
The scale bars represent 10 �m except for those in the insets, which denote
500 nm.
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opposing electrode tips is 18.8 �m. The electrodes were
composed of 100 nm thick base layers of Ti and 500 nm
thick top layers of Au that were deposited on fused silica
substrates using standard lithographic techniques.15 A 10 �l
aliquot of aqueous solution containing 0.50M freshly dis-
tilled pyrrole and 0.50M sodium dodecyl sulfate �SDS� was
deposited across the electrodes. The pyrrole and SDS con-
centrations may be varied across the 0.05M –0.50M range,
and p-toluene sulfonate may be used instead of SDS as the
anionic dopant. To induce wire growth, a square-wave volt-
age signal ��3 V, 250 kHz� with a 50% duty cycle was
applied to the left electrode, while the right electrode was
grounded. Growth was stopped by turning off the voltage
when the wire reached the opposing electrode. This process
was observed on an inverted microscope �Leica, IRB�. The
resulting assembly is shown in Fig. 1�a�. A transmission elec-
tron micrograph of a PPy wire segment is shown in the inset.
The wire has a knobby structure with a lengthwise averaged
diameter of 560 nm.

Milder conditions were used to grow wires from aqueous
3,4-ethylenedioxy-thiophene �EDOT� solutions. The fiber in
Fig. 1�b� was grown by depositing 10 �l of aqueous solu-
tion containing 0.01M EDOT and 0.02M poly�sodium sty-
rene sulfonate� �PSS� across the electrodes. Additionally, a
smaller voltage-amplitude ��2.5 V� and frequency �100
kHz� were used to induce growth. The interelectrode gap in
Fig. 1�b� is 30.2 �m. The inset depicts a scanning electron
micrograph of the wire. Its structure is knobby, varying from
98 to 669 nm in thickness with a lengthwise averaged diam-
eter of 340 nm. A real-time movie of this wire growth pro-
cess is available as supplementary material �see Ref. 16�.

As Figs. 1�a� and 1�b� and the movie �Ref. 16� illustrate,
the growth path is predictable: it follows the tip-to-tip line
between the user-selected electrodes. This path is defined by
the voltage profile in the solution. A full description of the
underlying ionic diffusion and screening behavior lies be-
yond the scope of this letter.

The compositions of the DENA-grown wires were deter-
mined by micro-Raman spectroscopic measurements of the
wire-laden electrode arrays. Wires grown from pyrrole solu-
tions were characterized by illuminating the wire segments
with 1.5 mW of 632.8 nm laser radiation, focused to a
2.0 �m spot size; the monochromator entrance slit was
200 �m wide. Figure 2�a� compares the wire spectrum
�filled circles� to the spectrum of a PPy film �solid line�
prepared by a standard protocol.17,18 Both spectra exhibit
features that are characteristic of PPy: peaks at 1050 cm−1

�the symmetrical CH-in-plane bending mode�, at 1310 and
1375 cm−1 �the antisymmetrical CH-in-plane bending

mode�, and at 1600 cm−1 �the C=C stretching mode�;18

hence, the DENA-grown wire is composed of PPy.
Figure 2�b� compares the micro-Raman spectrum of a

wire grown from aqueous thiophene solution �filled circles�
to the spectrum of a PEDOT film �solid line� that was pre-
pared by a standard procedure.19,20 Both exhibit features at
1240 cm−1 �the C–C stretching mode� and 1430 cm−1 �the
symmetric C=C stretching mode�, indicating that this
DENA-grown wire is composed of PEDOT.

To characterize the wire conductivities, we have mea-
sured current-voltage �I-V� profiles of PPy and PEDOT
electrode-wire-electrode assemblies. After wire growth, the
assemblies were washed with pure water three times and
allowed to dry before making two-point I-V measurements
with a source meter �Keithley, 2400�. The profiles for three
PPy wires �dashed lines� and six PEDOT wires �lines� are
shown in Fig. 3. The resistances R of the �16 �m long PPy
wires range from 0.76 to 2.49 M� �as given in Table I along
with the individual wire lengths l�. The resistances of the
longer ��26 �m� PEDOT wires range from 0.35 to
0.49 M�. We approximate the knobby wire shapes as uni-
form cylinders with diameters of 560�70 nm for PPy and
of 340�70 nm for PEDOT; these are the lengthwise aver-
aged diameter values obtained via electron microscopy.
Using the relationship �= l /RA �where A is the cross-
sectional area� and the values in Table I, the conductivities �
of the individual PPy wires were calculated and reported
in Table I. The average of these three determinations is
0.5�0.3 S cm−1; the uncertainty is the standard deviation of

FIG. 2. �a� Micro-Raman spectra of �a� a wire grown from pyrrole solution
�filled circles� and a PPy film �solid line� and �b� a wire grown from
thiophene solution �filled circles� and a PEDOT film �solid line�. a.u. is an
abbreviation for arbitrary units.

FIG. 3. I-V profiles of electrode-wire-electrode assemblies with PPy wires
�dashed lines�, PEDOT wires �solid lines�, and solution but no wire �dotted
line�.

TABLE I. Parameters for computing the polymeric wire conductivities.

Length
��m�

�0.5 �m

Diameter
�nm�

� 70 nm

Resistance
�M��

�0.01 M�

Conductivity
�S cm−1�

PPy
Wire 1 16.5 560 0.76 0.88�0.16
Wire 2 16.2 560 1.41 0.47�0.08
Wire 3 16.5 560 2.49 0.27�0.05

PEDOT
Wire 1 25.5 340 0.35 8.0�2.4
Wire 2 27.9 340 0.49 6.3�1.8
Wire 3 28.9 340 0.44 7.2�2.1
Wire 4 26.3 340 0.36 8.0�2.4
Wire 5 25.5 340 0.35 8.0�2.4
Wire 6 27.3 340 0.36 8.3�2.4

033104-2 Thapa et al. Appl. Phys. Lett. 94, 033104 �2009�

Downloaded 25 Oct 2010 to 129.110.5.92. Redistribution subject to AIP license or copyright; see http://apl.aip.org/about/rights_and_permissions



the mean. This value agrees with the previously reported
conductivity value of 0.5 S cm−1 for PPy nanowires.21 The
conductivities for the individual PEDOT wires were calcu-
lated to give an average value of 7.6�0.8 S cm−1 that falls
within the established 0.6–10 S cm−1 range for PEDOT
nanowires.10,22 Thus, the DENA technique may be used for
the single-step fabrication of polymeric electrode-wire-
electrode assemblies with conductances that are comparable
to those produced by other approaches.

Extending this methodology to the fabrication of
electrode-wire-target assemblies would provide an innova-
tive way to deliver electrical stimuli to microscopic samples
positioned in the interelectrode gap—a capability of potential
electrophysiological importance.23 A critical issue in fabri-
cating such assemblies is whether a dielectric target �such as
a cell� perturbs tip-to-tip growth. The inset in Fig. 4 depicts
an initial configuration of Dictyostelium cells that are forag-
ing on the electrode array surface. One cell lies in the
30 �m wide electrode gap. The phosphate buffer needed to
maintain the cells contains 10 mM EDOT and 20 mM PSS.7

The application of a �3 V, 100 kHz signal to the right elec-
trode induces PEDOT wire growth. The real-time movie
�Ref. 16� shows that the wire grows along the line connect-
ing the opposing electrode tips, as in the cell-free case pre-
sented above. By decreasing the voltage-amplitude as the tip
approached the cell, the wire was grown to within 1.5 �m of
the cell, as shown in Fig. 4. Hence, directional growth is still
possible even with a dielectric cell in the interelectrode gap.

This investigation has extended the DENA-technique to
the template-free growth of conducting PPy and PEDOT
wires along predictable growth paths. This accomplishment
enables the fabrication electrode-wire-electrode assemblies
that are needed for basic transport studies2,3 and sensor
applications.4,5 This methodology also enables the growth of

polymeric wires from on-chip electrodes up to biological
cells that are positioned in the interelectrode gap. The result-
ing electrode-wire-target assemblies may be used to route
electrical signals to selected cells for voltage-gated signaling
studies. Further work on this application is underway.
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FIG. 4. A PEDOT wire grown up to a live Dictyostelium cell in the elec-
trode gap. Inset: the initial configuration of cells. The scale bars denote
10 �m.
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